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EXECUTIVE SUMMARY 

Northwest Envirocon, Incorporated (NWE) was retained on February 11, 1998, by James Gallagher of Financial 
Security Assurance, acting on behalf of DC II M & N to conduct an asbestos survey and prepare cost estimates for 
removal of asbestos containing materials within the Desert Fashion Plaza, shopping mall in Palm Springs, 
California. The purpose of this investigation was to identify, locate, quantify, and assess the condition of all 
homogeneous asbestos-containing materials (ACM); and to provide cost budget estimates for the removal of each 
material. 

The Desert Fashion Plaza is a Retail Shopping Mall, in Palm Springs California. The mall was constructed in 
several phases since 1965. Northwest Envirocon, Incorporated (NWE), through review of Ariel photographs, 
determined that a minimum of six unique building phases represent the current extent of the mall. Five of these 
construction phases occurred prior to 1982 with the final phase occurring approximately 1986. The scope of this 
inspection was the five pre-1982 building phases. The following buildings represent the scope of services: 

• Building Phase 1, Bldg 1, Bank of America, & Bldg 2, Retail Mall space constructed approximately 1965; 
• Building Phase 2, Bldg 3, Retail Mall Space, constructed between 1967 and 1982; 
• Building Phase 3, Bldg4, Retail Mall Space, constructed between 1967 and 1982; 
• Building Phase 4, Bldg 5, Retail Mall Space, constructed between 1967 and 1982; and 

" • Building Phase 5, Bldg 6, former !-Magnum, and associated shops, constructed between 1967 and 1982. · 
• Subordinate areas to the 5 Retail Mall Spaces are: Interior Corridors; Exterior Roofs; and Exterior Walls. 

NWE reviewed ariel site plans, interview facility personnel and conducted visual observation in determining the 
extent of the five building phases within the scope of work. NWE did not include the sixth building phase (built 
1986) in the scope of services. This decision was based on the date of construction and previous sampling 
conducted by A TC Environmental and reported in their Phase I Environmental Assessm.ent Report dated, July 3 I, 
1996, Additionally, NWE reviewed and incorporated samples collecte4 by ATC from within the building phases 
which were in scope. 

Each material was assessed to determine it's present condition during the investigation, and was assigned one of the 
following categories: Good (G); Damaged (D); or Significantly Damaged (SD). 

Materials assessed to be in "Good Condition" showed no signs of deterioration, delamination, cracking, peeling, or 
other damage. Materials assessed to be in "Damaged Condition" showed damage of less than 10% of the total 
material, or less than 25% localized damage to the material. Materials assessed to be in "Significantly Damaged 
Condition" showed damage to greater than 10% of the total material, or greater than 25% localized damage to the 
material. 

NWE identified both friable and non-friable asbestos-containing materials (ACM) during the inspection. Materials 
identified as ACM included but were not limited to: Built-up roofmg; roofmg mastic; exterior stucco; interior wall 
plaster; gypsum wall systems; resilient flooring; and interior wall texturing. None of the ACM appeared to 
represent an inherent risk for airborne exposure to personnel at the time of the site visit. NWE recommends in-place 
management through an Operations & Maintenance Program (O&M) for all materials found to contain asbestos 
during this investigation. 0 & M should provide an economical method of meeting the regulatory ·requirements of 
both EPA and OSHA (specific regulatory requirements are detailed in Section IV, "Regulatory Discussiqn" of this 
report). 

REPORT ORGANIZATION 

This section outlines and explains the general organization and logic of this asbestos investigation report. This 
asbestos investigation report is composed of three basic sections: written report; database reports; and site 
drawings. 

Northwest Envirocon, Inc. 
Environmental Consulting 

Desert Fashion Plaza 
NWE # 05-001350 
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Written Report 

The written report describes all aspects and findings of the asbestos investigation, and includes the following 
sections: Introduction; Sampling Methodology; Laboratory Information; Regulatory Discussion; and Disclaimer. 

Database Reports 

Database -reports consist of several different sorts of the information collected in the field. The different sorts are 
intended to allow the end user to view the information in a manner that suits the task at hand. Database reports 
include the Material Summary Report, Space Summary Report, Asbestos Removal Cost Summary Report, and 
Analytical Summary Report. 

The Material Summary Report is organized to show the types of materials found in a building at a facility. This 
report lists each space that a given material is located. Additionally these reports contain analytical results, quantity 
of ACM, and condition of material. 

The Space Summary Report is organized to show each space of a building and all associated materials that are 
found in that particular space. Additionally these reports contain analytical results, quantity of ACM, and condition 
of material. 

Asbestos Removal Cost Summary Report is a sort organized by building that shows the total quantity and removal 
estimate for each category of ACM. 

The Analytical Summary Report is organized to show a complete listing of each homogeneou; material and the 
number of samples and associated analytical results for each given material. This report is organized by building. 

Site Drawings 

A set of proportional plan view drawings was prepared for this site, and includes a Site Plan, Roof plan, Exterior 
Walls & Soffits Plan, Interior Floors Plan, and Interior Walls and Ceilings Plan. 

The Site Plan shows each of the buildings included in the scope of services. 

The Roof Plan is a site plan drawing that shows sample and asbestos-containing material locations for all materials 
located at the roof level of each building, identified during the investigation. 

The Exterior Walls Plan is a site plan drawing that shows sample and asbestos-containing material locations for each 
building's exterior walls and soffits. 

The Interior Floors Plan is an individual building plan drawing that shows sample and asbestos-containing material 
locations for each building's interior floor materials. 

The Interior Walls & Ceilings Plan is an individual building plan drawing that shows sample and asbestos
containing material locations for each building's interior wall and ceiling materials. 

Northwest Envirocon, Inc. 
Environmental Consulting 
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1 Bank of America (Building # 1) Appendix B 

Space Summary Report Condition Legend:' G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Male rial Type: Material Description (Material Number) Asbestos?: YES or NO 
SI'AC£: BANK OF AMERICA (SII Jnt) 

Contains Asbestos: 

• FLOOR TILE: 121N X 121N BEIGE MOTTLED W/MAST!C. (M# 7) ASBESTOS?: YES 

• FLOOR TILE: 121N X 121N OFF-WHITE W/MASTIC. (M# 8) ASBESTOS?: YES 

• BASEBOARD: 4 IN GRAY VINYL BASE COVE Wn#.ST!C. (M# 2) ASBESTOS?: YES 

• SHEETROCK: 4FT X 8FT GYPSUM PANELS WffAPE & JOINT COMPOUND, PAINTED & 
UNPAINTED. (M# 5) ASBESTOS?: YES 

• OTHER: DARK BROWN CEILING TILE MASTIC. (MI: 6) ASBESTOS?: YES 

• OTHER: WHITE TROWELLED-ON SCRATCH COAT (M# 13) ASBESTOS?: YES 
No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER W/SCRATCH COAT. (M# 10) 
ASBESTOS?: NO 

• PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER W/SCRATCH COAT, PAINTED. (M# 11) 
ASBESTOS?: NO 
• PLASTER: BEIGE TROWELLED-ON GYPSUM LATH SCRATCH COAT, PAINTED. (M# 14) 
ASBESTOS?: NO 

• FLOOR TILE: 121N X 121N GRAY MOTTLED W/MASTIC. (M# 1) ASBESTOS?: NO 
• CEILING TILE: 1 FT X 1 FT WHITE MEDIUM FISSURE SPLINE. (M# 3) ASBESTOS?: NO 

• CEILING PANEL: 2FT X 2 FTWHITE MEDIUM FISSURE T-SAR CEILING SYSTEM. (M/112) 
ASBESTOS?: NO 
• SHEETROCK: 4 FT X 8 FT GYPSUM PANELS Wff APE & JOINT COMPOUND, PAINTED. (M# 4) 
ASBESTOS?: NO 
• PIPE INSULATION: 31N DIA YELLOW FIBERGLASS W/CANVAS WRAP. (M# 9) ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Material Location in Space and Notes about Material in Space 

MIDDLE OF TELLER COUNTER, 1ST FLOOR E BULLETIN AREA & 
TELEPHONE SWITCH ROOM ON 2ND FLOOR. WATER DAMAGE 
FROM ROOF LEAKS. 
N END OF TELLER COUNTER PATCHED W/BEIGE TILE (M7) 1ST 
FLOOR. WATER DAMAGE FROM ROOF LEAKS. 
ON PERIMETER WALLS AT FLOOR, 1ST FLOOR. SOME COVING 
IS DELAMINATED FROM WALL. 
CEILING & ORIGINAL BUILD-OUT WALLS THROUGHOUT 1ST 
FLOOR. WATER DAMAGE FROM ROOF LEAKS. 
STRUCTURAL DECK BELOW MEZZANINE, W OF VAULT. 
MEZZANINE FLOOR DECK BELOW 2ND FLOOR. 
ON STAIRS WITHIN S/E & S/W STAIRWELLS. 

WALLS & CEILING OF N/W STORAGE ROOM & TELEPHONE 
SWITCH ROOM ON 1ST FLOOR. WATER DAMAGE FROM ROOF 
LEAKS. 
WALLS & CEILING OF 2ND FLOOR JANITORS CLOSET & 
RESTROOMS. WATER DAMAGE FROM ROOF LEAKS. 
WALLS OF 2ND FLOOR & MEZZANINE STAIRWELL. WALL 

· BEHIND TELLER COUNTER ON 1ST FLOOR. WATER DAMAGE 
FROM ROOF LEAKS. 
FLOOR OF S/E OFFICE ON 1ST FLOOR. 
SUSPENDED CEILING, 1ST & 2ND FLOORS. WATER DAMAGED 
BY ROOF LEAKS. 

SUSPENDED CEILING THROUGHOUT 2ND FLOOR. WATER 
DAMAGE FROM ROOF LEAKS. 
BUILT-OUTWALLS FOR S/E CORNER OFFICES. WATER 
DAMAGE FROM ROOF LEAK. 
DOMESTIC WATER LINES IN 1ST FLOOR CEILING SPACE. 
DETER!ORA TED FROM AGE. 

Pngc l of 45 

Quantity Units Con d. 

4,200 SF SD 

700 SF 0 

425 LF 0 

5,000 SF D 

600 SF D 
~:;: 

75 SF G 

SF D 

SF SD 

SF D 

SF G 
SF D 

SF D 

SF 0 

LF D 

Desert f:!Shion Plaza 
NWE 1105-001350 



2 Retail (Building # 2) Appendix B 

Space Summary Report Condition LegendtG=Good, D=Damaged, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description {Material Number) Asbestos?: YES or NO 
SPACE: SERYJCE CORRIDOR I (Sill) 

Contains Asbestos: 

Material Location in Space and Notes about Material in Space 

• SHEETROCK: 4FT X 8FT GYPSUM PANELS WIT APE & JOINT COMPOUND, SMOOTH, DEMISING DEMISING WALLS & PORTIONS OF CEILING. 
WALLS. (M# 1) ASBESTOS?: YES 
• OTHER: BLACK FLOOR TILE MASTIC. (Mil 15) ASBESTOS?: YES CONCRETE AT SEND OF SPACE. 
No Asbestos Detected: 

• OTHER: BEIGE SPRAY-APPLIED STRUCTURAL FIREPROOFING. (Mil 29) ASBESTOS?: NO 

SPACE: RISER 2 (SII 2} 
Contains Asbestos: 

STRUCTURAL FRAMING. 

·SHEETROCK: 4 FT X 8FT GYPSUM PANELS WfTAPE & JOINT COMPOUND, SMOOTH, DEMISING DEMISING WALLS & CEILING. 
WALLS. (M# 1) ASBESTOS?: YES 

SPACE: HAMBURGER HAMI,ET (Sf/1/1) 
Contains Asbestos: 

·BASEBOARD: 41N BROWN VINYL BASE COVE W/MASTIC. (M# 16) ASBESTOS?: YES 
• SHEETROCK: 4FT X 8FT GYPSUM PANELS WfTAPE &JOINT COMPOUND, SMOOTH, DEMISING 
WALLS. (M# 1) ASBESTOS?: YES 
No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON METAL LATH & PLASTER, COARSE, UNPAINTED. (M# 6) 
ASBESTOS?: NO 
• PLASTER: GRAY TROWELLED-ON METAL LATH & PLASTERW/SCRATCH COAT, PAINTED. (Mil 
7) ASBESTOS?: NO 
• BASEBOARD: 6 IN GRAY VINYL BASE COVE W/MASTIC. (MII17) ASBESTOS?: NO 
• CEILING PANEL: 2 FT X 2FT WHITE COARSE CEILING PANEL. (M# 22) ASBESTOS?: ND 
• CEILING PANEL: 2FT X 4 FT WHITE GYPSUM CEILING PANEL (M# 24) ASBESTOS?: NO 

• SHEETROCK: 4FT X 8FT GYPSUM PANELS WffAPE &JOINT COMPOUND, TEXTURED & 
PAINTED, BUILT -OUT WALLS. (fl.# 3) ASBESTOS?: NO 
• TEXTURING: WHITE TEXTURE ON BUILT-OUT WALLS. (M# 4) ASBESTOS?: ND 
• OTHER: 4 FT X 10FT YELLOW VINYL WAINSCOT W/MASTIC. (MII23) ASBESTOS?: ND 

Nortliwcsl Envirocon, Inc. 
Environmental Consulling Services 

ON WALLS AT FLOOR. MEZZANINE LEVEL. 
ENTRY, DEMISING WALLS, & CEILING & MEZZANINE LEVEL. 

WALLS & CEILING MECHANICAL ROOM ON MEZZANINE LEVEL. 

E & W WALLS & CEILING OF N STORAGE ROOM. 

ON WALLS AT FLOOR IN OFFICE ON MAIN FLOOR. 
SUSPENDED CEILING SYSTEM. 
SUSPENDED CEILING SYSTEM ABOVE NON-RETAIL AREA OF 
MAIN FLOOR. 
WALS & CEILING OF BAR AREA. 

WALLS & CEILING OF BAR AREA. 
WALLS OF KITCHEN AREA. 

Page 2 of45 

Quantity Units Cond. 

6,950 SF G 

410 SF G 

340 SF G 

225 SF G 

282 LF G 
500 SF G 

370 SF G 

1,380 SF G 

40 LF G 
400 SF G 

3,850 SF G 

2,600 SF G 

2.600 SF G 
3,200 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



2 Retail (Building # 2) Appendix B 

~ 

Space Summary Report Condition Legend: G=Good, D=Damagcd, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: BRENTANO'S BOOKS (Sf! 115) 

Contains Asbestos: 

• SHEETROCK: 4FT X 8FT GYPSUM PANELS WIT APE & JOINT COMPOUND, SMOOTH, DEMISING 
WALLS. (M# 1) ASBESTOS?: YES 
No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON METAL LATH & PLASTER W/SCRA TCH COAT, PAINTED. (Mil 
7) ASBESTOS?: NO 
• FLOOR TILE: 121N X 121N BEIGE WIBLACK STREAKS FLOOR TILE & MASTIC. (Mit 8) 
ASBESTOS?: NO 
• BASEBOARD: 6 IN GRAY VINYL BASE COVE W/MASTIC. (M# 17) ASBESTOS?: NO 

• BASEBOARD: 41N GRAY BASE COVE W/MASTIC. (M# 18) ASBESTOS?: NO 

• CEILING PANEL: 2FT X 4 FT MEDIUM FISSURE WIPINHOLE CEILING PANEL. (M# 25) 
ASBESTOS?: NO 

SPACE: CALIFORNIA PIZZA KITCHEN (SII//7) 

Contains Asbestos: 

• SHEETROCK: 4 FT X 8FT GYPSUM PANELS WIT APE & JOINT COMPOUND, SMOOTH, DEMISING 
WALLS. (M# 1) ASBESTOS?: YES 
No Asbestos Detected: 

• BASEBOARD: 4 IN GRAY BASE COVE W/MASTIC. (M# 18) ASBESTOS?: NO 

SPACE: VACANT I (Sf! 125) 
Contains Asbestos: 

• FLOOR TILE: 12 IN X 12 IN GRAY W/WHITE & BROWN STREAKS FLOOR TILE & MASTIC. (M# 9) 
ASBESTOS?: YES 
• SHEETROCK: 4FT X 8FT GYPSUM PANELS WIT APE & JOINT COMPOUND, SMOOTH, DEMISING 
WALLS. (M# 1) ASBESTOS?: YES 
No Asbestos Detected: 

• FLOOR TILE: 1FT X3 FTTAN VINYL STAIR TREADSWIMASTIC. (M# 26) ASBESTOS?: NO 
• BASEBOARD: 4 IN BLACK BASE COVE W/MASTIC. (Mit 19) ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Material Location In Space and Notes about Material in Space 

DEMISING WALLS ON MAIN FLOOR, WALLS & CEILING OF 
MEZZANINE, EXCLUDING RESTROOM. 

WALLS & CEILING OF MEZZANINE RESTROOMS. 

FLOORS IN BACK ROOM & MEZZANINE LEVEL. 

ON WALLS AT FLOOR NEAR DUMBWAITER ON MEZZANINE 
LEVEL. 
ON WALLS AT FLOOR IN NON-RETAIL AREA OF SPACE. 
DETERIORATING FROM AGE. 
SUSPENDED CEILING SYSTEM ABOVE MAIN FLOOR. 

DEMISING WALL$ & CEILING OF MEZZANINE. 

· ON WALLS AT FLOOR. 

FLOOR OF MEZZANINE LEVEL. 

DEMISING WALLS. 

STAIRS TO MEZZANINE. 
ON WALLS AT FLOOR MEZZANINE LEVEL. 

Page 3 of45 

Quantity Units Con d. 

4,800 SF D 

206 SF D 

1,260 SF G 

8 LF G 

200 LF D 

2,900 SF G 

5,520 SF G 

550 LF G 

1,380 SF G 

4,850 SF G 

60 SF G 
242 LF G 

Desert Fashion Plaza 
NWE 1105-00I.:iSO 



2 Retail (Building# 2) Appendix B 

Space Summary Report Condition Legend:"G=Good, D=Damagcd, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: FOOTWCKER (SII/29) 

Contains Asbestos: 

• SHEETROCK: 4 FT X 8FT GYPSUM PANELS WfTAPE & JOINT COMPOUND, SMOOTH, DEMISING 
WALLS. (M# 1) ASBESTOS?: YES 
No Asbestos Detected: 

• FLOOR TILE: 121N X 121N CREAM W/BLACK STREAKS FLOOR TILE W/MASTIC. (M# 10) 
ASBESTOS?: NO 
• BASEBOARD: 4 IN BLACK BASE COVE WIMASTIC. (M# 19) ASBESTOS?: ND 

• CEILING PANEL: 2 FT X 4 FT WHITE MEDIUM & LARGE FISSURE CEILING PANELS. (M# 27) 
ASBESTOS?: NO 
• CEILING PANEL: 2 FT X 2 FT WHITE MEDIUM FISSURE W/PINHOLE CEILING PANELS. (M# 28) 
ASBESTOS?: NO 
• SHEETROCK: 4 FT X 8FT GYPSUM PANELS WfTAPE & JOINT COMPOUND W/OUT TEXTURE, 
PAINTED, BUILT-OUT WALLS. (M# 5) ASBESTOS?: NO 

SPACE: NELSON ROCKEFELLER COLL (S# 133) 
Contains Asbestos: 

• SHEETROCK: 4 FT X 8FT GYPSUM PANELS WfTAPE & JOINT COMPOUND, SMOOTH, DEMISING 
WALLS. (M# 1) ASBESTOS?: YES 
No Asbestos Detected: 

• FLOOR TILE: 121N X 121N BEIGE W/GRAY STREAKS FLOOR TILE & MASTIC. (M#.11) 
ASBESTOS?: NO 
• BASEBOARD: 4 IN BEIGE BASE COVE W!MASTIC. (M# 20) ASBESTOS?: NO 
• CEILING PANEL: 2 FT X 4 FT WHITE MEDIUM & LARGE FISSURE CEILING PANELS. (M# 27) 
ASBESTOS?: NO 
• CEILING PANEL: 2 FT X 2 FT WHITE MEDIUM FISSURE W/PINHOLE CEILING PANELS. (M# 28) 
ASBESTOS?: NO 
• SHEETROCK: 4FT X 8FT GYPSUM PANELS WIT APE & JOINT COMPOUND WIOUT TEXTURE, 
PAINTED, BUll T-OUT WALLS. (Mil 5) ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulling Services 

Material Location In Space and Notes about Material in Space 

E DEMISING WALL 

FLOOR IN STOCK ROOM. 

ON WALLS AT FLOOR IN DRESSING ROOMS & E PORTION OF 
STOCKROOM. 
SUSPENDED CEILING IN STOCK ROOM. 

SUSPENDED CEILING OF RETAIL AREA. 

BUILT-OUT WALLS THROUGHOUT SPACE. 

DEMISING WALLS. 

. FLOOR IN STOCK ROOM & RESTROOM. 

ON WALLS ATFLOOR. 
SUSPENDED CEILING W 1/2 OF SPACE. 

SUSPENDED CEILING E 1/2 OF SPACE. 

BUILT-OUT WALLS & CEILING OF RESTROOM. 

Pagc4or45 

Quantity Units Cond. 

4,960 SF G 

1,450 SF G 

130 LF G 

1.450 SF G 

725 SF G 

2,100 SF G 

3,850 SF G 

250 SF G 

278 LF G 
700 SF G 

700 SF G 

920 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



2 Retail (Building # 2) Appendix B 

Space Summary Report Condition Legend: "G=Good, D=Dam:lgcd, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: SHARPER IMAGE (SII/40) 

Contains Asbestos: 

• SHEETROCK: 4FT X 8FT GYPSUM PANELS WfTAPE & JOINT COMPOUND, SMOOTH, DEMISING 
WALLS. (MII1) ASBESTOS?: YES 
No Asbestos Detected: 

• FLOOR TILE: 121N X 121N GRAY WJWHITE STREAKS FLOOR TILE & 1>1ASTIC. (M# 12) 
ASBESTOS?: NO 
• BASEBOARD: 4 IN GRAY BASE COVE WIMASTIC. (M# 18) ASBESTOS?: ND 
• CEILING PANEL: 2 FT X 4 FT WHITE MEDIUM & LARGE FISSURE CEILING PANELS. (M~ 27) 
ASBESTOS?: NO 

• CEILING PANEL: 2FT X 2 FT WHITE MEDIUM FISSURE WIPINHOLE CEILING PANELS. (Mil 28) 
ASBESTOS?: NO 
• SHEETROCK: 4 FT X 8FT GYPSUM PANELS WfTAPE & JOINT COMPOUND W/OUT TEXTURE, 
PAINTED, BUILT-OUT WALLS. (M# 5) ASBESTOS?: ND 

SPACE: NEIL'S (SII/49) 

Contains Asbestos: 

• SHEETROCK: 4FT X 8FT GYPSUM PANELS WfTAPE & JOINT COMPOUND, SMOOTH, DEMISING 
WALLS. (M# 1) ASBESTOS?: YES 
No Asbestos Detected: 

·FLOOR TILE: 121N X 12 IN CREAM & GRAY MOTTLED FLOOR TILE & MASTIC. (M/113) 
ASBESTOS?: NO 
• BASEBOARD: 4 IN CREAM BASE COVE WIMASTIC. (M/121) ASBESTOS?: NO 
• CEILING PANEL: 2 FT X 2FT WHITE MEDIL!M FISSURE W/PINHOLE CEILING PANELS. (MII28) 
ASBESTOS?: NO 
• SHEETROCK: 4 FT X 8FT GYPSUM PANELS WffAPE & JOINT COMPOUND, TEXTURED & 
PAINTED, BUILT ..OUT WALLS. (M#3) ASBESTOS?: NO 
• TEXTURING: WHITE WALL TEXTURE (DEMISING WALLS ONLY). (M# 2) ASBESTOS?: ND 
• TEXTURING: WHITE TEXTURE ON BUILT-OUT WALLS. (M# 4) ASBESTOS?: ND 

Nonhwesl Envirocon, Inc. 
Environmcnlal Consulting Services 

Material Location in Space and Notes about Material in Space 

DEMISING WALLS. 

FLOOR OF STOCK ROOM & RESTROOM$. 

ON WALLS AT fLOOR THROUGHOUT SPACE. 
SUSPENDED CEILING IN STOCK ROOM, RESTROOMS & 
MECHANICAL ROOM. DAMAGED IN MECHANICAL ROOM DUE 
TO WATER FROM ROOF LEAK. 
SUSPENDED CEILING IN RETAIL AREA. 

BUJLT-OUTWALLS. 

DEMISING WALLS. 

FLOOR OF RESTROOM & OFFICE. 

ON WALLS AT FLOOR OF RESTROOM & OFFICE. 
SUSPENDED CEILING THROUGHOUT SPACE, EXCEPT 
RESTROOM & OFFICE. 
BUILT ..OUT WALLS & CEILING OF RESTROOM & OFFICE. 

ON DEMISING WALLS. 
BUILT-OUT WALLS & CEILING OF RESTROOM & OFFICE. 
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Quantity Units Cond. 

4,220 SF G 

1,100 SF G 

475 LF G 
1,100 SF D 

1,700 SF G 

3,000 SF G 

3,440 SF 

85 SF G 

40 LF 
6,700 SF G 

1,120 SF G 

3,450 SF G 
1,120 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



2 Retail (Building # 2) Appendix B 

Space Summary Report Condition Legend:~G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: LANE BRYANT(SII 161) 

Contains Asbestos: 

Material Location in Space and Notes about Material in Space 

• SHEETROCK: 4FT X 8FT GYPSUM PANELS WffAPE & JOINT COMPOUND, SMOOTH, DEMISING E & S DEMISING WALLS, ABOVE SUSPENDED CEILING. 
WALLS. (M# 1) ASBESTOS?: YES DAMAGED DUE TO PRIOR RENOVATION. 
No Asbestos Detected: 

• PLASTER: GRAYTROWELLED-ON METAL LATH & PLASTER WISCRATCH COAT, PAINTED. (M# 
7) ASBESTOS?: NO 
• FLOOR TILE: 121N X 121N BEIGE & WHITE MOTILED FLOOR TILE & 1-MSTIC. (M# 14) 
ASBESTOS?: ND 
• BASEBOARD: GIN GRAY VINYL BASE COVE W/1-MSTIC. (M# 17) ASBESTOS?: ND 
• CEILING PANEL: 2FT X 2FT WHITE COARSE CEILING PANEL. (M# 22) ASBESTOS?: ND 
• CEILING PANEL: 2FT X 4FT WHITE MEDIUM & LARGE FISSURE CEILING PANELS. (Mff 27) 
ASBESTOS?: NO 
·SHEETROCK: 4FT X 8FT GYPSUM PANELS WffAPE & JOINT COMPOUND W/OUT TEXTURE, 
PAINTED, BUILT-OUT WALLS. (M#S) ASBESTOS?: NO 
• OTHER: BEIGE SPRAY-APPLIED STRUCTURAL FIREPROOFING. (M# 29) ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

ABOVE SUSPENDED CEILING SYSTEM. DAMAGED FROM 
DESTRUCTIVE FORCES. 
NON-RETAIL AREA FLOORS. 

SUSPENDED CEILING SYSTEM ABOVE RETAIL AREA. 
SUSPENDED CEILING SYSTEM ABOVE RETAIL AREA. 
SUSPENDED CEILING SYSTEM IN STOCK ROOM. 

BUILT-OUTWALLS THROUGHOUT. THESE WALLS INSTALLED 
IN 1992. 
ON DECK, THROUGHOUT SPACE. 

Page 6 of 45 

Quantity Units Cond. 

6.480 SF D 

200 SF 0 

SF G 

Desert Fashion Plaza 
NWE #05-00 1350 



3 Retail (Building# 3) Appendix B 

.. 
Space Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

o Material Type: Material Description (Material t~umber) Asbestos?: YES or ND 
SPACE: SERVICE CORRJDOR 4 (S/13) 

Contains Asbestos: 

• OTHER: FILLED, WOOD FIREDOOR. (M# 33) ASBESTOS?: YES 
No Asbestos Detected: 

Material location in Space and Notes about Material in Space 

W ENTRANCE. DAMAGED FROM DESTRUCTIVE FORCE & AGE. 

• SHEETROCK: DEMISING GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 5) ASBESTOS?: S DEMISING WALL, W WALL & PATCH MIDWAY ON N DEMISING 
NO WALL. 

SPACE: RJSER 4 (S/14} 
No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON METAL LATH UNFINISHED PLASTER. (M# 7) ASBESTOS?: ND N & WALLS & CEILING. 

SPACE: VACANT 2 (S/1165) 
Contains Asbestos: 

• FLOOR TILE: 121N X 121N CREAM FLOOR TILE W/MASTIC. (M1114) ASBESTOS?: YES 
·SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND W/OUT TEXTURE. (M# 
4) ASBESTOS?: YES 

• SHEETROCK: 4 FT X 6FT GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 6) ASBESTOS?: 
YES 
No Asbestos Detected: 

LANDING OF STAIRS ON W SIDE OF SPACE. CONCEALED. 
UNTEXTURED WALLS & CEILING ONE SIDE OF SPACE, 1ST 
FLOOR & All WALLS & CEILING 2ND FLOOR. PARTIALLY 
CONCEALED. 
ABOVE REFLECTED CEILING IN N RETAIL AREA OF SPACE. 
CONCEALED. DAMAGED FROM DESTRUCTIVE FORCE. 

• PLASTER: GRAY TROWELLED·ON METAL LATH UNFINISHED PLASTER. (M# 7) ASBESTOS?: NO WALLS SURROUNDING STORE FRONT DISPLAY CASES, WALL 
SURFACES OF CHANDELIER WELL. CONCEALED. 

• FLOOR SHEET: 6FT ROLLED BLACK VINYL SHEET WIBACKING PAPER & MASTIC. (M# 12) FLOOR & N PARTITION WALL OF WET BAR. 
ASBESTOS?: NO 
• FLOOR SHEET: S FT ROLLED CREAM & BLUE RECTANGULAR PATIERN VINYL SHEET FLOOR OF AlTERATIONS AREA. DAMAGED FROM 
WIBACKING PAPER & MASTIC. (M# 13) ASBESTOS?: NO DESTRUCTIVE FORCES & AGE. 
o SHEETROCK: BUILT-OUT GYPSUM PANELS Wff APE & JOINT COMPOUND, TEXTURED. (Mil 1) ALL,TEXTURED BUILT .OUT WALLS & CEILINGS 1ST FLOOR. 
ASBESTOS?: NO 
•SHEETROCK: 4 FTX 6FT GYPSUM PANELSWffAPE &JOINT COMPOUND, PATCHING. (M#3) SHELVING WALL PATCHES IN E & WDEMISING WALLS. 
ASBESTOS?: NO 
• TEXTURING: WHITE WALL TEXTURE. (M# 2) ASBESTOS?: NO ON GYPSUM WALLS & CEILINGS 1ST FLOOR. 
• OTHER: 121N X 361N BROWN RUBBER STAIR TREADS W/ADHESIVE. (MII20) ASBESTOS?: NO STORES ON W SIDE OF SPACE .. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 
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Quantity Units Cond. 

EA 

1,470 SF 

164 SF 

9 
2,716 

696 

SF 
SF 

SF 

899 SF 

113 SF 

253 SF 

392 SF 

57 SF 

D 

G 

G 

G 
G 

D 

G 

G 

D 

G 

G 

G 

Desert Fashion Pliii'a 
NWE 1105-001350 



3 Retail (Building # 3) Appendix B 

Space Summary Report Condition Legend: 'G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: TED !.AND (SH /69) 

No Asbestos Detected: 

• FLOOR TILE: 121N X 12 IN BEIGE W/BLACK STREAKS FLOOR TlLE & MASTIC. (M# 15) 
ASBESTOS?: NO 
·FLOOR TILE: 121N X 12 IN BROWN MOTTLED FLOOR TILE WIMASTIC. (M# 16) ASBESTOS?: NO 
• BASEBOARD: 3 IN BROWN VINYL BASE COVE W/MASTIC. (M# 21) ASBESTOS?: NO 
• SPRAY-ON: WHITE SPRAY ACOUSTICAL CEILING TEXTURE. (M# 10) ASBESTOS?: NO 

• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 5) ASBESTOS?: 
NO 
• OTHER: 3 IN WHITE DUCT TAPE. (M# 27) ASBESTOS?: NO 

SPACE: SAVY SHOE (SII 173) 
Contains Asbestos: 

• SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND W/OUT TEXTURE. (M# 
4) ASBESTOS?: YES 
No Asbestos Detected: 

• CEILING PANEL: 2FT X 2 FT WHITE LARGE FISSURE WIPINHOLE CEILING PANELS. (M# 28) 
ASBESTOS?: NO 
• CEILING PANEL: 2FT X 4 FT WHITE MEDIUM FISSURE WIPINHOLE CEILING PANEL. (M# 29) 
ASBESTOS?: NO 
• CEILING PANEL: 2FT X 4FT WHITE COARSE FINISH CEILING PANELS. PAINTED RUST. (M# 30) 
ASBESTOS?: NO 
• CEILING PANEL: 2 FT X 2 FT WHITE COARSE CEILING PANELS. (M# 31) ASBESTOS?: NO 

• SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (M# 1) 
ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 5) ASBESTOS?: 
NO 
·TEXTURING: WHITE WALL TEXTURE. (M# 2) ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulling Services 

Material Location in Space and Notes about Material In Space 

ON FLOORS IN MEZZANINE RESTROOM. 

ON FLOOR IN MAIN FLOOR RESTROOM. 
ON WALLS AT FLOOR AT MAIN FLOOR. 
ON CEILINGS MEZZANINE HALL & OFFICES, CEILINGS & UPPER 
5 FT OF MAIN FLOOR, INCLUDING MEZZANINE FACE. 
WALLS. CEILINGS, MEZZANINE HALLS, OFFICES & RESTROOM. 

ON DUCT IN SNJ STOCK ROOM. 

INTERIOR WALLS. 

SUSPENDED CEILING SYSTEM IN SHOE AREA OF SPACE. 

SUSPENDED CEILING SYSTEM IN OFFICE. 

. SUSPENDED CEILING SYSTEM IN DRESSING ROOM AREA OF 
SPACE. 
SUSPENDED CEILING SYSTEM IN MAIN RETAIL AREA OF 
SPACE. 
WALLS IN OFFICE. 

DEMISING WALLS. 

ON WALLS IN OFFICE. 
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Quantity Units Cond. 

30 SF G 

25 SF G 
240 LF G 
387 SF G 

13,135 SF G 

22 LF G 

1,732 SF G 

900 SF G 

80 SF G 

200 SF G 

1,258 SF G 

686 SF G 

3,940 SF G 

636 SF G 

Desert fashion Pla7A'I 
NWE #05-001350 



3 Retail (Building # 3) Appendix B 

Space Summary Report Condition Legend: .. G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
Sl'AC£: RITI'A JEWEI.RY (Sfl/77) 

Contains Asbestos: 

• OTHER: BLACK MASTIC. (MII25) ASBESTOS?: YES 

No Asbestos Detected: 

• PLASTER: GRAY TROWELLED·ON METAL LATH PLASTER W/SCRA TCH COAT. (M119) 
ASBESTOS?: ND 
• CEILING PANEL: 2FT X 4 FT WHITE COARSE FINISH CEILING PANELS, PAINTED RUST. (M# 30) 
ASBESTOS?: NO 
• SHEETROCK: BUILT·OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (Mil- 1) 
ASBESTOS?: ND 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (MII5) ASBESTOS?; 
NO 
• TEXTURING: WHITE WALL TEXTURE. (M# 2) ASBESTOS?: ND 

SPACE: VACANT 6 (Sill i9) 
Contains Asbestos: 

• SHEETROCK: BUILT·OUT GYPSUM PANELS WIT APE & JOINT COMPOUND W/OUT TEXTURE. (M# 
4) ASBESTOS?: YES 
No Asbrstos Detected: 

• PLASTER: GRAY TROWELLED·ON METAL LATH PLASTER W/SCRATCH COAT. (MII9) 
ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS W/TAPE & JOINT COMPOUND. (M# 5) ASBESTOS?: 
ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Material Location in Space and Notes about Material in Space 

ALL WALLS, EXCLUDING N WALL & RESTROOM. DAMAGED 
FROM DESTRUCTIVE FORCE. 

RESTROOM WALLS & CEILING. 

SUSPENDED CEILING SYSTEM. 

N & S 10FT OF E WALL DAMAGED FROM DESTRUCTIVE 
FORCES. 
WWALL. 

N & S 10 FT OF E WALL. · 

INTERIOR WALLS. 

WALLS & CEILING, RESTROOM. DAMAGED FROM 
. DESTRUCTIVE FORCES. 

DEMISING WALLS. 
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Quantity Units Cond. 

280 SF 0 

226 SF G 

385 SF G 

330 SF D 

140 SF G 

330 SF 

200 SF G 

162 SF so 

910 SF G 

Desert Fashion Plaza 
NWE 1105·00!350 



3 Retail (Building # 3) Appendix B 

Space Summary Report Condition Legend: .. G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: VACANT 5 (SI/181) 

Contaim Asbestos: 

·OTHER: BLACK FLOOR TILE MASTIC. (M# 26) ASBESTOS?: YES 
No ,\sbcstos Detected: 

• PLASTER: GRAY TROWE LLED·ON METAL LATH PLASTER WISC RATCH COAT. (Mil 9) 
ASBESTOS?: ND 
• FLOOR TILE: 121N X 121N RED BRICK PATIERN FLOOR TILE W/MASTIC. (M# 17) ASBESTOS?: 
ND 
• BASEBOARD: 6 IN BROWN VINYL BASE COVE WIMASTIC. (M# 22) ASBESTOS?: ND 
• CEILING PANEL: 2FT X 4 FT WHITE MEDIUM FISSURE W/PINHOLE CEILING PANEL (Mff 29) 
ASBESTOS?: ND 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M#S) ASBESTOS?: 
ND 

S!'ACE: VACANT 4 (SII /83) 

Contains Asbestos: 

• FLOOR TILE: 9 IN X 91N BEIGE WffAN STREAKS FLOOR TILE W/MASTIC. (MI/18) ASBESTOS?: 
YES 
No Asbestos Detected: 

Material Location in Space and Notes about Material In Space 

FLOOR OF RETAIL AREA UNDER CARPET. 

WALLS & CEILING, RESTROOM. DAMAGED FROM 
DESTRUCTIVE FORCES. 
ON FLOORS IN STOCK ROOM & RESTROOM. DAMAGED FROM 
AGE. 
ON WALLS AT FLOOR, REAR STORAGE & RESTROOM. 
SUSPENDED CEILING. DAMAGED FROM WATER ROOF LEAK. 

WALLS. EXCEPT RESTROOM. 

FLOOR RESTROOM VESTIBULE. DAMAGED DUE TO AGE. 

• PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER W/SCRATCH COAT. (M# 9) WALLS & CEILING OF RESTROOM. 
ASBESTOS?: ND 
• BASEBOARD: 6 IN BLACK VINYL BASE COVE WIMASTIC. (M# 23) ASBESTOS?: ND . ON WALLS AT FLOOR, RESTROOM VESTIBULE. DELAMINATING 

FROM AGE. 
• CEILING PANEL: 2FT X 2FT WHITE LARGE FISSURE WIPINHOLE CEILif~G PANELS. (M/128) SUSPENDED CEILING. DAMAGED FROM WATER ROOF LEAK. 
ASBESTOS?: ND 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 5) ASBESTOS?: WALLS & PLENUM. 
ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 10 of 45 

Quantity Units Cond. 

400 SF G 

45 SF D 

192 SF 0 

80 LF G 
640 SF D 

1,062 SF G 

16 SF D 

45 SF G 

10 LF D 

504 SF D 

740 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



3 Retail (Building # 3) Appendix B 

Space Summary Report Condition Legend: ~G=Good, D=Damaged, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: VACANT 3 (S# 193) 

Contains Asbestos: 

• SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND W/OUTTEXTURE. (Mil 
4) ASBESTOS?: YES 
No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON METAL W/SCRATCH COAT, COARSE, EXTERIOR STUCCO. (M# 
8) ASBESTOS?: NO 
• PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER W/SCRA TCH COAT. (M# 9) 
ASBESTOS?: ND 
• FLOOR TILE: 9 IN X 9 IN BLACK & CREAM FLOOR TILES W/MASTIC. (M# 19) ASBESTOS?: NO 
• BASEBOARD: 4 IN BEIGE VINYL BASE COVE W/MASTIC. (M# :24) ASBESTOS?: NO 

• CEILING TILE: 1 FT X 1 FT WHITE MEDIUM FISSURE SPLINE CEILING TILES. (M# 32) 
ASBESTOS?: NO . 

• SPRAY-ON: WHITE SPRAY ACOUSTICAL CEILING. (Mil 11) ASBESTOS?: NO 
• SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (MII1) 
ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (Mil 5) ASBESTOS?: 
NO 
• TEXTURING: WHITE WALL TEXTURE. (Mil :2) ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulling Services 

Material Location in Space and Notes about Material in Space 

BUILT-OUT WALLS & CEILINGS. 

PARTITION WALL N/W CORNER OF SPACE & S WALL. 

WALLS & CEILING, RESTROOMS, N END OF SPACE. 

FLOOR IN FRONT LOBBY. DAMAGED FROM AGE. 
ON WALLS AT FLOOR, VARIOUS LOCATIONS. DELAMINATING 
DUE TO AGE. 
SUSPENDED CEILING VARIOUS LOCATIONS THROUGHOUT 
SPACE. DAMAGED FROM WATER ROOF LEAK. 
CEILING IN E ROOMS. 
BUILT-OUT WALLS. DAMAGED FROM DESTRUCTIVE FORCES. 

WALLS IN JANITOR CLOSET N END OF SPACE. 

ON GYPSUM WALLS. 

P~ge II of45 

Quantity Units Con d. 

SF G 

370 SF G 

75 SF G 

465 SF 0 
65 LF D 

1,750 SF D 

340 SF G 
1,088 SF D 

270 SF G 

1,086 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



4 Retail (Building # 4) Appendix B 

.. 
Space Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

o Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: RISER 5 (S/15) 

Contains Asbestos: 

Material Location In Space and Notes about Material in Space 

• SHEETROCK: DEMISING GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: S, E & N WALLS. 
YES 

SPACE: vjcANT 7 (SII20/) 

Contains Asbestos: 

• FLOOR TILE: 12 IN X 12 IN RUST MOTILED FLOOR TILE W!MASTIC. (Mil 8) ASBESTOS?: YES 
·SHEETROCK: DEMISING GYPSUM PANELS WfTAPE &JOINT COMPOUND. (M# 1) ASBESTOS?: 
YES . 

No Asbestos Detected: 

• FLOOR TILE: 12 IN X 121N BLACK FLOOR TILE WIMASTIC. (MII7) ASBESTOS?: NO 

• CEILING PANEL: 2FT X 4FT WHITE, MEDIUM FISSURE CEILING PANELS, PAINTED GRAY. (M# 9) 
ASBESTOS?: NO 
o SHEETROCK: BUILT-OUT GYPSUM PANELS WfTAPE & JOINT COMPOUND, UNFINISHED. (M#4)' 
ASBESTOS?: NO 

SPACE: BG'S ELECTRIC (SII 205) 

Contains Asbestos: 

• SHEETROCK: DEMISING GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
YES 
No Asbestos Detected: 

o BASEBOARD: 3 IN CREAM & VINYL BASE COVE WIMASTIC. (MII11) ASBESTOS?: ND 
• CEILING PANEL: 2FT X 2FT WHITE EXTRA COARSE CEILING PANELS. (M# 10) ASBESTOS?: NO 
• SHEETROCK: BUILT-OUT GYPSUM PANELS WfTAPE & JOINT ·cOMPOUND, UNFINISHED. (M# 4) 
ASBESTOS?: NO 
• SHEETROCK: BUILT-OUT GYPSUM PANELS WfTAPE & JOINT COMPOUND W/MED!UM TEXTURE. 
(M# 5) ASBESTOS?: NO 
• TEXTURING: MEDIUM WHITE WALL TEXTURE ON DEMISING WALLS. (Mfi 3) ASBESTOS?: NO 
• TEXTURING: MEDIUM WHITE WALL TEXTURE ON BUILT-OUT WALLS. (M# 6) ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

ON FLOORS IN OFFICE, UNDER MATERIAL 7. CONCEALED. 

DEMISING WALLS. 

ON FLOORS IN OFFICE, ABOVE A CONCEALED LAYER OF 
MATERIAL 8. DAMAGED FROM AGE DETERIORATION & 
DESTRUCTIVE FORCES .. 
SUSPENDED CEILING SYSTEM. 

WALLS. 

DEMISING WALLS. 

ON WALLS AT FLOOR. 
SUSPENDED CEILING SYSTEM. 
RE~TROOM CEILING. 

WALLS & CEILING. 

DEMISING WALLS, EXCLUDING N RESTROOM. 
WALLS & CEILING. 

Pngc 12 of45 

Quantity Units Cond. 

800 SF G 

112 SF D 
SF G 

112 SF D 

524 SF G 

680 SF G 

2,124 SF G 

170 LF G 
1,024 SF G 

124 SF G 

1,110 SF G 

1,200 SF G 
1,110 SF G 

Desert fashion Pla:za 
NWE 1105-001350 



4 Retail {Building # 4) Appendix B 

~ 

Space Summary Report Condition Legend: G=Good, D=Damngcd, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: VACANT 8 (SI/209) 

Contains Asbestos: 

• SHEETROCK: DEMISING GYPSUM PANELS WlfAPE & JOINT COMPOUND. (Mit 1) ASBESTOS?: 
YES 
No Asbestos Detected: 

• FLOOR SHEET: 6FT ROUED CREAM W/RUST & YELLOW SPECKS VINYL SHEETS WIBACl\ING 
PAPER & MASTIC. (Mit 12) ASBESTOS?: NO 
• CEILING PANEL: 2 FT X 4 FT WHITE GYPSUM CEILING PANELS WNINYL FACING. (M# 13) 
ASBESTOS?: ND 
• SHEETROCK: BUILT·OUT GYPSUM PANELS WtrAPE & JOINT COMPOUND WIMEDJUM TEXTURE. 
(Mit 5) ASBESTOS?: NO 
• TEXTURING: MEDIUM WHITE WALL TEXTURE ON DEMISING WALLS. (Mit 3) ASBESTOS?: NO 
·TEXTURING: MEDIUM WHITE WALL TEXTURE ON BUll T-OUT WALLS. (M# 6) ASBESTOS?: ND 

SPACE: DAN/ C (S/1211) 
Contains Asbestos: 

• SHEETROCK: DEMISING GYPSUM PANELS WtrAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
YES 
No Asbestos Detected: 

• PLASTER: GRAYTROWELLED·ON METAL LATH W/SCRATCH COAT. (M# 16) ASBESTOS?: NO 

• BASEBOARD: 3 IN BLACK VINYL BASE COVE W/fi.IASTIC. (M# 15) ASBESTOS?: ND 
• CEILING PANEL: 2FT X 4 FT WHITE MEDIUM FISSURE CEILING PANELS. (M# 14) ASBESTOS?: 
ND 
• SHEETROCK: BUlL T-OUT GYPSUM PANELS WtrAPE & JOINT COMPOUND, UNFINISHED. (M/14) 
ASBESTOS?: ND 

SPACE: £¥PRESS & STRUCTURE (S/12/9) 
Contains Asbestos: 
• SHEETROCK: DEMISING GYPSUM PANELS WlfAPE & JOINT COMPOUND. (Mit 1) ASBESTOS?: 
YES 
No Asbestos Detected: 
• SHEETROCK: BUILT-OUT GYPSUM PANELS WfTAPE & JOINT COMPOUND, UNFINISHED. (M# 4) 
ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Material Location In Space and tlotes about Material In Space 

DEMISING WALLS. 

ON FLOORS, EXCLUDING RESTROOM & ENTRY. 

SUSPENDED CEILING SYSTEM 

WALLS & RESTROOM CEILING. 

DEMISING WALLS. 
WALLS & CEILING. 

DEMISING WALLS. PARTIALLY CONCEALED BEHIND WOOD 
SLATS. 

COLUMNS BETWEEN DISPLAY WINDOWS N & NIE WALLS OF 
SPACE .. 

· ON WALLS AT FLOOR DRESSING ROOM AREA. 
SUSPENDED CEILING SYSTEM. WATER DAMAGE FROM ROOF 
LEAK 
WALLS & CEILING. 

DEMISING WALLS. 

WALLS, CEILING IN AREA W/OUT SUSPENDED CEILING 
SYSTEI~S: 

Page 13 of45 

Quantity Units Con d. 

10,640 SF G 

532 SF G 

532 SF G 

546 SF G 

6,384 SF G 
546 SF G 

SF G 

320 SF G 

86 LF G 
476 SF D 

542 SF G 

9,000 SF G 

14,244 SF G 

Desert Fashion Plaza 

NWE 1105-001350 



4 Retail (Building # 4) Appendix B 

Space Summary Report Condition Legend:'G=Good, D=Damagad, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: I'ACANT9 (S# 227) 

Contains Asbestos: 

• SHEETROCK: DEMISING GYPSUM PANELS WfrAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
YES 
No Asbestos Detected: 

• FLOOR SHEET: 6FT ROLLED BROWN GEOMETRICAL VINYL SHEETS WIMASTIC. (M# 17} 
ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Material Location in Space and Notes about Material in Space 

DEMISING WALLS. 

FLOOR OF MEZZANINE LEVEL, N ROOM. DAMAGED FROM 
DESTRUCTIVE FORCES. 

Page l4of45 

Quantity Units Cond. 

3,560 SF G 

200 SF 0 

Desert Fashion Plaza 
NWE 1105-001350 



5 Retail (Building # 5) Appendix B 

Space Summary Report Condition Legend:"G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: SERVICE CORRIDOR 2 (.'i/12) 

Contains Asbestos: 

Material Location in Space and Notes about Material in Space 

• FLOOR TILE: 12 IN X 12 IN BEIGE & BROWN MOITLED FLOOR TILE WIMASTIC. (M# 44) FLOOR OF S LEG OF CORRIDOR. 
ASBESTOS?: YES 
• SHEETROCK: BUILT-OUT GYPSUM PANELS WffAPE & JOINT COMPOUND. (MII6) ASBESTOS?: WALLS & CEILING OF W LEG OF CORRIDOR. NEW 
YES CONSTRUCTION. 
No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH 
COAT. (MII10) ASBESTOS?: ND . 
o FLOOR TILE: 121N X 121N OFF-WHITE MOITLED FLOOR TILE W/MASTIC. (Mil 45) ASBESTOS?: 
NO 
• BASEBOARD: 4 IN GRAY VINYL BASE COVE WIMASTIC. (M# 25) ASBESTOS?: ND 
• BASEBOARD: 4 IN BEIGE VINYL BASE COVE WIMASTIC. (M# 27) ASBESTOS?: ND 
o BASEBOARD: 4 IN TAN VINYL BASE COVE WIMASTIC. (M# 29) ASBESTOS?: ND 
o SHEETROCK: DEMISING GYPSUM PANELS WffAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 

SPACE: SERVICE CORRIDOR 3 (SII 3) 
Contains Asbestos: 

EXTERIOR STUCCO, FORMER EXTERIOR OF BUILDING N/W 
CORNER, S WALL OF CORRIDOR. 
FLOOR OF S LEG OF CORRIDOR. 

ON WALLS AT FLOOR, S LEG OF CORRIDOR. 
ON WALLS AT FLOOR. 
ON WALLS AT FLOOR. 
WALLS & CEILINGS, EXCLUDING CEILINGS OF S & W LEGS OF 
CORRIDOR. 

o SHEETROCK: BUILT-OUT GYPSUM PANELS Wff APE & JOINT COMPOUND. (M# 6) ASBESTOS?: CEILING & E 6 FT OF S WALL. 
YES 
o TEXTURING: WHITE MEDIUM WALL TEXTURE. (MII4) ASBESTOS?: YES . CEILING & E 6FT OF S WALL. 
No Asbestos Delected: 

• SHEETROCK: DEMISING GYPSUM PANELS Wff APE & JOINT COMPOUND. (MII1) ASBESTOS?: S 8FT OF E & W WALLS. 
NO 

SPACE: ELECTRICAL ROOM 4 (SII 4) 
No Asbestos Detected: 

• SHEETROCK: DEMISING GYPSUM PANELSWffAPE &JOINT COMPOUND. (M# 1) ASBESTOS?: WALLS. 
NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 15 of45 

Quantity Units Cond. 

1,248 SF G 

1.410 SF G 

1,350 SF G 

162 SF G 

208 LF G 
275 LF G 
130 LF G 

7,558 SF G 

200 SF G 

200 SF G 

160 SF G 

1.120 SF G 

Desert Fashion Plaza 
NWE #05-001350 



5 Retail (Building # 5) Appendix B 

Space Summary Report Condition legend:"G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: ELECTRICAl. ROOM 4A (S# 5) 

Contains Asbestos: 

Material Location in Space and Notes about Material In Space 

• SHEETROCK: BUILT·OUT GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 6) ASBESTOS?: N & S WALLS. 
YES 
• TEXTURING: WHITE MEDIUM WALL TEXTURE. (M# 4) ASBESTOS?: YES N & S WALLS. 
No Asbestos Detected: 

• BASEBOARD: 4 IN DARK BROWN VINYL BASE COVE WIMASTIC. (M# 28) ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
ND 

SPACE: PUBLIC FACIUT/ES (SI/6) 

No Asbestos Detected: 

EWALL. 
E&WWALLS. 

• SHEETROCK: DEMISING GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: WALLS & CEILING. 
NO 

SI'AC£: RISER 8 (S/1 8) 

Contains Asbestos: 

• SHEETROCK: BUILT-OUT GYPSUM PANELS WfTAPE & JOINT COMPOUND. {M# 6) ASBESTOS?: E WALL. 
YES 
No Asbestos Detected: 

• SHEETROCK: DEMISING GYPSUM PANELS Wff APE & JOINT COMPOUND. (M# 1) ASBESTOS?: S, E & W 8 FT OF N WALL. 
ND 

SPACE: ELEVATOR (S# 9) 

No Asbestos Detected: 

• FLOOR TILE: 121N X 12 IN OFF-WHITE MOTILED FLOOR TILE W/MASTIC. (Mit 45) ASBESTOS?: FLOOR. 
ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 16 of45 

Quantity Units Cond. 

240 SF G 

240 SF G 

4 LF 
560 SF G 

1.400 SF G 

160 SF G 

480 SF G 

35 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



5 Retail (Building # 5) Appendix B 

Space Summary Report Condition LegendtG=Goad, D=Damaged, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: 2ND FLOOR A (SII/0) 

Contains Asbestos: 

Material Location in Space and Notes about Material in Space 

• FLOOR TILE: 9 IN X 9 IN TAN WIBROWN FLECKS FLOOR TILE WIMASTIC. (M# 46) ASBESTOS?: JANITOR CLOSET. DAMAGED FROM AGE. 
YES 
• OTHER: BLACK FLOOR TILE MASTIC. (M# 49) ASBESTOS?: YES 
No Asbestos Detected: 

• FLOOR TILE: 9 IN X 9 IN BEIGE W/CREAM, BLACK & RUST STREAKS FLOOR TILE & MASTIC. (M# 
47) ASBESTOS?: NO 
• BASEBOARD: 4 IN CREAM VINYL BASE COVE W/MASTIC. (M# 23) ASBESTOS?: NO 

• BASEBOARD: 4 IN DARK BROWN VINYL BASE COVE WIMASTIC. (M# 28) ASBESTOS?: NO 

• BASEBOARD: 2 IN CREAM VINYL BASE COVE W/MASTIC. (Mn 30) ASBESTOS?: ND 
• CEILING PANEL: 2FT X 2FT WHITE WIFISSURES & MEDIUM. PERFORATIONS CEILING PANELS. 
(MII21) ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 
• OTHER: 12 IN X 36 IN BEIGE W/CREAM, BlACK & RUST STAIR TREAD & MASTIC. (MII48) 
ASBESTOS?: NO 
• OTHER: WHITE LEVELING COMPOUND. (M# 50) ASBESTOS?: NO 

Sf' ACE: 2ND FLOOR B (SII I/) 

Contains Asbestos: 

• FLOOR TILE: 9 IN X 9 IN CREAM WIBEIGE STREAKS & MASTIC. (M# 37) ASBESTOS?: YES 

No Asbestos Detected: 

FLOORS. CONCEALED BY CARPET. 

FLOOR, MEZZANINE LEVEL LANDING. DAMAGED FROM AGE & 
DESTRUCTIVE FORCES. 
ON WALLS AT FLOOR RECEPTIONIST AREA, BREAK ROOM. 
SOME OFFICES, STORAGE CLOSET. JANITOR CLOSET. 
ON WALLS AT FLOOR RECEPTIONIST AREA. BREAK ROOM. 
SOME OFFICES, STORAGE CLOSET, JANITOR CLOSET. 
LOBBY WALLS & WALLS INSIDE SOME OFFICES AT FLOOR. 
CEILINGS OF LOBBY, OFFICES & CORRIDOR. 

ALL WALLS & STAIRWELL, RESTROOM, STORAGE CLOSET & 
JANITOR CLOSET CEILINGS. 
STAIRS. 

LOBBY FLOOR. CONCEALED BY CARPET & MARBLE FLOOR 
TILE. 

FLOORS & STAIRWELL 1ST & 2ND FLOOR LANDING. DAMAGED 
FROM AGE. 

• FLOOR TILE: 9 IN X 91N BEIGE W/CREAM, BLACK & RUST STREAKS FLOOR TILE & MASTIC. (Mil FLOOR, MEZZANINE LEVEL LANDING. 
47) ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M/11) ASBESTOS?: ALL WALLS, CORRIDOR & STAIRWELL CEILINGS. 
NO 
•OTHER: 12 IN X36 IN BEIGEW/CREAM, BLACK &RUST STAIR TREAD &MASTIC. (Mff 48) STAIRS. DAMAGED FROM AGE & DESTRUCTIVE FORCES. 
ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 17 of45 

Quantity Units Cond. 

48 SF 

3,750 SF 

36 SF 

805 LF 

805 LF 

130 LF 
2,000 SF 

11,985 SF 

100 SF 

200 SF 

720 SF 

36 SF 

4.420 SF 

100 SF 

D 

D 

G 

G 

G 
G 

G 

G 

0 

G 

G 

D 

Desert Fashion Plaza 
NWE 1105-001350 



5 Retail (Building # 5) Appendix B 

Space Summary Report Condition Legend! G=Good, D=Damaged, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: 2ND FLOOR C (Sf/12) 

Contains Asbestos: 

Material Location in Space and Notes about Material in Space 

• FLOOR TILE: 91N X 91N CREAM W/BEIGE STREAKS & MASTIC. (M/137) ASBESTOS?: YES ~0 SF OF ENTRANCE FLOOR & ELEVATOR CONTROL ROOM 
FLOOR. DAMAGED FROM DESTRUCTIVE FORCES. 

• SHEETROCK: BUILT -OUT GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 6) ASBESTOS?: BUILT-OUT WALLS AROUND SHAFTS & W 10FT OF S WALL. 
YES 
No Asbestos Detected: 

• SHEETROCK: DEMISING GYPSUM PANELS W/TAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: ORIGINAL PERIMETER WALLS. PORTIONS CONCEALED BY 
NO NEW GYPSUM. DAMAGED FROM DESTRUCTIVE FORCES. 

SPACE: GENEVIEVE (S/1251) 

Contains Asbestos: 
• TEXTURING: WHITE MEDIUM WALL TEXTURE. (M# 4) ASBESTOS?: YES 
No Ashcstos Detected: 
• BASEBOARD: 3 IN CREAM VINYL BASE COVE W/MASTIC. (M/122) ASBESTOS?: NO 
• CEILING PANEL: 2FT X 4 FT WHITE MEDIUM FISSURE & PINHOLE CEILING PANELS, PAINTED 
MUSTARD. (M# 11) ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 
• SHEETROCK: BUlL T-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (MII3) 
ASBESTOS?: NO 

SPACE: VACANT 14 (S/1255) 
Contains Asbestos: 

• FLOOR SHEET: 6FT ROLLED TAN SQUARE PATIERN VINYL SHEET W/BACKING PAPER & 
MASTIC. (M/131) ASBESTOS?: YES 
No Asbestos Detected: 

• CEILING PANEL: 2FT X 4 FT WHITE COARSE CEILING PANEL. (Mil 12) ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 
• SHEETROCK: BUlL T-OUT GYPSUM PANELS Wff APE & JOINT COMPOUND, TEXTURED. (MII3) 
ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

DEMISING WALLS, BACK ROOM, BUILT-OUT WALLS. 

ON WALLS AT FLOOR, STORAGE AREA S OF RESTROOM. 
SUSPENDED CEILING SYSTEM THROUGHOUT SPACE, EXCEPT 
RESTROOM. WATER DAMAGE FROM ROOF LEAKS. 
DEMISING WALLS. 

BUll T-OUT WALLS & RESTROOM CEILING. 

FLOOR, E PORTION OF STOCK ROOM. 

SUSPENDED CEILING SYSTEM IN RESTROOM. 
DEMISING WALLS. 

BUILT-OUTWALLS, CEILING N PORTION OF RETAIL AREA & 
STOCKROOM. 

Page 18 of45 

Quantity Units Cond. 

325 SF 

696 SF 

2,400 SF 

1,400 SF 

22 LF 
1,168 SF 

2,800 SF 

1,095 SF 

20 SF 

20 SF 
1,680 SF 

650 SF 

D 

G 

D 

G 

G 
D 

G 

G 

G 

G 
G 

G 

Desert Fashion Plaza 
NWE 1105·001350 



5 Retail (Building # 5) Appendix B 

Space Summary Report Condition legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: !IOTCIIA CliA (SI/261) 

Contains Asbestos: 

• SHEETROCK: BUILT ..OUT GYPSUM PANELS WffAPE & JOINT COMPOUND. (M# G) ASBESTOS?: 
YES 
No Asbestos Detected: 

• FLOOR TILE: 121N X 12 IN LIGHT GRAY WM'HITE STREAKS FLOOR TILE W/MASTIC. (Mfl32) 
ASBESTOS?: ND 
• BASEBOARD: 4 IN CREAM VINYL BASE COVE WIMASTIC. (M# 23) ASBESTOS?: ND 
• CEILING PANEL: 2FT X4 FT WHITE MEDIUM FISSURE, IN 1FT X 1FT PATTERN CEILING PANEL. 
(M# 13) ASBESTOS?: NO 
• CEILING PANEL: 2FT X 2FT WHITE COARSE CEILING PANEL (M# 15) ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WfT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 

SPACE: 1'.-ICANT 13 (S/1263} 

Contains Asbestos: 

• TEXTURING: WHITE MEDIUM WALL TEXTURE. (M# 4) ASBESTOS?: YES 
No Asbestos Detected: 

• FLOOR TILE: 121N X 121N BEIGE MARBLE & WOOD PATTERN FLOOR TILE W/tJt,STIC. (M# 33) 
ASBESTOS?: NO 
• FLOOR TILE: 121N X 121N TAN SQUARE PATTERN FLOOR TILE W!MASTIC. (MII34) ASBESTOS?: 
ND 
• SPRAY ..ON: WHITE SPRAY ..ON ACOUSTICAL CEILING. (M# 20) ASBESTOS?: ND 

• SHEETROCK: DEMISING GYPSUM PANELS WffAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 
• SHEETROCK: BUlL T-OUT GYPSUM PANELS WfT APE & JOINT COMPOUND, TEXTURED. (M# 3) 
ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consul!ing Services 

Material Location in Space and Notes about Material in Space 

BUlL T-OUT WALLS. 

FLOOR IN RESTROOM. 

ON WALLS AT FLOOR IN RESTROOM. 
SUSPENDED CEILING SYSTEM IN RESTROOM. 

SUSPENDED CEILING SYSTEM RETAIL AREA, OFFICE. 
DEMISING WALLS. 

DEMISING & BUILT-OUT WALLS. 

FLOOR IN STOCK. ROOM AT MEZZANINE LEVEL. 

FLOOR IN RESTROOM. 

CEILING MAIN RETAIL AREA, WALLS & CEILING MECHANICAL 
CLOSET ON MEZZANINE LOWER LEVEL UNDER MEZZANINE. 
WATER DAMAGE FROM ROOF LEAK. 
DEMISING WALLS. 

BUILT-OUT WALLS, CEILINGS, RESTROOMS, DRESSING ROOM, 
LOWER LEVEL STOCK ROOMS. 

Page 19 of45 

Quantity Units Cor~d. 

SF G 

42 SF G 

26 LF G 
42 SF G 

1,009 SF G 
2,280 SF G 

8,000 SF G 

70 SF G 

40 SF G 

1,864 SF D 

6.440 SF G 

2,334 SF G 

Desert Fashion Plaza 
NWE #05·001350 



5 Retail (Building # 5) Appendix B 

Space Summary Report Condition Legend: 'G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

o Material Type: Material Description (Material Number} Asbestos?: YES or NO 
SPACE: VACANT 12 (SI/ 267) 

Contains Asbestos: 

o FLOOR TILE: 12 IN X 12 IN BROWN WfBROWN & WHITE STREAKS FLOOR TILE & MASTIC. (M# 
35) ASBESTOS?: YES 
o SHEETROCK: BUll T-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 6} ASBESTOS?: 
YES 
No Asbestos Detected: 

o BASEBOARD: 4 IN BLACK VINYL BASE COVE W/1viASTIC. (M# 24) ASBESTOS?: NO 

o BASEBOARD: 41N GRAY VINYL BASE COVE WIMASTIC. (M# 25) ASBESTOS?: NO 
o CEILING PANEL: 2FT X 4 FT WHITE MEDIUM FISSURE CEILING PANEL. (M# 14) ASBESTOS?: NO 
o SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 

SPACE: VACANT II (S# 271) 
Contains Asbestos: 

·FLOOR TILE: 12 IN X 121N GREEN MOTTLED FLOOR TILE W/MASTIC. (M# 36) ASBESTOS?: YES 
• TEXTURING: WHITE MEDIUM WALL TEXTURE. (M/14) ASBESTOS?: YES 
No Asbestos Dctcclcd: 

• BASEBOARD: 41N GRAY VINYL BASE COVE W/MASTIC. (M# 25) ASBESTOS?: NO 
• BASEBOARD: 4 IN BLUE VINYL BASE COVE WIMAST!C. (M# 26) ASBESTOS?: NO 
• CEILING PANEL: 2FT X 4FT WHITE MEDIUM FISSURE CEILING PANEL. (M# 14) ASBESTOS?: NO 

• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. {M# 1) ASBESTOS?: 
~ . 

• SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (M# 3) 
ASBESTOS?: NO 

SPACE: MAINTENANCE I (S/1275) 

Contains Asbestos: 

• FLOOR TILE: 91N X 9 IN CREAM W/BEIGE STREAKS & MASTIC. (M# 37) ASBESTOS?: YES 

No Asbestos Detected: 

·SHEETROCK: DEMISING GYPSUM PANELS WIT APE &JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Material Location in Space and Notes about Material in Space 

FLOOR THROUGHOUT SPACE. 

CEILING IN RESTROOMS. 

ON WALLS AT FLOOR BACK ENTRY TO RETAIL SPACE. 
ON WALLS AT FLOOR BACK ENTRY TO RETAIL SPACE. 
SUSPENDED CEILING SYSTEM RETAIL AREA OF SPACE. 
DEMISING WALLS. 

FLOOR IN NON-RETAIL AREA OF SPACE. 
DEMISING & BUll T-OUT WALLS. 

ON WALLS AT FLOOR IN NON·RETAIL AREA OF SPACE. 
ON WALLS AT FLOOR IN RETAIL AREA OF SPACE. 
SUSPENDED CEILING SYSTEM RETAIL AREA OF SPACE. 

·WATER DAMAGE FROM ROOF LEAKS. 
DEMISING WALLS. 

BUILT -OUT WALS & CEILING OF RESTROOM. 

FLOOR SIE CORNER (FRAGMENTED W/MASTIC RESIDUE). 
DAMAGED FROM DESTRUCTIVE FORCES. 

N DEMISING WALL. 
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Quantity Units Cond. 

3,180 SF G 

SF G 

4 LF G 
17 LF G 

3,375 SF G 
4,820 SF G 

364 SF G 
6,600 SF G 

135 LF G 
215 LF G 

2,381 SF D 

5,040 SF G 

1,690 SF G 

50 SF so 

240 SF G 

Desert Fashion Plaza 
NWE 1105-00!350 



5 Retail (Building # 5) Appendix B 

Space Summary Report Condition Legendl" G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: VACANT 10 (S/1279) 

Cont~ins Asbestos: 

·SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 6) ASBESTOS?: 
YES 
No Asbestos Detected: 

• FLOOR TILE: 121N X 121N WHITE WIDARK GRAY STREAKS FLOOR TILE W/MASTIC. (M# 38) 
ASBESTOS?: NO 
• BASEBOARD: 4 IN BLACK VINYL BASE COVE WIMASTIC. (M# 24) ASBESTOS?: NO 
• CEILING PANEL: 2FT X 2FT WHITE COARSE CEILING PANEL. (M# 15) ASBESTOS?: ND 
• CEILING PANEL: 2FT X 4FT WHITE MEDIUM FISSURE W/PINHOLE CEILING PANEL. (M# 16) 
ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (Mil 1) ASBESTOS?: 
ND 

SPACE: MAINTENANCE 2 (S/1280) 

No Asbestos Detected: 

• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 

Sf' ACE: SAVY STORAGE (Sfl281) 

Contains Asbestos: 

Material Location in Space and Notes about Material in Space 

BUILT-OUTWALLS & RESTROOM CEILING & EXIT LOBBY. 

FLOOR IN STOCK ROOM & RESTROOM. 

ON WALLS AT FLOOR. 
SUSPENDED CEILING SYSTEM RETAIL AREA, OFFICE. 
SUSPENDED CEILING SYSTEM NON-RETAIL AREA OF SPACE, 
EXCLUDING RESTROOM. 
DEMISING WALLS. 

N. E. S WALLS. 

• FLOOR SHEET: 6FT ROLLED TAN SQUARE PATTERN VINYL SHEETWIBACKING PAPER & FLOOR IN STOCK ROOM. 
MASTIC. (Mil 31) ASBESTOS?: YES 
• SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND. (MII6) ASBESTOS?: BUILT-OUTWALLS, CEILINGS IN RESTROOMS & DRESSING 
YES . ROOMS. 
No Asb~stos Detected: 

• CEILING PANEL: 2FT X 4 FT WHITE MEDIUM FISSURE CEILING PANEL. (M# 14) ASBESTOS?: ND SU?PENDED CEILING SYSTEM. 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (Mil 1) ASBESTOS?: DEMISING WALLS. 
NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Pagc21of45 

Quantity Units 

SF 

264 SF 

322 LF 
2,223 SF 

156 SF 

5,240 SF 

1,170 SF 

SF 

Cond. 

G 

G 

G 
G 
G 

G 

G 

G 

G 

G 
G 

Desert Fashion Plaza 
NWE 1105-001350 



5 Retail (Building # 5) Appendix B 

Space Summary Report Condition Legend:~G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number} Asbestos?: YES or NO 
SPACE: SHARPER IMAGE STORAGE (S/1 283) 

Contains Asbestos: 

·TEXTURING: WHITE MEDIUM WALL TEXTURE. (M#- 4) ASBESTOS?: YES 
No Asbestos Dete~tecl: 

• BASEBOARD: 4 IN BLACK VINYL BASE COVE WIMASTIC. (M# 24) ASBESTOS?: NO 
• BASEBOARD: 4 IN BEIGE VINYL BASE COVE WIMASTIC. (M# 27) ASBESTOS?: NO 
·CEILING PANEL: 2FT X 4 FT WHITE MEDIUM FISSURE CEILING PANEL (M# 14) ASBESTOS?: NO 
• CEILING PANEL: 2FT X 2FT WHITE MEDIUM FISSURE CEILING PANEL. (M# 17) ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 
• SHEETROCK: BUILT·OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (M# 3) 
ASBESTOS?: NO 

SPACE: AUEl''S (S/1 287) 
Contains Asbestos: 

Material Location in Space and Notes about Material In Space 

DEMISING & BUILT·OUTWALLS. 

ONWALLSATFLOOR IN RETAIL AREA OF SPACE. 
ON WALLS AT FLOOR ENTRY TO DRESSING ROOM. 
N AREA OF SPACE. 
S AREA OF SPACE. 
DEMISING WALLS. 

BUILT·OUT WALLS. 

• FLOOR TILE: 9 IN X 9 IN BLACK WM'HITE STREAKS FLOOR TILE & MASTIC. (M# 39) ASBESTOS?: FLOOR THROUGHOUT MEZZANINE, EXCLUDING RESTROOM. 
YES DAMAGED FROM AGE & DESTRUCTIVE FORCES. 
• FLOOR TILE: 121N X 121N RUST WIBLACK FISSURES FLOOR TILE & MASTIC. (M# 40) 
ASBESTOS?: YES 
No Asbestos Detected: 

FLOOR, MEZZANINE LEVEL LUNCH ROOM. 

·PLASTER: GRAY TROWELLED·ON METAL LATH PLASTER, UNFINISHED. (Mf/7) ASBESTOS?: ND MECHANICAL ROOM WALLS. 
• PLASTER: GRAY TROWELLED·ON METAL LATH PLASTER W/SCRATCH COAT. (M# 8) · WALLS N & W OF N ROOM MEZZANINE LEVEL. 
ASBESTOS?: NO 
• FLOOR TILE: 121N X 12 IN BEIGE MARBLE FLOOR TILE WIMASTIC. (M# 41) ASBESTOS?: NO 
• BASEBOARD: 4 IN BLACK VINYL BASE COVE W/MASTIC. (M" 24) ASBESTOS?: ND 

• BASEBOARD: 4 IN DARK BROWN VINYL BASE COVE WJMASTIC. (M# 28) ASBESTOS?: ND 
• BASEBOARD: 6 IN BLACK VINYL BASE COVE WIMASTIC. (MII43) ASBESTOS?: NO 
• CEILING TILE: 1 FT X 1 FT WHITE EXTRA COARSE SPLINE CEILING TILE. (M~ 19) ASBESTOS?: 
NO 
·CEILING PANEL: 2FT X 2FT WHITE MEDIUM FISSURE & PINHOLE CEILING PANELS. (M# 18) 
ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 
• OTHER: 121N X 361N BLACK STAIR TREAD W/MASTIC. (M# 42) ASBESTOS?: ND 
·OTHER: 31N WHITE DUCT TAPE. (Mil 51) ASBESTOS?: NO 

Nonhwest Envirocon, Inc. 
Environmental Consulting Services 

FLOOR NM' CORNER OF RETAIL AREA OF SPACE. 
ON WALLS AT FLOOR AT MEZZANINE LEVEL DElAMINATION 
DUE TO AGE. 
ON WALLS AT FLOOR, PERIMETER. 
VERTICAL SURFACE OF STAIRS. 
SUSPENDED CEILING SYSTEM LUNCH ROOM & MANAGERS 
OFFICE MEZZANINE LEVEL. 
SUSPENDED CEILING SYSTEM RETAIL AREA. 

WALLS tylEZZANINE CEILINGS, EXCLUDING LUNCH ROOM & 
MANAGERS OFFICE. 
ON STAIRS, BOTH STAIRWELLS. 
ON AIR HANDLING DUCTS. 
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Quantity Units Con d. 

SF G 

110 SF G 
5 LF G 

325 SF G 
750 SF G 

2,220 SF G 

990 SF G 

893 SF D 

81 SF G 

1,080 SF G 
540 SF G 

400 SF G 
332 LF D 

246 LF G 
138 LF G 
135 SF G 

780 SF G 

10,778 SF G 

156 SF G 
124 LF G 

Desert FIIShion Plaza 
NWE #05·001350 



5 Retail (Building# 5) Appendix B 

Space Summary Report Condition Lcgend:~G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: TRIWSSA RESTAURANT (SIJ 291} 

No Asbestos Detected: 

Material Location hi Space and Notes about Material In Space 

• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (MII1) ASBESTOS?: DEMISING WALLS. 
NO 

Northwest Envirocon, Inc. 
Environrncnwt Consulting Services 

Page 23 ol45 

Quantity Units Cond. 

G 

Desert Fnshion Plaza 
NWE 1105-001350 



6 Former I~Magnum (Building # 6} Appendix B 

Space Summary Report Condition Legend! G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: c,fFE MARVELOUS (S/1231) 

Contains Asbestos: 

• SHEETROCK: BUlL T-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (M# 5) 
ASBESTOS?: YES 
• TEXTURING: WHITE WALL TEXTURE. (M" 6) ASBESTOS?: YES 
No Asbestos Dctcc!cd: 

• SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, UNFINISHED. (M# 4) 
ASBESTOS?: NO 

SPACE: FORMER I-MAGNUM (S/1239) 
No Asbestos Detected: 

• BASEBOARD: 4 IN LIGHT BROWN VINYL BASE COVE WIMASTIC. (M# 2) ASBESTOS?: NO 
• CEILING TILE: 1 FT X 1 FT WHITE COARSE SPLINE CEILING TILE. (Mfl. 3) ASBESTOS?: NO 
• SHEETROCK: BUILT-OUT GYPSUM PANELS Wrr APE & JOINT COMPOUND, UNFINISHED. (Mfl4) 
ASBESTOS?: NO 

SP,ICE: B.B.l. (L.R. T.W.) (S/1241) 

Contains Asbestos: 

• SHEETROCK: BUll T-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (M# 5) 
ASBESTOS?: YES 
• TEXTURING: WHITE WALL TEXTURE. (MII6) ASBESTOS?: YES 
No Asbrstos Deleclcd: 

Material Location in Space and Notes about Material in Space 

CEILINGS. 

CEILING. 

BUlL T-OUT & DEMISING WALLS. 

ON WALLS AT FLOOR. 
SUSPENDED CEILING SYSTEM. 
WALLS THROUGHOUT. · 

WALLS & CEILING OF RESTROOM. 

WALLS & CEiliNG OF RESTROOM. 

• SHEETROCK: DEMISING GYPSUM PANELS WTfAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: DEMISING WALLS. 
NO 
• SHEETROCK: BUll T-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, UNFINISHED. (MII4) BUILT-OUT WALLS. 
ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 
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Quantity Units Cond. 

1,423 SF G 

1,423 SF G 

3,450 SF G 

1.566 LF G 
40,173 SF G 
55,651 SF G 

185 SF G 

185 SF 

2,280 SF G 

1,056 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



6 Former 1-Magnum (Building # 6) Appendix B 

Space Summary Report Condition Legend:" G=Good, D=Damaged, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: RET An SPACE 243 (S/1243) 

Contnins Asbestos: 

• SHEETROCK: BUll T-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (M# 5) 
ASBESTOS?: YES 
• TEXTURING: WHITE WAll TEXTURE. (M# 6) ASBESTOS?: YES 
No Asbestos Detected: 

• FLOOR TILE: 12 IN X 12 IN BEIGE FLOOR TILE W/MASTIC. (M.~ 7) ASBESTOS?: NO 
• BASEBOARD; 4 IN CREAM VINYL BASE COVE W/MASTIC. (MII9) ASBESTOS?: NO 
• CEILING PANEL: 2FT X 2FT WHITE COARSE SQUARE PATIERN CEILING PANELS. (Mil 8) 
ASBESTOS?: NO 
• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 
• SHEETROCK: BUll T-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, UNFINISHED. (MII4) 
ASBESTOS?: NO 
• OTHER: BEIGE SPRAY-ON STRUCTURAL FIREPROOFING. (M# 10) ASBESTOS?: NO 

SPACE: ELECTRICAL CLOSET(S/1244) 
No Asbestos Detected: 

·SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 

SPACE: I' A CANT 15 (SII247) 
No Asbestos Detected: 

• SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: 
NO 
• SHEETROCK: BUILT -OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, UNFINISHED. (MI# 4) 
ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental ConsuHing Services 

Material location in Space and Notes about Material in Space 

WAllS IN RESTROOM. DAMAGED FROM DESTRUCTIVE 
FORCES. 
WALLS IN RESTROOM. 

FLOOR IN RESTROOM. 
ON WALLS AT FLOOR IN RESTROOM. 
SUSPENDED CEILING SYSTEM RETAIL AREA OF SPACE & 
RESTROOM. WATER DAMAGE FROM LEAKING ROOF. 
DEMISING WALLS, EXCLUDING N WALL. 

BUILT-OUTWALLS. 

ON STRUCTURAL BEAMS OF E END SHOPS. 

N&EWALLS. 

S DEMISING WALL DAMAGED FROM DESTRUCTIVE FORCES. 

SNI CORNER WAllS. 
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Quantity Units Con d. 

225 SF 0 

225 SF 

25 SF G 
20 LF G 

297 SF D 

1,040 SF G 

300 SF G 

408 SF G 

720 SF G 

620 SF D 

240 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



7 Interior Corridors (Building # 7) Appendix B 

~ 

Space Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Nllmber) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: INTERIOR CORRIDOR I (Sill) 

No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON BRICK PLASTER W/SCRATCH COAT. (M# 2) ASBESTOS?: ND 
• BASEBOARD: 4 IN GRAY VINYL BASE COVE WIMASTIC. (M# 3) ASBESTOS?: NO 
• SHEETROCK: GYPSUM PANELS WIT APE & JOINT COMPOUND, UNTEXTURED. (MI.! 1) 
ASBESTOS?: NO 
• SHEETROCK: GYPSUM PANELS WIT APE & JOINT COMPOUND W/COARSE TEXTURE. (M# 4) 
ASBESTOS?: NO 
• TEXTURING: COARSE WALL TEXTURE (M# 5) ASBESTOS?: NO 

SI'AC£: INTERIOR CORRIDOR 2 (Sf/ 2) 
No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON BRICK PLASTER W/SCRATCH COAT. (M# 2) ASBESTOS?: NO 
• PLASTER: GRAY TROWELLED-ON BRICK PLASTER WIADOBE FINISH. (M~ 6) ASBESTOS?: NO 
• BASEBOARD: 4 IN GRAY VINYL BASE COVE W/MASTIC. (M# 3) ASBESTOS?: NO 
• SHEETROCK: GYPSUM PANELS WIT APE & JOINT COMPOUND, UNTEXTURED. (M# 1) 
ASBESTOS?: NO 

S!'AC£: INTERIOR CORRIDOR 3 (SI/3) 
No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON BRICK PLASTER W/SCRATCH COAT. (MII2) ASBESTOS?: ND 
·SHEETROCK: GYPSUM PANELS W/TAPE & JOINT COMPOUND, UNTEXTURED. (MI# 1) 
ASBESTOS?: NO 

Sf' ACE: INTERIOR CORRIDOR 4 (S/14) 
No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON BRICK PLASTERWISCRATCH COAT. (M# 2) ASBESTOS?: ND 
• PLASTER: GRAY TROWELLED-ON BRICK PLASTER W/ADOBE FINISH. (MI# 6) ASBESTOS?: NO 
• BASEBOARD: 4 IN GRAY VINYL BASE COVE WIMASTIC. (M# 3) ASBESTOS?: ND 
• SHEETROCK: GYPSUM PANELS WffAPE & JOINT COMPOUND, UNTEXTURED. (MI# 1) 
ASBESTOS?: NO 

SI'ACE: /Nn'RIOU CORRIDOR 5 (.'i/15) 

No Ashc~tos Detected: 

• PLASTER: GRAY TROWELLED-ON BRICK PLASTER W/ADOBE FINISH. (MilS) ASBESTOS?: ND 
• SHEETROCK: GYPSUM PANELS WIT APE & JOINT COMPOUND, UNTEXTURED. (M# 1) 
ASBESTOS?: ND 

Northwest Envlrocon, Inc. 
Environment~! Consulting Services 

Material Location in Space and Notes about Material in Space 

WALLS. 
ON GYPSUM WALLS AT FLOORS. 
WALLS & CEILING. 

WALLS. 

ON WALLS. 

WALLS PERIMETER COLUMNS OF SPACE 243. 
E WALLS CENTER OF SHOPS. 
ON WALLS AT FLOOR OF SIE GYPSUM WALLS. 
WALLS NIE, SIE CORNERS CEILINGS THROUGHOUT SPACE. 

WALLS N & S. 
• WALLS NIE CORNER OF SPACE, STOREFRONT OF SPACE 271, 

275: CEILINGS THROUGHOUT. 

WALLS SNI & SJE CORNERS OF SPACE. 
WALLS NN-1 CORNER. 
ON GYPSUM WALLS AT FLOOR. 
WALLS SPACE 209, CEILINGS THROUGHOUT SPACE. 

WALLS SrW CORNER. 
NNo/ CORNER WALLS & CEILING THROUGHOUT. 
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Quantity Units Cond. 

800 SF G 
98 LF G 

6,237 SF G 

820 SF G 

820 SF G 

46 SF G 
460 SF G 

38 LF G 
3,940 SF G 

3,890 SF G 
15,800 SF G 

1,040 SF G 
520 SF G 

18 LF G 
3,203 SF G 

680 SF G 
4,472 SF G 

Desert Fashion Plaza 
NWE #05-001350 



Exterior of Buildings-2 (Building # EB-2) Appendix B 

Space Summary Report Condition Legend: G=Good, D=Damaged, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: DTERIOR 2 (SH 2) 

No Ashes los DclcelccJ: 

• PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH 
COAT. (M# 1) ASBESTOS?: NO 

No11hwcst Envimcon, Inc. 
Environmental Consulting Services 

Material Location In Space and tlotes about Material in Space 

EXTERIOR WALLS. 

Pngc 27 of 45 

Quantity Units Cond. 

9,100 SF G 

Desert fashion Plaza 
NWE 1105-001350 



Exterior of Buildings-3 (Building # EB-3) Appendix B 

Space Summary Report Condition Legend': G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: EXTERIOR 3 (SI/3) 

Contains Asbestos: 

• PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH 
COAT. (MII1) ASBESTOS?: YES 

Northwest Envirocon. Inc. 
Environmental Consulting Services 

Material Location in Space and Notes about Material in Space 

EXTERIOR WALLS. 

P~gc 28 of45 

Quantity Units Cond. 

3,300 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



Exterior of Buildings-4 (Building # EB-4) Appendix B 

Space Summary Report Condition Legend: G=Good, D=Damaged, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (M~tcrial Number) Asbestos?: YES or NO 
SPACE: £.\TERJOR 4 (S/14) 

No Asbestos Detected: 

• PLASTER: GRAYTROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH 
COAT. (M# 1) ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Material Location in Space and Notes about Material in Space 

EXTERIOR WALLS. 
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Quantity Units Cond. 

3,440 SF G 

Desert fashion Plaza 
NWE 1105-001350 



Exterior of Buildings-5 (Building # EB-5) Appendix B 

Space Summary Report Condition legend: G=Good, D=Damaged, SD=Slgnlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: E>.TERIOR 5 (S/15) 

No Asbestos Detected: 

• PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH 
COAT. {M# 1) ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

~ 

Material Location in SP,ace and Notes about Material in Space 

E EXTERIOR WALL & E 15 FT OF N EXTERIOR WALL 
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Quantity Units Cond. 

3,125 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



Exterior of BuildingsMG (Building# EBw6) Appendix B 

Space Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: E>.TERJOR 6 (S# 6) 

No A~beslos Dclcctell: 

• PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCM TCH 
COAT. (M# 1) ASBESTOS?: ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

.. 

Material Location in S~ace and Notes about Material in Space 

EXTERIOR WALLS. 
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Quantity Units Cond. 

SF 

Desert Fashion Plaza 
NWE 1105-001350 



Roof of Buildings EX-01 (Building# EX-01) Appendix B 

Space Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number} 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SI'ACE: ROOF I {SII I) 

Contains A~bcstos: 

·BUILT-UP ROOFING: FELT, TAR &GRAVEL (EDGE). (M/12) ASBESTOS?: YES 

Material Location in S!,lacc and rlotcs about Material in Space 

EDGES OF ROOF. DETERIORATED FROM AGE. 
• ROOFING MASTICS: PATCHING. PENETRATION & FLASHING MASTIC. (M# 3) ASBESTOS?: YES PATCHES, PENETRATIONS, EDGES & FLASHING. SOME 

• PLASTER GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO, PAINTED. (MII4) 
ASBESTOS?: YES 
No Ashtstos Detected: 

•BUILT-UP ROOFING: FELT, TAR &GRAVEL (FIELD). (Mill) ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

~ 

DETERIORATION FROM AGE. 
EXTERIOR FACIA AT ROOF LEVEL PERIMETER OF BUILDING. 

ROOF THROUGHOUT. DETERIORATED FROM AGE. 

J>agc 32 of 45 

Quantity Units Con d. 

440 SF 
250 SF 0 

2,860 SF 

SF 0 

Desert Fashion Plaza 
N\VE 1105-001350 



Roof of Buildings EX-02 (Building # EX-02) Appendix 0 

Space Summary Report Condition Legend: G=Good, D=Damnged, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: ROOF 2 (SII 2) 

No Asbestos Dctcclctl: 

• BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR WIRUBBER CAP SHEET (FIELD). (Mfr 1) 
ASBESTOS?: NO 

• BUILT-UP ROOFING: MULTI-LAYERED FELT & T/1R W/RUBBER CAP SHEET (EDGES). (MII3) 
ASBESTOS?: NO 
·ROOFING MASTICS: PENETRATIONS, PATCHES & FLASHING. (MII2) ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

.. 

Material Location in Space and Notes about Material in Space 

ROOF THROUGl iCUT. 

EDGES OF ROOF. 

PENETRATIONS, PATCHES & FLASHING. 

Page 33 of 45 

Quantity Units Cond. 

5,900 SF 

SF 

SF 

Desert Fashion Plaza 
NWE /IOS-001350 



Roof of Buildings EX-03 (Building # EX-03) Appendix B 

Space Summary Report Condition Legend: G=Good, D=Dam<~ged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material/lumber) Asbestos?: YES or NO 
SPACE: ROOF 3 (S/13) 

Conlains Asbestos: 

• ROOFING MASTICS: PATCHING MASTIC. (MII2) ASBESTOS?: YES 
No Ash~stos l>c!rctcd: 

• BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR WfRUBBER CAP SHEET (FIELD). (M/11) 
ASBESTOS?: NO 
• BUILT·UP ROOFING: MUL TI·LAYERED FELT & TAR WfRUBBER CAP SHEET (EDGES) (MI/3) 
ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Material Location in Space and Notes about Material in Space 

PENETRATIONS, PATCHES & FLASHING. 

ROOF THROUGHOUT. DETERIORATED FROM AGE. 

EDGES OF ROOF. 

·~ 
·"' 1 

Page 34 of 45 

Quantity Units Cond. 

50 SF 

2,900 SF D 

SF 

Desert Fashion Plaza 
N\VE 1105·00 IJ50 



Roof of Buildings EX-04 (Building # EX-04) Appendix B 

Space Summary Report Condition Lcgand:'G=Good, D=Damagcd, SD=Slgnificantly Dnmagcd. 

Space Name (Space N11mber) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
Sf' ACE: ROOF 4 (SII 4) 

Contains Asbestos: 

• ROOFING MASTICS: PATCHING W1STIC. (M# 3) ASBESTOS?: YES 
No Asbestos Dclcclcd; 

Material Location in SpSJcc and llolcs about Material In Space 

PENETRATIONS, PATCHES & FLASHING. 

• BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FIELD). (Mii 1) ROOF THROUGHOUT. 
ASBESTOS?: NO 

• PLASTER: GRAY TROWELLED-ON METAL LATH, COARSE EXTERIOR STUCCO, PAINTED. (IM 2) S & E WALLS OF OFFICES & N/E 17.5 FT OF S 1/2 OF W WALL 
ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulting Sc!Viccs 

~ 
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Quantity Units Cond. 

200 SF 

41,000 SF 

1,250 SF 

Desert Fashion Plaza 
NWE 1105-00IJSO 



Roof of Buildings EX-05 (Building # EX-05} Appendix B 

Space Summary Report Condition Legcnd:'G:::Good, D:::Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: ROOF 5 (SH 5) 

Conlains Asbestos: 

• ROOFING MASTICS: PATCHING MASTIC (M# 2) ASBESTOS?: YES 
No Asbestos Dctcctrd: 

• BUILT,UP ROOFING: MULTI-LAYERED FELT & TAR WIRUBBER CAP SHEET (FIELD). (M/11) 
ASBESTOS?: NO 
• BUILT-UP ROOFING: MULTl·LAYERED FELT & TAR WIRUBBER CAP SHEET (EDGES). (MIIJ) 
ASBESTOS?: NO 

Northwest Envirocon. Inc. 
Environmental Consulting Services 

~ 

Material Location in Spi!CC and Noles about Material in Space 

PENETRATIONS, PATCHES & FLJ\SHING. 

ROOF THROUGHOUT. 

EDGES OF ROO!=. 
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Quantity Units Cond. 

160 SF 

32.000 SF 

SF 

Desert Fashion Plaza 

NWE 1105-001350 



Roof of Buildings EX-06 (Building # EX-06) Appendix B 

Space Summary Report Condition Legend:~G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Matcrialllumber) Asbestos?: YES or IW Material location in Space and Notes about Material in Space Quantity Units Con d. 
SPACE: ROOF 6 (SII 6) 

Contains Ashes los: 

• BUILT-UP ROOFING: MULTI-LAYERED FELT & TARWIRUBBER CAP SHEET (FIELD). (l.lil 1} 
ASBESTOS?: YES 
• BUILT,UP ROOFING: MULTI-LAYERED FELT & TARWIRUBBER CAP SHEET (EDGES). (MII4) 
ASBESTOS?: YES 
·ROOFING MASTICS: PATCHING MASTIC. (M# 3) ASBESTOS?: YES 
No Asbestos Detected: 

·PLASTER: GRAY TROWELLED-ON METAL LATH COARSE EXTERIOR STUCCO, PAINTED. (M/12} 
ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

.. 

ROOF THROUGHOUT. 

EDGES OF ROOF. 

PENETRATIONS, PATCHES & FLASHING. 

WIND WALLS AT ROOF LEVEL. 

Page 37 of 45 

15,600 SF 

280 SF 

200 SF 

SF 

Desert F;L~hion l'l:u.a 
NWE /105-001350 



Roof of Buildings EX-07 (Building # EX-07) Appendix B 

Space Summary Report Condition Legend: 'G:::Good, D=Dam~gcd, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: ROOF 7 (SII 7) 

Contains Asbestos: 

• ROOFING MASTICS: PATCHING MASTIC. (MU 3) ASBESTOS?: YES 
No Asbestos Detected: 

• BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FIELD) (MI/2) 
ASBESTOS?: NO 
• BUILT-UP ROOFING: MULTJ.LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGE). (MII4) 
ASBESTOS?: NO 
• PLASTER: GRAY TROWELLED-ON METAL LATH COARSE EXTERIOR STUCCO, PAINTED. (M111) 
ASBESTOS?: NO 

Northwest Envirocon, Inc. 
Enviroomcntal Consulting Services 

~ 

Material Location in Spate and Notes about Material in Space 

PENETRATIONS, PATCHES & FLASHING. 

ROOF THROUGHOUT. 

EDGES OF ROOF. 

WINO WALLS AT ROOF LEVEL. 

Page 38 of45 

Quantity Units Cond. 

150 SF 

SF 

SF 

6.350 SF 

D~scrt Fashion 1'h1Za 
N\VE 1105-001350 



Roof of Buildings EX-08 (Building # EX-08} Appendix B 

Space Summary Report Condition Legend:'G=Good, D=Damaged, SD=Signlficantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number} Asbestos?: YES or ND Material Location in Sp~ce and Uotcs about Material in Space Quantity Units Cond. 
Sf'AC£: ROOF 8 (SI/8) 

Contains Asbestos: 

• ROOFING ~ASTICS: PATCHif~G MASTIC. (MY 2) ASBESTOS?: YES 
No Asbestos Dclccled: 

• BUILT•UP ROOFING: MULTI-LAYERED FELT & TARWIRUBBERCAP SHEET(FIELD}(MI11) 
ASBESTOS?: NO 
• BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGE). (M/13) 
ASBESTOS?: NO 

.:~ 

Northwest Enviroeon, Inc. 
Environmental Consulting Services 

4 

PENETRATIONS, PATCHES & F!J\SHING. 

ROOF THROUGHOUT. 

EDGES OF ROOF. 

Page 39 of45 

75 SF 

8,700 SF 

SF 

Desert Fashion Plaza 
NWE 1/0S-001350 



Roof of Buildings EX~09 (Building # EX~09) Appendix B 

Space Summary Report Condition Lcgcnd:'G=Good, D=Damagcd, SD=Significantly Damaged. 

Space Name (Space Number) 

• Matarial Type: Material Description (Material Number) Asbeslos?: YES or ND 
SPACE: ROOF 9 (Sf! 9) 

Contains Asbestos: 

• ROOFING MASTICS: PATCHING MASTIC. (MII3) ASBESTOS?: YES 
• PLASTER: GRAY TROWELLED-ON METAL lATH. COARSE EXTERIOR STUCCO, PAINTED. (MII2) 
ASBESTOS?: YES 
No Asbestos Detected: 

• BUILT-UP ROOFING: MULTI-lAYERED FELT & TAR WIRUBBER CAP SHEET (FIELD) (MII1) 
ASBESTOS?: NO 
• BUILT-UP ROOFING: MULTI-LAYERED FE~T & TAR WIRUBBER CAP SHEET (EDGE). (MII4) 
ASBESTOS?: NO 

Northwest Envirocon, Inc .. 
En\'ironmcntal Consulting Services 

~ 

Material Location in Sp~cc and Notes about Material in Space 

PENETRATIONS, PATCHES & FLASHING. 
PENTHOUSE WALL. 

ROOF THROUGHOUT. 

EDGES OF ROOF. 
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Quantity Units Cond. 

75 SF 
7,000 SF 

SF 

SF 

Desert Fashion Plaza 
NWE 1105-001350 



Roof of Buildings EX-1 0 (Building # EX-1 0) Appendix B 

Space Summary Report Condition Legend:4G=Good, D=Damagcd, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or ND 
SPACE: ROOF 10 (SII 10) 

Contnins Asbestos: 

·ROOFING MASTICS: PATCHING MASTIC. (M# 2) ASBESTOS?: YES 
No Asbestos Octcctcd: 

Material Location in Space and Notes about Material in Space 

PATCHES. 

• BUILT-UP ROOFING: WHITE STYROFOAM BATTING WJRUBBER CAP SHEET (t.1# 1) ASBESTOS?: ROOF THROUGHOUT. 
ND 

Northwest Envirocon, Inc. 
Environmental Consulling Scr.·iccs 

~ 
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Quantity Units Cond. 

50 SF 

SF 

Desert Fashion l'laza 
NWE 1105-001350 



Roof of Buildings EX~11 (Building# EX~11) Appendix B 

Space Summary Report Condition Legend:•G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO Material Location In Sp~cc and Notes about Material in Space Quantity Units Cond. 
Sf' ACE: ROOF II (Sill/) 

Contttins Asbestos: 

• ROOFING MASTICS: PATCHING MASTIC. (MII2) ASBESTOS?: YES 
No Asbc~tos Dctcctcll: 

PATCHES. 

·BUll T.·UP ROOFING: WHITE STYROFOAM BATTING WIRUBBER CAP SHEET. (MI/1) AS[JESTOS?: ROOF THROUGHOUT. 
NO 

Northwest Envirocon, Inc. 
Environmental Consulting Scr\'iccs 

.. 
Pagc42 of45 

50 SF 

SF 

Desert Fashion Plaza 
N\VE 1105-001350 



Roof of Buildings EX~12 (Building # EX~12) Appendix B 

Space Summary Report Condition Legend:-G=Good, D=Damaged, SD=Significantly Damaged. 

Space Name (Space Number) 

• Material Type: Material Description (Material Number) Asbestos?: YES or NO 
SPACE: ROOF 12 {SI/12) 

Contains Asbestos: . 
• BUILT·UP ROOFING: MULTI-lAYERED FELT & TAR WIRUBBER CAP SHEET (FIELD). (M.# 1) 
ASBESTOS?: YES 
• BUILT-UP ROOFING: MULTI-lAYERED FELT & TAR WIRUBBER CAP SHEET (EDGE). (M/13) 
ASBESTOS?: YES 
• ROOFING l.lASTICS: PATCHING MASTIC. (M~ 2) ASBESTOS?: YES 

Northwest Envirocon, Inc. 
Environrncnwl Consulting Services 

~ 

Material Location in Space and Notes about Material In Space 

ROOF THROUGHOUT. 

EDGES OF ROOF. 

PENETRATIONS, PATCHES & FlASHING. 
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Quantity Units Cond. 

3,800 SF 

270 SF 

50 SF 

Desert Fashion Plaza 
N\VE 1105-00 I J50 



~ .. · 
. ' 

1 Bank of America (Building# 1) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Material Type: Material Description (Material Number) Asbestos?: YES or Nil 

• Space Name (Space Number) 

Contains Asbestos: 

FLOOR TILE: 12!N X 12 IN BEIGE MOTTLED W/MAST!C. (Mil 7) ASBESTOS?: YES 

• SPACE: BANK OF AMERICA (S# 101) 

FLOOR TILE: 12 IN X 121N OFF-WI-IlTE W/MASTIC. (Mil 8) ASBESTOS?: YES 

• SPACE: BANK OF AMERICA (S# 101) 

BASEBOARD: 4 IN GRAY VINYL BASE COVE W/MASTIC. (Mil 2) ASBESTOS?: YES 

• SPACE: BANK OF AMERICA (S# 101) 

Material Location in Space and llotes about Material in Space 

MIDDLE OF TELLER COUNTER, 1ST FLOOR E BULLETIN AREA & 
TELEPHONE SWITCH ROOM ON 2ND FLOOR. WATER DAMAGE 
FROM ROOF LEAKS. 

N END OF TELLER COUNTER PATCHED WIBEIGE TILE (M7)1ST 
FLOOR. WATER DAMAGE FROM ROOF LEAKS. 

ON PERIMETER WALLS AT FLOOR, 1ST FLOOR. SOME COVING 
IS DELAMINATED FROM WALL 

SHEETROCK: 4 Ff X S Ff GYPSUM PANELS WIT APE &'JOINT COMPOUND, PAINTED & UNPAINTED. (Mil 5) ASBESTOS?: YES 

• SPACE: BANK OF AMERICA (S# 101) CEILING & ORIGINAL BUILD-OUT WALLS THROUGHOUT 1ST 
FLOOR. WATER DAMAGE FROM ROOF LEAKS. 

OTHER: DARK BROWN CEILING TILE MASTIC. (Mil 6) ASBESTOS?: YES 

·SPACE: BANK OF AMERICA (S# 101) 

OTHER: WI-IlTE TROWELLED-ON SCRA TCB COAT (Mil 13) ASBESTOS?: YES 

·SPACE: BANK OF AMERICA (S# 101) 

No Asbestos Detected: 

PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER \V/SCRATCII COAT. (MillO) 
• SPACE: BANK OF AMERICA (S# 101) 

STRUCTURAL DECK BELOW MEZZANINE, W OF VAULT. 
MEZZANINE FLOOR DECK BELOW 2ND FLOOR. 

ON STAIRS WITHIN SIE & S/W STAIRWELLS. 

ASBESTOS?: ND 

WALLS & CEILING OF NIW STORAGE ROOM & TELEPHONE 
SWITCH ROOM ON 1ST FLOOR. WATER DAMAGE FROM ROOF 
LEAKS. 

PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER W/SCRATCII COAT, PAINTED_ (Mil II) ASBESTOS?: ND 

• SPACE: BANK OF AMERICA (S# 101) WALLS &.CEILING OF 2ND FLOOR JANITORS CLOSET & 
RESTROOMS. WATER DAMAGE FROM ROOF LEAKS. 

Northwest Envirocon, Inc. 
Environmcnlal Consulting Services 
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Quantity Units Cond. 

4,200 SF so 

700 SF D 

425 LF D 

5,000 SF D 

600 SF 0 

75 SF G 

SF D 

SF so 

Desert Fashion Plaza 
NWE 1105-001350 



1 Bank of America (Building# 1} Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Material Type: 1\-laterial Description (Material Number) Asbestos?: YES or ND 
• Space Name (Space Number) 

PLASTER: BEIGE TROWELLED-ON GYPSUM LATH SCRATCH COAT, PAINTED. (Mil l•l) 

·SPACE: BANK OF AMERICA (S# 101) 

FLOOR TILE: 12 IN X 12 IN GRAY MOTTLED W/MASTIC. (Mil I) ASBESTOS?: NO 

• SPACE: BANK OF AMERICA (S# 101) 

CEILING TILE: I FT X I FT WI-IlTE MEDIUM FISSURE SPLINE. (Mil 3) ASBESTOS?: NO 

·SPACE: BANK OF AMERICA (S# 101) . 

Material Location in Space and Notes about Material in Space 

ASBESTOS?: NO 

WALLS OF 2ND FLOOR & MEZZANINE STAIRWELL. WALL BEHIND 
TELLER COUNTER ON 1ST FLOOR. WATER DAMAGE FROM 
ROOF LEAKS. 

FLOOR OF SIE OFFICE ON 1ST FLOOR. 

SUSPENDED CEILING, 1ST & 2ND FLOORS. WATER DAMAGED 
BY ROOF LEAKS. 

CEILING PANEL: 2 FT X 2 Ff WHITE MEDIUM FISSURE T-BAR CEILING SYSTEM. (Mil 12) ASBESTOS?: ND 

• SPACE: BANK OF AMERICA (S# 101) SUSPENDED CEILING THROUGHOUT 2ND FLOOR. WATER 
DAMAGE FROM ROOF LEAKS. 

SHEETROCK: 4 FT X 8FT GYPSUM PANELS WrrAPE & JOINT COMPOUND, PAINTED. (M/14) ASBESTOS?: NO 
·SPACE: BANK OF AMERICA (S# 101) BUILT-OUT WALLS FOR S/E CORNER OFFICES. WATER DAMAGE 

FROM ROOF LEAK. 

PIPE INSULATION: 3 IN DIA YELLOW FIBERGLASS W/CANVAS WRAP. (Mil 9) ASBESTOS?: NO 

·SPACE: BANK OF AMERICA (S# 101) DOMESTIC WATER LINES IN 1ST FLOOR CEILING SPACE. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

·DETERIORATED FROM AGE. 
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Quantity Units Cond. 

SF D 

SF G 

SF D 

SF D 

SF D 

LF D 

Desert Fashion Plaza 
NWE 1105-001350 



2 Retail {Building # 2) Appendix C 

~ 

Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Signlficantly Damaged. 
Material Type: Matcri~l Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

Contains Asbestos: 

Material Location in Space and Notes about Material In Space 

FLOOR TILE: 12 IN X 12 IN GRAY W/WH!TE & BROWN STREAKS fLOOR TILE & MASTIC. (M119) ASBESTOS?: YES 

• SPACE: VACANT 1 (S# 125) FLOOR OF MEZZANINE LEVEL. 

BASEBOARD: 41N BROWN VINYL BASE COVE \\'/MASTIC. (MI/16) ASBESTOS?: YES 

• SPACE: HAMBURGER HAMLET (S# 111) ON WALLSATFLOOR, MEZZANINE LEVEL 

SHEETROCK: 4 IT X 8 Ff GYPSUM PANELS WffAPE & JOINT COMPOUND, SMOOTii, DEMISING WALLS. (Mil I) ASBESTOS?: YES 

·SPACE: SERVICE CORRIDOR 1 (S# 1) DEMISING WALLS & PORTIONS OF CEILING. 

·SPACE: RISER 2 (S# 2) DEMISING WALLS & CEILING. 

• SPACE: HAMBURGER HAMLET (S# 111) 

• SPACE: BRENTANO'S BOOKS (S# 115) 

• SPACE: CALIFORNIA PIZZA KITCHEN (S# 117) 

·SPACE: VACANT 1 (S# 125) 

• SPACE: FOOTLOCKER (S# 129) 

• SPACE: NELSON ROCKEFELLER COLL (S# 133) 

• SPACE: SHARPER IMAGE (S# 140) 

• SPACE: NEIL'S (S# 149) 

• SPACE: LANE BRYANT (S# 161) 

OTHER: BLACK FLOOR TILE MASTIC. {Mil 15) ASBESTOS?: YES 

• SPACE: SERVICE CORRIDOR 1 (S# 1) 

No Asbestos Detected: 

ENTRY, DEMISING WALLS, & CEILING & MEZZANINE LEVEL 

DEMISING WALLS ON MAIN FLOOR, WALLS & CEILING OF 
MEZZANINE, EXCLUDING RESTROOM. 

DEMISING WALLS & CEILING OF MEZZANINE. 

DEMISING WALLS. 

E DEMISING WALL. 

DEMISING WALLS. 

DEMISING WALLS." 

DEMISING WALLS. 

'E & S DEMISING WALLS, ABOVE SUSPENDED CEILING. 
DAMAGED DUE TO PRIOR RENOVATION. 

CONCRETE AT SEND OF SPACE. 

PLASTER: GRAY TROWELLED-ON METAL LATH & PLASTER, COARSE, UNPAINTED. (MII6) ASBESTOS?: ND 

·SPACE: HAMBURGER HAMLET (S# 111) WALLS & CEILING MECHANICAL ROOM ON MEZZANINE LEVEL 

Northwest Envirocon, Inc. 
Environmcn!al Consulting Services 
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Quantity Unl!s Cond. 

1,380 SF G 

282 LF G 

6,950 SF G 

225 SF G 

500 SF G 

4,800 SF D 

5,520 SF G 

4,850 SF G 

4,960 SF G 

3,850 SF G 

4,220 SF G 

3,440 SF 

6,480 SF D 

410 SF G 

370 SF G 

Desert fashion Plaza 
NWE 1105-001350 



2 Retail (Building # 2) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

J\tatcrial Type: Material Description (Material Number) Asbestos?: YES or NO 
• Space Name (Space Number) Material Location In Space and llotes about Material in Space 

PLASTER: GRAY TROWELLED-ON METAL LATI-1 & PLASTER W/SCRATCII COAT, PAINTED. (Mil?) ASBESTOS?: ND 

• SPACE: HAMBURGER HAMLET (S# 111) E & W WALLS & CEILING OF N STORAGE ROOM. 

• SPACE: BRENTANO'S BOOKS (S# 115) WALLS & CEILING OF MEZZANINE RESTROOMS. 

• SPACE: LANE BRYANT (S# 161) ABOVE SUSPENDED CEILING SYSTEM. DAMAGED FROM 
DESTRUCTIVE FORCES. 

FLOOR TILE: 12 IN X 12 IN BEIGE \V/BLACK STREAKS FLOOR TILE & MASTIC. (Mil 8) ASBESTOS?: ND 

·SPACE: BRENTANO'S BOOKS (S# 115) FLOORS IN BACK ROOM & MEZZANINE LEVEL. 

FLOOR TILE: 121N X 12JN CREAM WIE!LACK STREAKS FLOOR TILE W/MASTIC. (MillO) ASBESTOS?: ND 

·SPACE: FOOTLOCKER (S# 129) FLOOR IN STOCK ROOM. 

FLOOR TILE: 12!N X 121N BEIGE W/GRAY STREAKS FLOOR TILE & MASTIC. (Mill I) ASBESTOS?: ND 

• SPACE: NELSON ROCKEFELLER COLL (S# 133) FLOOR IN STOCK ROOM & RESTROOM. 

FLOOR TILE: 121N X 12 IN GRAY W/WI-IITE STREAKS FLOOR TILE& MASTIC. (MI/12) ASBESTOS?: ND 

·SPACE: SHARPER IMAGE (S# 140) FLOOR OF STOCK ROOM & RESTROOMS. 

FLOOR TILE: I2 IN X 12 IN CREAM & GRAY MOTTLED FLOOR TILE & MASTIC. (Mil 13) ASBESTOS?: ND 

• SPACE: NEIL'S (S# 149) FLOOR OF RESTROOM & OFFICE. 

FLOOR TILE: 12 IN X 121N BEIGE & WliiTE MOTTLED FLOOR TILE & MASTIC. (Mil 14) _ASBESTOS?: ND 

• SPACE: LANE BRYANT (S# 161) NON-RETAIL AREA FLOORS. 

FLOOR TILE: I FTX 3 FTTAN VINYL STAIR TREADS W/MASTIC. (MI/26) ASBESTOS?: ND 

• SPACE: VACANT 1 (S# 125) STAIRS TO MEZZANINE. 

BASEBOARD: 61N GRAY VINYL OASE COVE W/MASTIC. (M/117) ASBESTOS?: ND 

• SPACE: HAMBURGER HAMLET (S# 111) 

• SPACE: BRENTANO'S BOOKS (S# 115) 

• SPACE: LANE BRYANT (S/1161) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

ON WALLS ATFLOOR IN OFFICE ON MAIN FLOOR. 

ON WALLS AT FLOOR NEAR DUMBWAITER ON MEZZANINE 
LEVEL. 

SUSPENDED CEILING SYSTEM ABOVE RETAIL AREA. 

P~ge 4 of 41 

Quantity Unils Cond. 

1,380 SF G 

206 SF D 

200 SF D 

1,260 SF G 

1,450 SF G 

250 SF G 

1,100 SF G 

85 SF G 

SF G 

60 SF G 

40 LF G 

8 LF G 

Desert Fashion Plaza 
NWE 1105-001350 



2 Retail (Building# 2) Appendix C 

~ 

Material Summary Report Condition Legend: G=Good1 D=Damaged 1 SD=Significantly Damaged. 
!\tatuial Type: M~tcrial Description (Material Number) Asbestos?: YES or NO 

1 Space Name (Space Number) 

BASEBOARD: 4 IN GRAY BASE COVE W/MASTIC. (Mil 18) ASBESTOS?: NO 
1 SPACE: BRENTANO'S BOOKS (S# 115) 

• SPACE: CALIFORNIA PIZZA KITCHEN (S# 117) 

• SPACE: SHARPER IMAGE (S# 140) 

BASEBOARD: 4 IN BLACK BASE COVE W/MASTIC. (M1119) ASBESTOS?: ND 

I SPACE: VACANT 1 (S# 125) 

• SPACE: FOOTLOCKER (SII129) 

BASEBOARD: 4 IN BEIGE BASE COVE W/MASTIC. (Mil 20) ASBESTOS?: NO 

• SPACE: NELSON ROCKEFELLER COLL (SII133) 

BASEBOARD: 4 IN CREAM BASE COVE W/MASTIC. (Mil 21) ASBESTOS?: NO 

• SPACE: NEIL'S {S# 149) 

Material Location in Space and Notes about Material in Space 

ON WALLS AT FLOOR IN NON-RETAIL AREA OF SPACE. 
DETERIORATING FROM AGE. 

ON WALLS AT FLOOR. 

ON WALLS AT FLOOR THROUGHOUT SPACE. 

ON WALLS AT FLOOR MEZZANINE LEVEL. 

ON WALLS AT FLOOR IN DRESSING ROOMS & E PORTION OF 
STOCKROOM. 

ON WALLS AT FLOOR. 

ON WALLS AT FLOOR OF RESTROOM & OFFICE. 

CEILING PANEL: 2FT X 2FT WHITE COARSE CEILING PANEL (Mil 22) ASBESTOS?: ND 

• SPACE: HAMBURGER HAMLET (S# 111) SUSPENDED CEILING SYSTEM. 

·SPACE: LANE BRYANT (S# 161) SUSPENDED CEILING SYSTEM ABOVE RETAIL AREA. 

CEILTNG PANEL: 2FT X 4 FT WHITE GYPSUM CEILING PANEL. (Mil 24) ASBESTOS?: ND 

• SPACE: HAMBURGER HAMLET (S# 111) SUSPENDED CEILING SYSTEM ABOVE NON-RETAIL AREA OF 
MAIN FLOOR. 

CEILING PANEL: 2FT X 4FT MEDIUM FISSURE WIPINHOLE CEILING PANEL. (Mil 25) ASBESTOS?: ND 

• SPACE: BRENTANO'S BOOKS (S# 115) SUSPENDED CEILING SYSTEM ABOVE MAIN FLOOR. 

CEILING PANEL: 2FT X 4FT WHITE MEDIUM & LARGE FISSURE CEILING PANELS. (Mfl 27) ASrlESTOS?: ND 

·SPACE: FOOTLOCKER (S# 129) SUSPENDED CEILING IN STOCK ROOM. 

• SPACE: NELSON ROCKEFELLER COLL (S# 133) 

• SPACE: SHARPER IMAGE (SII140) 

• SPACE: LANE BRYANT (S# 161) 

Northwest Envimcon, Inc. 
Environmcntol Consulting Services 

SUSPENDED CEILING W 112 OF SPACE. 

SUSPENDED CEILING IN STOCK ROOM, RESTROOMS & 
MECHANICAL ROOM. DAMAGED IN MECHANICAL ROOM DUE TO 
WATER FROM ROOF LEAK. 

SUSPENDED CEILING SYSTEM IN STOCK ROOM. 

Pagc5of41 

Quantity Units 

200 LF 

550 LF 

475 LF 

242 LF 

130 lF 

278 LF 

40 LF 

400 SF 

3,850 SF 

2,900 SF 

1,450 SF 

700 SF 

1,100 SF 

Cond. 

D 

G 

G 

G 

G 

G 

G 

G 

G 

G 

G 

D 

Desert Fashion Plaza 
NWE 1105·001'350 



2 Retail (Building # 2) Appendix C 

Material Summary Report Condition Legend: "G=Good1 D=Damagedl SD=Significantly Damaged. 
Material Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number} Material Location in Space and Notes about Material in Space 

CEILING PANEL: 2FT X 2 Ff WHITE MEDIUM FISSURE \V/PINHOLE CEILING PANELS. (MI/28) ASBESTOS?: ND 

·SPACE: FOOTLOCKER (S# 129) SUSPENDED CEILING OF RETAIL AREA. 
1 SPACE: NELSON ROCKEFELLER COLL (S# 133) SUSPENDED CEILING E 112 OF SPACE. 

• SPACE: SHARPER IMAGE (S# 140) SUSPENDED CEILING IN RETAIL AREA. 

• SPACE: NEIL'S {Sil149) SUSPENDED CEILING THROUGHOUT SPACE, EXCEPT 
RESTROOM & OFFICE. 

SHEETROCK: 4 FT X 8 FT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED & PAINTED, BUILT-OUT WALLS. (Mil 3) ASBESTOS?: ND 

• SPACE: HAMBURGER HAMLET (S# 111). WALS & CEILING OF BAR AREA. 

• SPACE: NEIL'S (S# 149) BUILT-OUT WALLS & CEILING OF RESTROOM & OFFICE. 

SHEETROCK: 4 FT X 8 FT GYPSUM PANELS WIT APE & JOINT COMPOUND W/OUT TEXTURE, PAINTED, BUILT ..QlJf WALLS. (Mil 5) ASBESTOS?: ND 

• SPACE: FOOTLOCKER (S# 129) BUILT-OUT WALLS THROUGHOUT SPACE. 

• SPACE: NELSON ROCKEFELLER COLL (S# 133) 

• SPACE: SHARPER IMAGE (S# 140) 
1 SPACE: LANE BRYANT (S# 161) 

BUILT-OUT WALLS & CEILING OF RESTROOM. 

BUILT-OUTWALLS. 

BUILT-OUT WALLS THROUGHOUT. THESE WALLS INSTALLED IN 
1992. 

TEXTURING: WIUTE WALL TEXTURE (DEMISING WALLS ONLY). (M112) ASBESTOS?: ND 

• SPACE: NEIL'S (S# 149) ON DEMISING WALLS. 

TEXTURING: WI·IITE TEXTURE ON BUlL T-OUT WALLS. (Mil 4) ASBESTOS?: NO 
• SPACE: HAMBURGER HAMLET (S# 111) WALLS & CEILING OF BAR AREA. 

• SPACE: NEIL'S (S# 149) BUILT-OUT WALLS & CEILING OF RESTROOM & OFFICE. 

OTHER: 4 FT X 10 FT YELLOW VINYL WAINSCOT W/MASTIC. (Mil 23) ASBESTOS?: ND 

·SPACE: HAMBURGER HAMLET (S# 111) WALLS OF KITCHEN AREA. 

OTHER: BEIGE SPRAY-APPLIED STRUCTURAL FIREPROOFING. (MI129) ASBESTOS?: ND 
·SPACE: SERVICE CORRIDOR 1 (SI# 1) STRUCTURAL FRAMING. 

• SPACE: LANE BRYANT (Sfl 161) ON DECK, THROUGHOUT SPACE. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 6 of41 

Quantity Units 

725 SF 

700 SF 

1,700 SF 

6,700 SF 

2,600 SF 

1,120 SF 

2,100 SF 

920 SF 

3,000 SF 

3,450 SF 

2,600 SF 

1,120 SF 

3.200 SF 

340 SF 

Con d. 

G 

G 

G 

G 

G 

G 

G 

G 

G 

G 

G 

G 

G 

G 

Desert Fashion Pla?.a 
NWE 1105-001350 



3 Retail (Building # 3) Appendix C 

~ 

Material Summary Report Condition Legend: G=Good, D=Damaged, SD=S!gnificantly Damaged. 
Material Type: Material Description (l\latcrial Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

Contai~ Asbestos: 

Male rial Location in Space and Hotcs about Material In Space 

FLOOR TILE: 12 IN X 121N CREAM fLOOR TILE W/MASTIC. (M#I4) ASBESTOS?: YES 

• SPACE: VACANT 2 (S# 165) LANDING OF STAIRS ON W SIDE OF SPACE. CONCEALED. 

FLOOR.TILE: 91N X 9 IN BEIGE WfrAN STREAKS FLOOR TILE W/MAST!C. (MillS) ASBESTOS?: YES 

·SPACE: VACANT 4 (S#1B3) FLOOR RESTROOM VESTIBULE. DAMAGED DUE TO AGE. 

SHEETROCK: BUlLT·OUT GYPSUM PANELS Wfr APE & JOINT COMPOUND W/OUT TEXTURE. (Mil 4) ASBESTOS?: YES 

• SPACE: VACANT 2 (S# 165) UNTEXTUREDWALLS & CEILING ONE SIDE OF SPACE, 1ST 
FLOOR & ALL WALLS & CEILING 2ND FLOOR. PART!ALL Y 
CONCEALED. 

• SPACE: SAVY SHOE (S# 173) 

• SPACE: VACANT 6 (S# 179) 

·SPACE: VACANT 3 (S# 193) 

INTERIOR WALLS. 

INTERIOR WALLS. 

BUILT-OUT WALLS & CEILINGS. 

SHEETROCK: 4 IT X 8 IT GYPSUM PANELS WfrAPE & JOINT COMPOUND. (M116) ASBESTOS?: YES 

• SPACE: VACANT 2 {S# 165) ABOVE REFLECTED CEILING INN RETAIL AREA OF SPACE. 

OTHER: BLACK MASTIC. (MII25) ASBESTOS?: YES 

• SPACE: RITVA JEWELRY (S# 177) 

OTHER: BLACK fLOOR TILE MASTIC. (Mil 26) ASBESTOS?: YES 

•SPACE: VACANT5(S# 181) 

OTHER: FILLED, WOOD FIREDOOR. (Mil 33) ASBESTOS?: YES 

• SPACE: SERVICE CORRIDOR 4 (S# 3) 

No Asbestos Detected: 

CONCEALED. DAMAGED FROM DESTRUCTIVE FORCE. 

ALL WALLS, EXCLUDING N WALL & RESTROOM. DAMAGED 
. FROM DESTRUCTIVE FORCE. 

FLOOR OF RETAIL AREA UNDER CARPET. 

W ENTRANCE. DAMAGED FROM DESTRUCTIVE FORCE & AGE. 

PLASTER: GRAY TROWELLED-ON METAL LATH UNFINISHED PLASTER. (MII7) ASBESTOS?: NO 

• SPACE: RISER 4 (S# 4) N & WAt.L£ & CEILING. 

·SPACE: VACANT 2 (S# 165) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

WALLS SURROUNDING STORE FRONT DISPLAY CASES, WALL 
SURFACES OF CHANDELIER WELL. CONCEALED. 

Pngc 7 of 41 

Quantity Units 

9 SF 

16 SF 

2,718 SF 

1,732 SF 

200 SF 

SF 

896 SF 

280 SF 

400 SF 

EA 

164 SF 

899 SF 

Cond. 

G 

D. 

G 

G 

G 

G 

D 

D 

G 

D 

G 

G 

Desert Fashion Plaza 
N WE II 05·00 l3 50 



3 Retail (Building # 3) Appendix C 

" Material Summary Report Condition Legend: G=Good, O=Damaqed, SO=Significantly Damaged. 
Material Type: Material Description (!\fate rial Number) Asbestos?: YES or ND 

• Space Name {Space Number) Material Location in Space and Notes about Material In Space 

PLASTER: GRAY TROWELLED-ON METAL W/SCRA TCII COAT, COARSE, EX'TERIOR STUCCO. (Mil 8) ASBESTOS?: NO 

·SPACE: VACANT 3 {S# 193) PARTITION WALL NN/ CORNER OF SPACE & S WALL. 

PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER W/SCRA TCII COAT. (Mil 9) AS!JESTOS?: NO 

• SPACE: RITVA JEWELRY (S# 177} RESTROOM WALLS & CEILING. 

• SPACE: VACANT 6 (S# 179) WALLS & CEILING. RESTROOM. DAMAGED FROM DESTRUCTIVE 
FORCES. 

• SPACE: VACANT 5 (S# 181) 

• SPACE: VACANT 4 (S# 183} 

• SPACE: VACANT 3 (S# 193) 

WALLS & CEILING, RESTROOM. DAMAGED FROM DESTRUCTIVE 
FORCES. 

WALLS & CEILING OF RESTROOM. 

WALLS & CEILING. REST ROOMS. N END OF SPACE. 

FLOOR TILE: I2 IN X 12 IN BEIGE \V/BLACK STREAKS FLOOR TILE & MASTIC. (MI/ I 5) AS13ESTOS?: ND 

·SPACE: TED LAND (S# 169) ON FLOORS IN MEZZANINE RESTROOM. 

FLOOR TILE: 12 IN X 121N BROWN MOTTLED FLOOR TILE W/MASTIC. (Mil 16) ASBESTOS?: NO 

• SPACE: TED LAND (S# 169) ON FLOOR IN MAIN FLOOR RESTROOM. 

FLOOR TILE: 12 IN X 12 IN RED BRICK PATTERN FLOOR TILE W/MASTIC. (Mil I7) ASBESTOS?: NO 

·SPACE: VACANT 5 (S# 161) ON FLOORS IN STOCK ROOM & RESTROOM. DAMAGED FROM 
AGE. 

FLOOR TILE: 9 IN X 9 IN BLACK & CREAM FLOOR TILES W/MASTIC. (Mil 19) AS!JESTOS?: ND 

• SPACE: VACANT 3 (S# 193) FLOOR IN FRONTLOBBY. DAMAGED FROM AGE. 

FLOOR SHEET: 6FT ROLLED 13LACK VINYL SHEET WJBACKING PAPER & MASTIC. (Mil 12) ASBESTOS?: NO 

• SPACE: VACANT 2 (S# 165) FLOOR & N PARTITION WALL OF WET BAR. 

FLOOR SHEET: 6FT ROLLED CREAM & BLUE RECTANGULAR PATTERN VINYL SHEET W/BACK!NG PAPER & MASTIC. (Mil 13) ASBESTOS?: ND 

·SPACE: VACANT 2 {S# 165) FLOOR OF ALTERATIONS AREA. DAMAGED FROM 
DESTRUCTIVE FORCES & AGE. 

BASE!JOARD: 3 IN BROWN VINYL BASE COVE W/MAST!C. (M# 21) ASBESTOS?: ND 

·SPACE: TED LAND (S# 169) ON WALL:S'AT FLOOR AT MAIN FLOOR. 

BASEBOARD: 6 IN BROWN VINYL BASE COVE W/MAST!C. (Mil 22) AS!3ESTOS?: NO 

• SPACE: VACANT 5 (S# 181) ON WALLS AT FLOOR, REAR STORAGE & RESTROOM. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

P~~c 8 of 41 

Quantity Units Con d. 

370 SF G 

226 SF G 

162 SF so 

45 SF D 

45 SF G 

75 SF G 

30 SF G 

25 SF G 

192 SF D 

465 SF D 

113 SF G 

253 SF 0 

240 LF G 

80 LF G 

Desert Fashion Plaza 
NWE 1105-001350 



3 Retail (Building # 3) Appendix C 

Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Signlficantly Damaged. 
Material Type: Material Description (Material Number) Asbestos?: YES or NO 

• Space Name (Space Number) 

BASEBOARD: 6 IN BLACK VINYL BASE COVE W/MASTIC. (Mil 23) ASBESTOS?: ND 

• SPACE: VACANT 4 (S# 183) 

BASEBOARD: 4 IN BEIGE VINYL BASE COVE WIMASTIC. (MI/24) ASBESTOS?: ND 

• SPACE: VACANT 3 (S# 193) 

Material Location in Space and Notes about Material in Space 

ON WALLS AT FLOOR, RESTROOM VESTIBULE. DELAMINATING 
FROM AGE. 

ON WALLS AT FLOOR, VARIOUS LOCATIONS. DELAMINATING 
DUE TO AGE. 

CEILING TILE: I Ff X I Ff WHITE MEDIUM FISSURE SPLINE CEILING TILES. (Mil 32) ASBESTOS?: ND 

·SPACE: VACANT 3 (S# 193) SUSPENDED CEILING VARIOUS LOCATIONS THROUGHOUT 
SPACE. DAMAGED FROM WATER ROOF LEAK. 

CEILING PANEL: 2 Ff X 2 Ff WHITE LARGE FISSURE W/PINHOLE CEILING PANEUi. (M/12&) ASBESTOS?: ND 

• SPACE: SAW SHOE (S# 173) SUSPENDED CEILING SYSTEM IN SHOE AREA OF SPACE. 

• SPACE: VACANT 4 (S# 183) SUSPENDED CEILING. DAMAGED FROM WATER ROOF LEAK. 

CEILING PANEL: 2 Ff X 4 Ff WHITE MEDIUM FISSURE W/PINHOLE CEILING PANEL. (M/129) ASBESTOS?: ND 

• SPACE: SAW SHOE (S# 173) SUSPENDED CEILING SYSTEM IN OFFICE. 

• SPACE: VACANT 5 (511181) SUSPENDED CEILING. DAMAGED FROM WATER ROOF LEAK. 

CEILING PANEL: 2 Ff X 4 Ff WHITE COARSE FINISH CEILING PANELS, PAINTED RUST. (Mil 30) ASBESTOS?: ND 

• SPACE: SAW SHOE (S# 173) SUSPENDED CEILING SYSTEM IN DRESSING ROOM AREA OF 
'SPACE. 

• SPACE: RITVA JEWELRY (S# 1n) SUSPENDED CEILING SYSTEM. 

CEILING PANEL: 2 Ff X 2 Ff WHITE COARSE CEILING PANELS. (Mil 31) ASBESTOS?: ND 

• SPACE: SAW SHOE (S# 173) SUSPENDED CEILING SYSTEM IN MAIN RETAIL AREA OF SPACE. 

SPRAY -ON: WI-IlTE SPRAY ACOUSTICAL CEILING TEXTURE. (Mil I 0) ASBESTOS?: ND 

• SPACE: TED LAND (S# 169) ON CEILINGS MEZZANINE HALL & OFFICES, CEILINGS & UPPER 5 
FT OF MAIN FLOOR, INCLUDING MEZZANINE FACE. 

SPRAY -ON: WIIITE SPRAY ACOUSTICAL CEILING. (Mil II) ASBESTOS?: ND 

·SPACE: VACANT 3 (S# 193) CEILING-!N_E ROOMS. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 
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Quantity Units Cond. 

10 LF D 

65 LF 

1.750 SF 

900 SF 

504 SF 

80 SF 

640 SF 

200 SF 

385 SF 

1,258 SF 

387 SF 

340 SF 

D 

D 

G 

D 

G 

D 

G 

G 

G 

G 

G 

Desert Fashion Plaza 
NWE 1105-001350 



3 Retail (Building # 3) Appendix C 

~ 

Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 
Material Type: Material Description (Material Number) Asbestos?: YES or Nl> 

• Space Name (Space Number) Material Location in Space and Notes about Material In Space 

SI!EE"ffiOCK: BUILT-OUT GYPSUM PANELS WrfAPE & JOINT COMPOUND, TEXTURED. (Mil I) ASBESTOS?: NO 

• SPACE: VACANT 2 (S# 165) ALL TEXTURED BUILT .OUT WALLS & CEILINGS 1ST FLOOR. 

• SPACE: SAVY SHOE {S# 173) 

• SPACE: RITVA JEWELRY (S# 177) 

·SPACE: VACANT 3 (S# 193) 

WALLS IN OFFICE. 

N & S 10FT OF E WALL. DAMAGED FROM DESTRUCTIVE 
FORCES. 

BUILT-OUTWALLS. DAII-\A.GED FROM DESTRUCTIVE FORCES. 

SHEETROCK: 4 IT X 8 IT GYPSUM PANELS Wrf APE & JOINT COMPOUND, PATCHING. (Mil 3) ASBESTOS?: NO 

·SPACE: VACANT 2 (S# 165} SHELVING WALL PATCHES IN E & W DEMISING WALLS. 

SHEETROCK: DEMISING GYPSUM PANELS WrfAPE & JOINT COMPOUND. (Mil 5) ASBESTOS?: ND 

• SPACE: SERVICE CORRIDOR 4 (S# 3) S DEMISING WALL, W WALL & PATCH MIDWAY ON N DEMISING 
WALL 

• SPACE: TED LAND (S# 169} 

• SPACE: SAVY SHOE (S# 173) 

• SPACE: R!TVA JEWELRY (S# 177) 

• SPACE: VACANT 6 (S# 179) 

• SPACE: VACANT 5 (S# 181) 

• SPACE: VACANT 4 (S# 183) 

• SPACE: VACANT 3 (S# 193) 

TEXTURING: WHITE WALL TEXTURE. (M# 2) ASBESTOS?: NO 

·SPACE: VACANT 2 (S# 165} 

• SPACE: SAVY SHOE (S# 173) 

• SPACE: RITVA JEWELRY (S# 177) 

• SPACE: VACANT 3 (S# 193) 

OTIIER: 12 fN X 36 IN BROWN RU1311ER STAIR TREADS WI ADHESIVE. (M/120) 

• SPACE: VACANT 2 (S# 165) 

OTI lf:R: J IN WHITE DUCT TAPE. (Mil 27) ASBESTOS?: NO 

·SPACE: TEO LAND (S# 169) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

WALLS, CEILINGS, MEZZANINE HALLS, OFFICES & RESTROOM. 

DEMISING WALLS. 

WWALL 

DEMISING WALLS. 

WALLS, EXCEPT RESTROOM. 

WALLS & PLENUM. 

. WALLS IN JANITOR CLOSET N END OF SPACE. 

ON GYPSUM WALLS & CEILINGS 1ST FLOOR. 

ON WALLS IN OFFICE. 

N & S 10 FT OF E WALL. 

ON GYPSUM WALLS. 

AS13ESTOS?: NO 

STORES ON W SIDE OF SPACE .. 

. 
ON DUCT IN SfW STOCK ROOM. 

1':1gc 10of41 

Quantity Units Cond. 

G 

686 SF G 

330 SF D 

1,088 SF 0 

392 SF G 

1,470 SF G 

13,135 SF G 

3.940 SF G 

140 SF G 

910 SF G 

1,062 SF G 

740 SF G 

270 SF G 

636 SF G 

330 SF 

1.088 SF G 

57 SF G 

22 LF G 

Desert Fashion Plaza 
NWE 1105·00JJ50 



4 Retail (Building # 4) Appendix C 

~ 

Material Summary Report Condition Legend: G=Good1 D=Damaged, SD=Significantly Damaged. 
Material Type: J\1nterial Description (Materinl Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

Conlains Asbestos: 

Material Location in Space and Notes about Material in Space 

fLOOR TILE: 121N X 121N RUST MOTTLED FLOOR TILE WIMASTJC. (MI/8) ASDESTOS?: YES 

• SPACE: VACANT 7 (S# 201) ON FLOORS IN OFFICE, UNDER MATERIAL 7. CONCEALED. 

SHEETRpCK: DEMISING GYPSUM PANELS WffAPE & JOINT COMPOUND. {Mil I) ASilESTOS?: YES 
1 SPACE: RISER 5 (S# 5) S, E & N WALLS. 

• SPACE: VACANT 7 (S# 201) 
1 SPACE: BG'S ELECTRIC {S# 205) 

·SPACE: VACANT 8 (S# 209) 

• SPACE: DANI C (S# 211) 

• SPACE: EXPRESS & STRUCTURE (S# 219) 

·SPACE: VACANT 9 (S# 227) 

No Asbestos Detected: 

DEMISING WALLS. 

DEMISING WALLS. 

DEMISING WALLS. 

DEMISING WALLS. PARTIALLY CONCEALED BEHIND WOOD 
SlATS. 

DEMISING WALLS. 

DEMISING WALLS. 

PLASTER: GRAY TROWELLED-ON METAL LATH W/SCRATCH COAT. (MI/16) ASBESTOS?: ND . 

• SPACE: DAN! C (S# 211) COLUMNS BETWEEN DISPLAY WINDOWS N & N/E WALLS OF 
SPACE .. 

FLOOR TILE: 121N X 121N BLACK FLOOR TILE W/MASTIC. (MI/7) ASBESTOS?: NO 

• SPACE: VACANT 7 (S# 201) ON FLOORS IN OFFICE, ABOVE A CONCEALED LAYER OF 
MATERIAL 8. DAMAGED FROM AGE DETERIORATION & 
DESTRUCTIVE FORCES. 

FLOOR SI!EET: 6FT ROLLED CREAM \V/RUST & YELLOW SPECKS VINYL SHEETS \VIIlACK!NG PAPER & MASTIC. (Mil 12) ASBESTOS?: NO 

• SPACE: VACANT 8 (S# 209) ON FLOORS, EXCLUDING RESTROOM & ENTRY. 

FLOOR SHEET: 6 FT ROLLED BROWN GEOMETRICAL VINYL SHEETS W/MASTIC. (Mil 17) ASBESTOS?: NO 

• SPACE: VACANT 9 (S!/227) FLOOR OF MEZZANINE LEVEL, N ROOM. DAMAGED FROM 
DESTRUCTIVE FORCES. 

BASEBOARD: 3 IN CREAM & VINYL BASE COVE W/MASTIC. (Mill I) ASBESTOS?: ND 

• SPACE: BG'S ELECTRIC (S# 205) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

ON WALLS AT FLOOR. 

Page I I of41 

Quantity Units Cond. 

112 SF 0 

800 SF G 

SF G 

2,124 SF G 

10.640 SF G 

SF G 

9,000 SF G 

3,560 SF G 

320 SF G 

112 SF D 

532 SF G 

200 SF D 

170 LF G 

Desert Fashion Plaza 
NWE 1105-001350 



4 Retail (Building # 4) Appendix C 

Material Summary Report Condition Legend~ G=Good, D=Damagcd~ SD=Signlficantly Damaged. 
Material Type: l\tntcrial Description (Material Number) Asbestos?: YES or ND 

I Space Name (Space Number) 

BASEBOARD: 3 IN BLACK VINYL BASE COVE \\'/MASTIC. (Mil 15) ASBESTOS?: NO 
I SPACE: DAN I c (S# 211) 

Material Location In Space and Notes about Material in Space 

ON WALLS AT FLOOR DRESSING ROOM AREA. 

CEILING PANEL: 2 Fr X 4FT WHITE. MEDIUM fiSSURE CEILING PANELS, PAINTED GRAY. (Mil 9) ASBESTOS?: NO 
·SPACE: VACANT 7 (S# 201) SUSPENDED CEILING SYSTEM. 

CEILING PANEL: 2 Fr X 2FT WI·IITE EXTRA COARSE CEILING PANELS. (Mil 10) ASBESTOS?: ND 

• SPACE: BG'S ELECTRIC (S# 205) SUSPENDED CEILING SYSTEM. 

CEILING PANEL: 2FT X 4 FT WI liTE GYPSUM CEILING PANELS WIVINYL FACING. (Mil 13) ASBESTOS?: NO 
• SPACE: VACANT 8 (S# 209} SUSPENDED CEILING SYSTEM. 

CEILING PANEL: 2FT X 4FT \VII!TE MEDIUM FISSURE CEILING PANELS. (M1114) ASBESTOS?: NO 
• SPACE: DANI C (S# 211) SUSPENDED CEILING SYSTEM. WATER DAMAGE FROM ROOF 

LEAK. 

SHEETROCK: 13UILT-OUT GYPSUM PANELS Wrr APE & JOINT COMPOUND, UN FINIS II EO. (Mil 4) ASBESTOS?: ND 

• SPACE: VACANT? (S# 201) WALLS. 

• SPACE: BG'S ELECTRIC (S# 205) RESTROOM CEILING. 

• SPACE: DAN I C (S# 211) WALLS & CEILING. 

• SPACE: EXPRESS & STRUCTURE (S# 219) WALLS, CEILING IN AREA W/OUT SUSPENDED CEILING 
. SYSTEMS. 

SHEETROCK: BUILT-OUT GYPSUM PANELS WffAPE&JOINTCOMPOUND W/MEDIUMTE>..'TURE. (MII5) ASBESTOS?: NO 
• SPACE; BG'S ELECTRIC (S# 205) WALLS & CEILING. 

• SPACE: VACANT 8 (S# 209) WALLS & RESTROOM CEILING. 

TEXTURING: MEDIUM WHITE WALL TEXTURE ON DEMISING WALLS. (Mil 3) ASBESTOS?: NO 

• SPACE: BG'S ELECTRIC (S# 205) DEMISING WALLS, EXCLUDING N RESTROOM. 

• SPACE: VACANT 8 (S# 209) DEMISING WALLS. 

TEXTURING: MEDIUM WHITE WALL TEXTURE ON BUILT-OUT WALLS. (MI/6) ASBESTOS?: NO 

• SPACE: 8G'S ELECTRIC (S# 205) 

• SPACE: VACANT 8 (S# 209) 

Northwest Envirocon, Inc. 
Environmental Consuhing Services 

WALLS & gElLING. 

WALLS & CEILING. 

P:1ge 12 of41 

Quantity Units Cond. 

86 LF G 

524 SF G 

1,024 SF G 

532 SF G 

476 SF 0 

680 SF G 

124 SF G 

542 SF G 

14,244 SF G 

1,110 SF G 

546 SF G 

1,200 SF G 

6,384 SF G 

1,110 SF G 

546 SF G 

Desert Fashion Plaza 
NWE 1/05-001350 



5 Retail (Building # 5) Appendix C 

Material Summary Report Condition legend; G=Good, D=Damaged, SD=Significantly Damaged. 
Material Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) Material Location in Space and Notes about Material in Space 

C-ontains Asbestos: 

FLOOR TILE: 12 IN X 12 IN BROWN W/BRO\VN & WHITE STREAKS FLOOR TILE & MASTIC. (Mil 35) ASBESTOS?: YES 

• SPACE: VACANT 12 (S# 267) FLOOR THROUGHOUT SPACE. 

FLOOR !ILE: 12 IN X 12 IN GREEN MOTTLED FLOOR TILE \V/MASTIC. (M# 36) ASBESTOS?: YES 

• SPACE: VACANT 11 (S# 271) FLOOR IN NON-RETAIL AREA OF SPACE. 

FLOOR TILE: 9 IN X 9 TN CREAM W/BEIGE STREAKS & MASTIC. (Mil 37) ASBESTOS?: YES 

• SPACE: 2ND FLOOR B (SII 11) FLOORS &STAIRWELL 1ST & 2ND FLOOR LANDING. DAMAGED 
FROM AGE. 

·SPACE: 2ND FLOOR C (S# 12) 40 SF OF ENTRANCE FLOOR & ELEVATOR CONTROL ROOM 
FLOOR. DAMAGED FROM DESTRUCTIVE FORCES. 

·SPACE: MAINTENANCE 1 (S# 275) FLOOR SIE CORNER (FRAGMENTED WIMASTIC RESIDUE). 
DAMAGED FROM DESTRUCTIVE FORCES. 

FLOOR TILE: 9 IN X 9 IN BLACK W/\VHITE STREAKS FLOOR TILE & MASTIC. (M/139) ASBESTOS?: YES 

·SPACE: ALLEY'S (S# 287) FLOOR THROUGHOUT MEZZANINE, EXCLUDING RESTROOM. 
DAMAGED FROM AGE & DESTRUCTIVE FORCES. 

FLOOR TILE: 12 IN X 12 IN RUST W/13LACK FISSURES FLOOR TILE & MASTIC. (M/140) ASBESTOS?: YES 

·SPACE: ALLEY'S (S# 287) FLOOR, MEZZANINE LEVEL LUNCH ROOM. 

FLOOR TILE: 12 IN X 12 IN BEIGE & BROWN MOTTLED FLOOR TILE W/MAST!C. (MI/44). ASBESTOS?: YES 

• SPACE: SERVICE CORRIDOR 2 (S# 2) FLOOR OF S LEG OF CORRIDOR. 

FLOOR TILE: 9 IN X 91N TAN W/13ROWN FLECKS FLOOR TILE W/MAST!C. (M1146) ASBESTOS?: YES 

• SPACE: 2ND FLOOR A (S# 10) JANITOR CLOSET. DAMAGED FROM AGE. 

FLOOR SHEET: 6FT ROLLED TAN SQUARE PATTERN VINYL SHEET W/BACKING PAPER & MASTIC. (M/131) ASBESTOS?: YES 

• SPACE: VACANT 14 (S# 255) FLOOR, E PORTION OF STOCK ROOM. 

·SPACE: SAVY STORAGE (S# 281) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

FLOOR IN STOCK ROOM. 
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Quantity Units Cond. 

3,180 SF 

364 SF 

720 SF 

325 SF 

50 SF 

893 SF 

81 SF 

1,248 SF 

48 SF 

20 SF 

SF 

G 

G 

0 

0 

SD 

D 

G 

G 

D 

G 

G 

Desert Fashion Plaza 
NWE 1105-00!350 



5 Retail (Building # 5) Appendix C 

Material Summary Report Condition Legendt G=Good, D=Damaged, SD=Significantly Damaged. 
Material Type: Material Description (Mntcrinl Number) Asbestos?: YES or ND 

• Space Name {Space Number) 

SHEETROCK: BUILT-OUT GYPSUM PANELS WffAPE & JOINT COMPOUND, (Mil 6) 

Material Location in Space and Notes about Material in Space 

ASBESTOS?: YES 

• SPACE: SERVICE CORRIDOR 2 (S# 2) 

• SPACE: SERVICE CORRIDOR 3 (S# 3) 

• SPACE: ELECTRICAL ROOM 4A (S# 5) 

• SPACE: RISER 8 (S# 8) 

• SPACE: 2ND FLOOR C (S# 12) 

• SPACE: HOT CHA CHA (S# 261) 

• SPACE: VACANT 12 (S# 267) 

• SPACE: VACANT 10 (S# 279) 

• SPACE: SAW STORAGE (S# 281) 

TEXTURING: WHITE MEDIUM WALL TEXTURE. (M114) ASBESTOS?: YES 

• SPACE: SERVICE CORRIDOR 3 (S# 3) 

• SPACE: ELECTRICAL ROOM 4A (S# 5) 

• SPACE: GENEVIEVE (S# 251) 

• SPACE: VACANT 13 (S# 263) 

• SPACE: VACANT 11 (S# 271) 

• SPACE: SHARPER IMAGE STORAGE (S# 283) 

OHlER: BLACK FLOOR TILE MASTIC. (Mil 49) ASBf:.STOS?: YES 

• SPACE: 2ND FLOOR A (S# 10) 

No Asbestos Detected: 

WALLS & CEILING OF W LEG OF CORRIDOR, NEW 
CONSTRUCTION. 

CEILING & E 6FT OF S WALL. 

N &SWALLS. 

E WALL. 

BUll T-OUT WALLS AROUND SHAFTS & W 10 FT OF S WALL 

BUILT-OUT WALLS. 

CEILING IN RESTROOMS. 

BUILT -OUT WALLS & RESTROOM CEILING & EXIT LOBBY. 

BUILT-OUT WALLS, CEILINGS IN RESTROOMS & DRESSING 
ROOMS. 

CEILING & E 6 FT OF S WALL. 

N &SWALLS. 

DEMISING WALLS! BACK ROOM, BUILT-OUT WALLS. 

DEMISING & BUILT-OUT WALLS. 

DEMISING & BUILT-OUT WALLS. 

DEMISING & BUILT-OUT WALLS. 

FLOORS. CONCEALED BY CARPET. 

PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER, UNFINISHED. (MI/7) ASBESTOS?: NO 

• SPACE: ALLEY'S (S# 287) MECHANICAL ROOM WALLS. 

PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER W/SCRATCH COAT. (Mil 8) ASBESTOS?: ND 

·SPACE: ALLEY'S (S# 287) WALLS N"i W OF N ROOM MEZZANINE LEVEL. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 
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Quantity Units Cond. 

1,410 SF G 

200 SF G 

240 SF G 

160 SF G 

696 SF G 

SF G 

SF G 

SF G 

G 

200 SF G 

240 SF G 

1.400 SF G 

8.000 SF G 

6.600 SF G 

SF G 

3,750 SF 

1,080 SF G 

540 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



5 Retail (Building # 5) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Material Type: Material Description (J'rbtcrial Number) Asbestos?: YES or ND 

• Space Name (Space Number) Material Location in Space and Notes about Material in Space 

PLASTER: GRAY TROWELLED·ON METAL LA TI-l EXTERIOR STUCCO W/COARSE SCRATCH COAT. (Mil I 0) ASBESTOS?: ND 

• SPACE: SERVICE CORRIDOR 2 (S# 2) EXTERIOR STUCCO, FORMER EXTERIOR OF BUILDING Nf# 
CORNER, S WALL OF CORRIDOR 

FLOOR_ TILE: I 2 IN X 12 IN LIGHT GRAY W/\VI·IITE STREAKS FLOOR TILE \\'/MASTIC. (Mil 32) ASBESTOS?: ND 

• SPACE: HOT CHA CHA (SII261) FLOOR IN RESTROOM. 

FLOOR TILE: 12 IN X 12 IN BEIGE MARBLE & WOOD PATTERN FLOOR TILE \VIMASTIC. (M/133) ASBESTOS?: ND 

·SPACE: VACANT 13 (SI/263) FLOOR IN STOCK ROOM AT MEZZANINE LEVEL. 

FLOOR TILE: 12IN X 121N TAN SQUARE PATTERN FLOOR TILE W/MASTIC. (MI/34) ASBESTOS'!: ND 

• SPACE: VACANT 13 (S# 263) FLOOR IN RESTROOM. 

FLOOR TILE: 12 IN X 12 IN WI-IlTE W/DARK ORA Y ST~EAKS FLOOR TILE WIMASTIC. (Mil 38) ASBESTOS?: ND 

• SPACE: VACANT 10 (SII 279) FLOOR IN STOCK ROOM & RESTROOM. 

FLOOR TILE: 121N X 121N BEIGE MARBLE FLOOR TILE W/MASTIC. (MI/41) ASBESTOS?: NO 

·SPACE: ALLEY'S (S# 287) FLOOR Nf# CORNER OF RETAIL AREA OF SPACE. 

FLOOR TILE: 12IN X 12 IN OFF·WHITE MOTTLED FLOOR TILE WIMASTIC. (MI/45) ASBESTOS'!: NO 

• SPACE: SERVICE CORRIDOR 2 (S# 2) FLOOR OF S LEG OF CORRIDOR. 

• SPACE: ELEVATOR (S# 9) FLOOR. 

FLOOR TILE: 9 IN X 91N BEIGE W/CREAM, BLACK & RUST STREAKS FLOOR TILE & MASTIC. (Mil 47) ASBESTOS?: NO 

• SPACE: 2ND FLOOR A (S# 10) FLOOR, MEZZANINE LEVEL LANDING. DAMAGED FROM AGE & 
DESTRUCTIVE FORCES. 

• SPACE: 2ND FLOOR 8 (S# 11) 

BASEBOARD: 3 IN CREAM VINYL BASE COVE W/MASTIC. (Mil 22) ASBESTOS?: ND 

• SPACE: GENEVIEVE (S# 251) 

BASEBOARD: 4 TN CREAM VrNYL BASE COVE WIMASTIC. (Mil 23) ASBESTOS?: ND 

• SPACE: 2ND FLOOR A (S# 10) 

• SPACE: HOT CHA CHA (S# 261) 

Northwest Envirocon, Inc. 
Em•ironmental Consulting Services 

FLOOR, MEZZANINE LEVEL LANDING. 

ON WALLS AT FLOOR, STORAGE AREAS OF RESTROOM. 

ON WALLS AT FLOOR RECEPTIONIST AREA, BREAK ROOM, 
SOME OFFICES, STORAGE CLOSET, JANITOR CLOSET. 

ON WALLS AT FLOOR IN RESTROOM. 
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Quantity Unils Cond. 

1,350 SF G 

42 SF G 

70 SF G 

40 SF G 

264 SF G 

400 SF G 

162 SF G 

35 SF G 

36 SF D 

36 SF G 

22 LF G 

805 LF G 

26 LF G 

Desert Fashion Plaza 
NWE 1105-001350 



5 Retail (Building # 5) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

J\1aterial Type: Material Description (Material Number) Asbestos?: YES or ND 
• Space Name (Space Number) 

BASEBOARD: 4 IN DLACK VINYL BASE COVE W/MASTIC. (MII24) ASBESTOS?: ND 

• SPACE: VACANT 12 (S# 267) 

• SPACE: VACANT 10 {S# 279) 

• SPACE; SHARPER IMo\GE STORAGE (S# 283) 

·SPACE: ALLEY'S (S# 287) 

BASEBOARD: 4 IN ORA Y VINYL BASE COVE W/MASTIC. (Mil 25) ASBESTOS?: ND 

·SPACE: SERVICE CORRIDOR 2 (S# 2) · 

• SPACE: VACANT 12 (S# 267) 

• SPACE: VACANT 11 (S# 271) 

BASEDOARD: 4 IN DLUE VINYL BASE COVE W/MASTIC. (MII26) ASBESTOS?: ND 

• SPACE: VACANT 11 (S# 271) 

BASEBOARD: 4 IN BEIGE VINYL BASE COVE W/MAST!C. (Mil 27) ASBESTOS?: ND 

• SPACE: SERVICE CORRIDOR 2 (S# 2) 

• SPACE: SHARPER IMo\GE STORAGE (S# 283) 

Maleriall.ocalion In Space and Notes about Material in Space 

ON WALLS AT FLOOR BACK ENTRYTO RETAIL SPACE. 

ON WALLS AT FLOOR. 

ON WALLS AT FLOOR IN RETAIL AREA OF SPACE. 

ON WALLS AT FLOOR AT MEZZANINE LEVEL. DELAMINATION 
DUE TO AGE. 

ON WALLS AT FLOOR, S LEG OF CORRIDOR. 

ON WALLS AT FLOOR BACK ENTRY TO RETAIL SPACE. 

ON WALLS AT FLOOR IN NON-RETAIL AREA OF SPACE. 

ON WALLS AT FLOOR IN RETAIL AREA OF SPACE. 

ON WALLS AT FLOOR. 

ON WALLS AT FLOOR ENTRY TO DRESSING ROOM. 

BASEBOARD: 4 IN DARK BROWN VINYL BASE COVE W/MASTIC. (Mil 28) ASBESTOS?: ND 

• SPACE: ELECTRICAL ROOM 4A (S# 5) . E WALL. 

• SPACE: 2ND FLOOR A (S# 10) ON WALLS AT FLOOR RECEPTIONIST AREA, BREAK ROOM, 
SOME OFFICES, STORAGE CLOSET, JANITOR CLOSET. 

• SPACE: ALLEY'S (S# 287) ON WALLS AT FLOOR, PERIMETER. 

BASEBOARD: 4 IN TAN VINYL !lASE COVE W/MASTIC. (Mil 29) ASBESTOS?: ND 

·SPACE: SERVICE CORRIDOR 2 (S# 2) ON WALLS AT FLOOR. 

BASEDOARD: 2 IN CREAM VINYL BASE COVE W/MASTIC. (Mil 30) ASBESTOS?: NO 

• SPACE: 2ND FLOOR A (SI/10) LOBBY WALLS & WALLS INSIDE SOME OFFICES AT FLOOR. 

BASEIJOARD: 6 IN BLACK VINYL BASE COVE W/MASTIC. (MI/43) ASBESTOS?: NO • 

• SPACE: ALLEY'S (S# 287) VERTICAt'SURFACE OF STAIRS. 

Quantity Units Cond. 

4 LF G 

322 LF G 

110 SF G 

332 LF D 

208 LF G 

17 LF G 

135 LF G 

215 LF G 

275 LF G 

5 LF G 

4 LF 

805 LF G 

246 LF G 

130 LF G 

130 LF G 

138 LF G 

Northwest Envirocon, Inc. Desert Fashion Plaza 
Environmental Consulling Services NWE 1105-001350 
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5 Retail (Building # 5) Appendix C 

• Material Summary Report Condition Legend: G-Good, D=Damaged, SD=Significantlv Damaged. 
Material Type: l'tlaterial Description (Material Number) Mbestos?: YES or ND 

• Space Name (Space Number) 

CEILING TILE: l FT X l FT WI·IITE EXTRA COARSE SPLINE CEILING TILE. (Mil 19) 

• SPACE: ALLEY'S (S# 287) 

Material Location in Space and Notes about Material in Space 

ASBESTOS?: NO 

SUSPENDED CEILING SYSTEM LUNCH ROOM & MANAGERS 
OFFICE MEZZANINE LEVEL. 

CEILING PANEL: 2FT X 4FT WHITE MEDIUM FISSURE & PINHOLE CEILING PANELS, PAINTED MUSTARD. {Mill!) ASBESTOS?: ND 

• SPACE: GENEVIEVE (S# 251) SUSPENDED CEILING SYSTEM THROUGHOUT SPACE, EXCEPT 
RESTROOM. WATER DAMAGE FROM ROOF LEAKS. 

CEILING PANEL: 2 rT X 4FT Wll!TE COARSE CEILING PANEL. (Mil 12) ASBESTOS?: ND 

·SPACE: VACANT 14 (S# 255) SUSPENDED CEILING SYSTEM IN RESTROOM. 

CEILING PANEL: 2 rT X 4 FT WI·!ITE MEDIUM FISSURE, IN I rT X I FT PATTERN CEILING PANEL. (Mil 13) ASBESTOS?: ND 

• SPACE: HOT CHA CHA (S# 261) SUSPENDED CEILING SYSTEM IN RESTROOM. 

CEILING PANEL: 2 Fr X 4 FT Wll!TE MEDIUM FISSURE CEILING PANEL. (Mil 14) ASBESTOS?: ND 

·SPACE: VACANT 12 (S# 267) SUSPENDED CEILING SYSTEM RETAIL AREA OF SPACE. 

• SPACE: VACANT 11 (S# 271) 

• SPACE: SAVY STORAGE (Stl281) 

·SPACE: SHARPER IMAGE STORAGE (S# 263) 

CEILING PANEL: 2FT X 2FT WHITE COARSE CEILING PANEL. (Mil 15) ASBESTOS?: ND 

SUSPENDED CEILING SYSTEM RETAIL AREA OF SPACE. WATER 
DAMAGE FROM ROOF LEAKS. 

SUSPENDED CEILING SYSTEM. 

N AREA OF SPACE. 

• SPACE: HOT CHA CHA (S# 261) SUSPENDED CEILING SYSTEM RETAIL AREA, OFFICE. 

• SPACE: VACANT 10 (S# 279) SUSPENDED CEILING SYSTEM RETAIL AREA, OFFICE. 

CEILING PANEL: 2FT X 4FT WHITE MEDIUM FISSURE W/PINHOLE CEILING PANEL. (Mil 16) ASBESTOS?: ND 

• SPACE: VACANT 10 (S# 279) SUSPENDED CEILING SYSTEM NON-RETAIL AREA OF SPACE, 
EXCLUDING RESTROOM. 

CEILING PANEL: 2FT X 2fT WHITE MEDIUM FISSURE CEILING PANEL. (Mil 17) ASBESTOS?: ND 

·SPACE: SHARPER IMAGE STORAGE (S# 283) S AREA OF SPACE. 

CEILING PANEL: 2FT X 2 H WHITE MEDIUM FISSURE & PINHOLE CEILING PANELS. (Mil 18) ,\SBESTOS?: ND 

• SPACE: ALLEY'S (S# 287) SUSPENDED CEILING SYSTEM RETAIL AREA. 

CEILING PANEL: 2FT X 2FT WHITE W/FISSURES & MEDIUM PERFORATIONS CEILING PANELS. (MI/21) ASBESTOS?: ND 

·SPACE: 2ND FLOOR A (S# 10) CEILINGS OF LOBBY. OFFICES & CORRIDOR. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 
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Quantity Units Cond. 

135 SF G 

1,168 SF D 

20 SF G 

42 SF G 

3,375 SF G 

2,381 SF D 

G 

325 SF G 

1,009 SF G 

2,223 SF G 

156 SF G 

750 SF G 

780 SF G 

2.000 SF G. 

Desert Fashion Plaza 
NWE 1105-001350 



5 Retail (Building # 5) Appendix C 

~ . 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=S•gnlficantlv Damaged. 

Material Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) Material Location in Space and Notes about Material in Space 

SPRAY -ON: WI-liTE SPRAY -ON ACOUSTICAL CEILING. (Mil 20) ASBESTOS?: ND 

• SPACE: VACANT 13 (S# 263) CEILING MAIN RETAIL AREA, WALLS & CEILING MECHANICAL 
CLOSET ON MEZZANINE LOWER LEVEL UNDER MEZZANINE. 
WATER DAMAGE FROM ROOF LEAK. 

SHEETROCK: DEMISING GYPSUM PANELS Wff AI'E & JOINT COMPOUND_ (Mil I) ASUESTOS?: ND 

• SPACE: SERVICE CORRIDOR 2 (S# 2) WALLS & CEILINGS, EXCLUDING CEILINGS OF S & W LEGS OF 
CORRIDOR. 

• SPACE: SERVICE CORRIDOR 3 (S# 3) 

·SPACE: ELECTRICAL ROOM 4 (SII4) 

• SPACE: ELECTRICAL ROOM 4A (S# 5) 

• SPACE: PUBLIC FACILITIES (S# 6) 

• SPACE: RISER 8 (S# 8) 

• SPACE: 2ND FLOOR A (S# 10) 

• SPACE: 2ND FLOOR B (S# 11) 

• SPACE: 2ND FLOOR C (S# 12) 

• SPACE: GENEVIEVE (S# 251) 

• SPACE: VACANT 14 (S# 255) 

• SPACE: HOT CHA CHA (S# 261) 

• SPACE: VACANT 13 (S# 263) 

: SPACE: VACANT 12 (S# 267) 

• SPACE: VACANT 11 (S# 271) 

• SPACE: MAINTENANCE 1 (S# 275) 

• SPACE: VACANT 10 (S# 279) 

• SPACE: MAINTENANCE 2 (S# 280) 

• SPACE: SAW STORAGE (S# 281) 

• SPACE: SHARPER IWIGE STORAGE (S# 283) 

• SPACE: ALLEY'S (S# 287) 

• SPACE: TRILUSSA RESTAURANT (S# 291) 

Northwesl Envirocon, lnc
Environmcnlal Consulling Services 

S 8 FT OF E & W WALLS. 

WALLS. 

E&WWALLS. 

WALLS & CEILING. 

S, E & W 8FT OF N WALL. 

All WALLS & STAIRWELL, RESTROOM, STORAGE CLOSET & 
JANITOR CLOSET CEILINGS. 

ALL WALLS, CORRIDOR & STAIRWELL CEILINGS. 

ORIGINAL PERIMETER WALLS. PORTIONS CONCEALED BY NEW 
GYPSUM. DAMAGED FROM DESTRUCTIVE FORCES. 

DEMISING WALLS. 

DEMISING WALLS. 

DEMISING WALLS. 

DEMISING WALLS. 

DEMISING WALLS. 

DEMISING WALLS. 

N DEMISING WALL. 

DEMISING WALLS. 

N, E, S WALLS. 

DEMISING WALLS. 

DEMISING WALLS. 

WALLS MEZZANINE CEILINGS, EXCLUDING LUNCH ROOM & 
MANAGERS OFFICE. 

DEMISING WALLS. 

P01gc 18 of 41 

Quantity Units Cond. 

1,864 SF D 

7,558 SF G 

160 SF G 

1,120 SF G 

560 SF G 

1,400 SF G 

480 SF G 

11,985 SF G 

4,420 SF G 

2,400 SF D 

2,800 SF G 

1,680 SF G 

2,280 SF G 

6,440 SF G 

4,820 SF G 

5,040 SF G 

240 SF G 

5,240 SF G 

1,170 SF G 

G 

2.220 SF G 

10,778 SF G 

G 

Desert fnshiori!iiaza 
NWE 1105-001350 



5 Retail (Building # 5) Appendix C 

Material Summary Report Condition Legem!: G=Good, D=Damagad, SD=Significantly Damaged. 
Material Type: Material Description (l\1aterial Number) Asbestos?: YES or ND 

• Space Name (Space Number) Material Location in Space and tlotes about Material in Space 

SHEETROCK: BUILT-OUT GYPSUM PANELS Wn'APE & JOINT COMPOUND, TEXTURED. (MI/3) ASBESTOS?: ND 

• SPACE: GENEVIEVE (S# 251) BUILT-OUT WALLS & RESTROOM CEILING. 

• SPACE: VACANT 14 (S# 255) 

• SPACE: VACANT 13 (S# 263) 

• SPACE: VACANT 11 (S# 271) 

• SPACE: SHARPER IMAGE STORAGE (S# 283) 

OTHER: 121N X 361N BLACK STAIR TREAD W/MASTIC. (Mil 42} ASBESTOS?: ND 

·SPACE: ALLEY'S (S# 287) 

BUILT -OUT WALLS, CEILING N PORTION OF RETAIL AREA & 
STOCKROOM. 

BUll T-OUT WALLS, CEILINGS, RESTROOMS, DRESSING ROOM, 
LOWER LEVEL STOCK ROOMS. 

BUILT -OUT WALS & CEILING OF RESTROOM. 

BUILT-OUTWALLS. 

ON. STAIRS, BOTH STAIRWELLS. 

OTHER: 12 IN X 361N BEIGE W/CREAM, BLACK & RUST STAIR TREAD & MASTIC. (Mil 48) ASBESTOS?: ND 

• SPACE: 2ND FLOOR A (S# 1 0) STAIRS. 

·SPACE: 2ND FLOOR 8 (S# 11) 

OTHER: WI-UTE LEVELING COMPOUND. (Mil SO) ASBESTOS?: NO 

·SPACE: 2ND FLOOR A (S# 10) 

OTHER: 3 IN WI·IITE DUCT TAPE. (Mil 51) ASBESTOS?: ND 

• SPACE: ALLEY'S (S# 287) 

Northwest Envirocon, Inc. 
Environmentnl Consulting Services 

STAIRS. DAMAGED FROM AGE & DESTRUCTIVE FORCES. 

LOBBY FLOOR. CONCEALED BY CARPET & MARBLE FLOOR TILE. 

ON AIR HANDLING DUCTS. 

Page 19 of41 

Quanlity Units Cond. 

1,095 SF G 

650 SF G 

2,334 SF G 

1,690 SF G 

990 SF G 

156 SF G 

100 SF G 

100 SF D 

200 SF 

124 LF G 

Desert Fashion Plaza 
NWE 1105-001350 



6 Former 1-Magnum (Building # 6) Appendix C 

~ 

Material Summary Report Condition Legend: G=Good, D=Damagedl SD=Significantly Damaged. 
Material Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

Contain~ Asbe~tos: 

Material Localion in Space and Noles about Material in Space 

SHEETROCK: BUILT ..OUT GYPSUM PANELS Wff APE & JOINT COMPOUND. TEXTURED. {Mil 5) ASBESTOS?: YES 

·SPACE: CAFE MARVELOUS (S# 231) CEILINGS. 

·SPACE: B.B.I. (L.R.T.W.) (S# 241) WALLS & CEILING OF RESTROOM. 

1 SPACE: RETAIL SPACE 243 (S# 243) 

TEXTURING: WHITE WALL TEXTURE. (MI/6) ASBESTOS1: YES 
1 SPACE: CAFE MARVELOUS (S# 231) 

I SPACE: B.B.I. (L.R.T.W.) (S# 241) 

• SPACE: RETAIL SPACE 243 (S# 243) 

No Asbestos Detected: 
FLOOR TILE: 12 IN X 121N BEIGE FLOOR TILE \V/MAST!C. (Mil 7) ASBESTOS?: NO 

·SPACE: RETAIL SPACE 243 (S# 243) 

WALLS IN RESTROOM. DAMAGED FROM DESTRUCTIVE FORCES. 

CEILING. 

WALLS & CEILING OF RESTROOM. 

WALLS IN RESTROOM. 

FLOOR IN RESTROOM. 

BASEBOARD: 4 IN LIGHT BROWN VINYL BASE COVE W/MASTIC. (M# 2) ASBESTOS?: NO 

·SPACE: FORMER !·MAGNUM (S# 239) ON WALLS AT FLOOR. 

BASEBOARD: 4 IN CREAM VINYL BASE COVE W/MASTIC. (Mil 9) ASBESTOS?: NO 

• SPACE: RETAIL SPACE 243 (S# 243) ·oN WALLS AT FLOOR IN RESTROOM. 

CEILING TILE: l FT X I FT WHITE COARSE SPLINE CEILING TILE. (Mil 3) ASBESTOS?: NO 

• SPACE: FORMER I-MAGNUM (S# 239) SUSPENDED CEILING SYSTEM. 

CEILING PANEL: 2FT X 2FT WHITE COARSE SQUARE PA TIERN CEILING PANELS. (Mil 8) ASI3ESTOS1: NO 

·SPACE: RETAIL SPACE 243 (S# 243) SUSPENDED CEILING SYSTEM RETAIL AREA OF SPACE & 
RESTROOM. WATER DAMAGE FROM LEAKING ROOF. 

SHEETROCK: DEMISING GYPSUM PANELS WffAPE & JOINT COMPOUND. (Mil I) 

• SPACE: B.B.I. (L.R.T.W.) (S# 241) 

·SPACE: RETAIL SPACE 243 (S# 243) 

• SPACE: ELECTRICAL CLOSET (S# 244) 

• SPACE: VACANT 15 (S# 247) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

ASBESTOS1: NO 

DEMISING WALLS. 

DEMIS!Nl? WALLS, EXCLUDING N WALL. 

N& E WALLS. 

S OEM ISING WALL. DAMAGED FROM DESTRUCTIVE FORCES. 

Pagc20of4l 

Quantity Unlts Cond. 

1,423 SF G 

185 SF G 

225 SF D 

1,423 SF G 

185 SF 

225 SF 

25 SF G 

1,568 LF G 

20 LF G 

40,173 SF G 

297 SF D 

2,280 SF G 

1.040 SF G 

720 SF G 

620 SF D 

Desert Fashion Plaza 
NWE 1!05-00 1350 



6 Former 1-Magnum (Building # 6) Appendix C 

Material Summary Report Condition Legend:~G=Good, D=Damaged, SD=Signiflcantly Damaged. 
Material Type: 1\laterial Description (l\-laterial Number) Asbestos?: YES or ND 

• Space Name (Space Number) Material Localion in Space and Notes about Malerialln Space 

SHEETROCK: BUILT·OUT GYPSUM PANELS wrr APE & JOINT COMPOUND, UNFINISHED. (Mil 4) ASBESTOS?: NO 

·SPACE: CAFE MARVELOUS (S# 231) BUILT-OUT & DEMISING WALLS. 

• SPACE: FORMER I-MAGNUM (S# 239) WALLS THROUGHOUT. 

• SPACE: B.B.I. (L.R.T.W.) (S# 241) BUILT-OUT WALLS. 

• SPACE: RET AIL SPACE 243 (S# 243) 

• SPACE: VACANT 15 (SII247) 

OTHER: BEIGE SPRAY-ON STRUCTURAL FIREPROOFING. (Mil I 0) ASBESTOS?: NO 

• SPACE: RETAIL SPACE 243 (S# 243) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

BUll T-OUT WALLS. 

SN" CORNER WALLS. 

ON STRUCTURAL BEAMS OF E END SHOPS. 

Page 21 of 41 

Quantity Units Cond. 

3,450 SF G 

55,851 SF G 

1,055 SF G 

300 SF G 
240 SF G 

408 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



7 Interior Corridors (Building # 7) Appendix C 

Material Summary Report Condition Legend~ G=Good, D=Dnmaged, SD=Signlficantly Damaged. 
Material Type: Matcri~l Description {Material Num!Jcr) As!Jcstos?: YES or ND 

• Space Name (Space Number) Material Location in Space and ~loles about Material in Space 

No A~bcstos Detected: 

PLASTER: GRAY TROWELLED-ON BRICK PLASTER W/SCRA TCH COAT. {M# 2) ASBESTOS?: ND 

WALLS. • SPACE: INTERIOR CORRIDOR 1 (S# 1) 

• SPACE: INTERIOR CORRIDOR 2 (S# 2) 

• SPACE: INTERIOR CORRIDOR 3 (S# 3) 

• SPACE: INTERIOR CORRIDOR 4 (S# 4) 

WALLS PERIMETER COLUMNS OF SPACE 243. 

WALLSN&S. 

WALLS SNJ & S/E CORNERS OF SPACE. 

PLASTER: GRAY TROWELLED-ON BRICK PLASTER WI ADOBE FINIS II. (Mil 6) ASBESTOS?: ND 

·SPACE: INTERIOR CORRIDOR 2 (S# 2) · E WALLS CENTER OF SHOPS. 

• SPACE: INTERIOR CORRIDOR 4 (S# 4) 

• SPACE: INTERIOR CORRIDOR 5 (S# 5) 

WALLS NN/ CORNER. 

WALLS SN/ CORNER. 

BASEBOARD: 4 IN GRAY VINYL BASE COVE \V/MASTJC. (Mil 3) ASBESTOS?: NO 

• SPACE: INTERIOR CORRIDOR 1 (S# 1) 

• SPACE: INTERIOR CORRIDOR 2 (S# 2) 

• SPACE: INTERIOR CORRIDOR 4 (S# 4) 

ON GYPSUM WALLS AT FLOORS. 

ON WALLS AT FLOOR OF S/E GYPSUM WALLS. 

ON GYPSUM WALLS AT FLOOR. 

SHEETROCK: GYPSUM PANELS WffAPE & JOINT COMPOUND, UNTEXTURED. {Mil l) AS!JESTOS?: ND. 

·SPACE: INTERIOR CORRIDOR 1 (S# 1) WALLS & CEILING. 

• SPACE: INTERIOR CORRIDOR 2 (S# 2) WALLS N/E, SIE CORNERS CEILINGS THROUGHOUT SPACE. 

• SPACE: INTERIOR CORRIDOR 3 (S# 3) 

• SPACE: INTERIOR CORRIDOR 4 (S# 4) 

• SPACE: INTERIOR CORRIDOR 5 (S# 5) 

WALLS N/E CORNER OF SPACE, STOREFRONT OF SPACE 271, 
275; CEILINGS THROUGHOUT. 

WALLS SPACE 209, CEILINGS THROUGHOUT SPACE. 

NfW CORNER WALLS & CEILING THROUGHOUT. 

SHEETROCK: GYPSUM PANELS Wff APE & JOINT COMPOUND W/COARSE TEXTURE. (Mil 4) ASBESTOS?: ND 

·SPACE: INTERIOR CORRIDOR 1 (S# 1) WALLS. 

TEXTURING: COARSE WALL TEXTURE (Mil 5) ASBESTOS?: NO 

• SPACE: INTERIOR CORRIDOR 1 (S# 1) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

ON WALLS. 

Page 22 of4l 

Quantity Units Cond. 

800 SF G 

46 SF G 

3,890 SF G 

1,040 SF G 

460 SF G 

520 SF G 

680 SF G 

98 LF G 

38 LF G 

18 LF G 

6,237 SF G 

3,940 SF G 

15,800 SF G 

3,203 SF G 

4,472 SF G 

820 SF G 

820 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



Exterior of Buildings-2 (Building # EB-2) Appendix C 

.. 
Material Summary Report Condition Legend: G,.Good, D,.Damaged, SD,.Significantly Damaged. 

1\In!erial Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

No Asbestos Ddeeted: 

Material Location In Space and Notes about Material in Space 

PLASTER: GRAY TROWELLED-ON METAL LA TI-l EXTERIOR STUCCO W/COARSE SCRA TCI-1 COAT. (Mil I) ASBESTOS?: NO 
·SPACE: EXTERIOR 2 (S# 2) EXTERIOR WALLS. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Pngc 23 of •ll 

Quantity Units Cond. 

9,100 SF G 

Desert Fashion Plaza 
NWE 1105·001350 



Exterior of Buildings-3 (Building # EB-3) Appendix C 

Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Slg!lificantlv Damaged. 
l'tla!erial Type: Malcrial Dcscriplion (Ma!crial Number) Asbestos?: \'ES or NO 

• Space Name (Space Number) Material Location in Space and Notes about Material in Space 

Coniains Asbestos: 

PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH COAT. (Mill) ASBESTOS?: YES 

• SPACE: EXTERIOR 3 (S# 3) EXTERIOR WALLS. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Pil~c 24 of 41 

Quantity Units Cond. 

3,300 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



Exterior of Buildingsw4 (Building # EBw4) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Dam~gcd, SD=Signlficantly Damaged. 

1\lnterial Type: Material Description (l'rlnterial Number) Asbestos?: YES or Nil 

• Space Name (Space Number) Material Location in Space and Notes about Material in Space Quantity Units Cond. 

No Asbrstos Detected: 

PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH COAT. (Mil l) ASBESTOS?: NO 

• SPACE: EXTERIOR 4 (S# 4) EXTERIOR WALLS. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

1';1gc 25 of 41 

3,440 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



Exterior of Buildings-5 (Building # EB-5) Appendix C 

Material Summary Report Condition Legend; G=Good, O=Damag~d, SD=Sinnificantlv Damaged. 
l'tlalcrial Type: Material Description (Material Number) Asbestos?: YES or ND 

• Spacl! Naml! (Spacl! Number) Matl!rial Location In Space and Notes about Material in Space Quantity Units Cond. 

No A~btstos Detected: 

PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO \V/COARSE SCRATCH COAT. (Mil I) ASBESTOS?: ND 

• SPACE: EXTERIOR 5 (S# 5) E EXTERIOR WALL & E 15FT OF N EXTERIOR WALL. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 26 of41 

3,125 SF G 

Desert Fashion Plaza 
NWE 1105-001350 



Exterior of Buildings-6 (Building # EB-6) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Material Type: Material Description (Material Number) Asbestos?: YES or ND 
• Space Name (Space Number) 

No .-'t.sbrstos J)ctectcd: 

Material Locatlon in Space and Notes about Material In Space 

PLASTER: GRAY TROWELLED-ON METAL LAm EXTERIOR STUCCO W/COARSE SCRATCH COAT. (M# l) ASBESTOS?: ND 

·SPACE: EXTERIOR 6 (S# 6) EXTERIOR WALLS. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

P~gc 27 of 41 

Quantity Units Cond .. 

SF 

Desert Fashion Plaza 
NWE 1105-001350 



Roof of Buildings EX-01 (Building# EX-01) Appendix C 

Material Summary Report Condition Legend': G=Good, D=Damaged, SD=Significantly Damaged. 
Material Type: 1\hterial Description (Material Number) Asbestos?: YES or NO 

• Space Name {Space Number) 

-Conlains Asb~stos: 

BUILT-UP ROOFING: FELT, TAR & GRAVEL (EDGE). (M112) ASBESTOS?: YES 

• SPACE: ROOF 1 {S# 1) 

Material Location in Space and Notes about Material in Space 

EDGES OF ROOF. DETERIORATED FROM AGE. 

ROOFING MASTICS: PATC!-l!NG, PENETRATION & FLASHING MASTIC. (MIIJ) ASBESTOS?: YES 

·SPACE: ROOF 1 (S# 1) PATCHES, PENETRATIONS, EDGES & FLASHING. SOME 
DETERIORATION FROM AGE. 

PLASTER: ORA Y TROWELLED-ON METAL LA Til EXTERIOR STUCCO, PAINTED, (MII4) ASBESTOS?: YES 

• SPACE: ROOF 1 {S# 1) EXTERIOR FACIA AT ROOF LEVEL PERIMETER OF BUILDING. 

No Asbestos Defected: ,, 

BUILT-UP ROOFING: FELT, TAR & GRA VEQ:(FIELD). (Mil I) ASBESTOS?: NO 

• SPACE: ROOF 1 (S# 1) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

ROOF THROUGHOUT. DETERIORATED FROM AGE. 

Pngc 28 of41 

Quantity Units Cond. 

440 SF 

250 SF D 

2.660 SF 

SF D 

Desert Fashion PIHZa 
NWE 1105-001350 



Roof of Buildings EX"02 (Building # EX"02) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Material Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

No At:bestos Detected: 

Material location in Space and Notes about Material in Space 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR WIRUBBERCAP SHEET (FIELD). (Mff I) ASBESTOS?: ND 

• SPACE: ROOF 2 (S# 2) ROOF THROUGHOUT. 

13UILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGES). (MI/ 3) ASBESTOS?: NO 

• SPACE: ROOF 2 (S# 2) EDGES OF ROOF. 

ROOFING MASTICS: PENETRATIONS, PATCHES & FLASHING. (MI/2) ASBESTOS?: NO 

• SPACE: ROOF 2 (S# 2) PENETRATIONS, PATCHES & FLASHING. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 29 of41 

Quantity Units Cond. 

5.900 SF 

SF 

SF 

Desert Fashion Plaza 
NWE ffOS-00 1350 



Roof of Buildings EX-03 (Building # EX-03) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

1\faterial Type: Material Description (Material Number) Asbestos?: YES or NO 
• Space Name (Space Number} 

Contains ;\sbcstos: 

ROOFING MASTICS: PATCHING MASTIC. (M/12) ASBESTOS?: YES 

• SPACE: ROOF 3 (S# 3) 

No Asbestos Detected: 

Material Location in Space and Noles about Material in Space 

PENETRATIONS, PATCHES & FLASHING. 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBDER CAP SHEET (FIELD). (Mil I) ASBESTOS?: ND 

• SPACE: ROOF 3 (S# 3) ROOF THROUGHOUT. DETERIORATED FROM AGE. 

BU!LT·UP ROOFING: MULTI· LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGES) (Mil J) AS!3ESTOS?: ND 

• SPACE: ROOF 3 (S# 3) EDGES OF ROOF. 

Nonhwest Envirocon, Inc. 
Environmental Consulting Services 

Pngc 30 of4l 

Quantity Units Cond. 

50 SF 

2,900 SF D 

SF 

Dcscn Fashion Plaza 
NWE 1105-00 I 350 



Roof of Buildings EX-04 (Building # EX-04) Appendix C 

~ 

Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaqr•d. 
Material Ty(lc: 1\.Iatcrial Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

Contains Asbestos: 

ROOP!NG MASTICS: PATCHING MASTIC. (Mil 3) ASI3ESTOS?: YES 

·SPACE: ROOF 4 (S# 4) 

No Asbestos Detected: 

Material Location In Space and Notes about Material in Space 

PENETRATIONS, PATCHES & FLASHING. 

13UILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUI313ER CAP SHEET (FIELD). (Mill) ASBESTOS?: NO 

·SPACE: ROOF 4 (S# 4) ROOF THROUGHOUT. 

PLASTER: GRAY TROWELLED-ON METAL LATH, COARSE EXTERIOR STUCCO, PAINTED. (MII2) ASBESTOS?: NO 

• SPACE: ROOF 4 (S# 4) S & E WALLS OF OFFICES & N/E 17.5 FT OF S 112 OF W WALL. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Pagc31 of41 

Quantity Units Cond. 

200 SF 

41,000 SF 

1.250 SF 

Desert Fashion Plaza 
NWE 1105-001350 



Roof of Buildings EX-05 (Building # EX-05) Appendix C 

Material Summary Report Condition LegendtG=Good, D=Damaged, SD=Significantly Damaged. 
l\la!crial Type: IHaterial Descrip!ion (Ma!erial Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

Contains Asb~tos: 

ROOFING MASTICS: PATCI-IING MASTIC (Mil 2) ASBESTOS?: YES 

·SPACE: ROOF 5 (S# 5) 

No Asbestos Detected: 

Material Location in Space and Notes about Material in Space 

PENETRAT!ONS, PATCHES & FLASHING. 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FIELD). (Mil I) ASBESTOS?: NO 

• SPACE: ROOF 5 (S# 5) ROOF THROUGHOUT. 

mm;r-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGES). (Mil 3) ASBESTOS?: ND 

·SPACE: ROOF 5 (S# 5) EDGES OF ROOF. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 32 of4l 

Quantity Units Cond. 

160 SF 

32,000 SF 

SF 

Desert fashion Plaza 
NWE 1105-001350 



Roof of Buildings EX-06 (Building # EX-06) Appendix C 

~ 

Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Signlficantly Damaged. 
Material Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

Contains Asbestos: 

Material Location in Space and Notes about Material in Space 

BUlL T -UP ROOFING: MULTI-LAYERED FELT & TAR W/RUI3BER CAP SHEET (FIELD). (Mil I) ASBESTOS?: YES 

• SPACE: ROOF 6 (S# 6) ROOF THROUGHOUT. 

BUILT-JJP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGES). (M/14) ASBESTOS?: YES 

• SPACE: ROOF 6 (S# 6) EDGES OF ROOF. 

ROOFING MASTICS: PATCHING MASTIC. (M/13) ASBESTOS?: YES 

• SPACE: ROOF 6 (S# 6) PENETRATIONS, PATCHES & FLASHING. 

No Asbestos Detected: 
PLASTER: GRAY TROWELLED-ON METAL LATH COARSE EXTERIOR STUCCO, PAINTED. (MII2) ASBESTOS?: ND 

·SPACE: ROOF 6 (S# 6) WIND WALLS AT ROOF LEVEL. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Pngc 33 of41 

Quantity Units Cond. 

15,600 SF 

280 SF 

200 SF 

SF 

Desert Fashion Plaza 
NWE 1105-001350 



Roof of Buildings EX-07 (Building # EX-07) Appendix C 

Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Signlficantlv Damaged. 
l\faterinl Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) Material Location in Space and Notes about Material in Space Quantity Units Cond. 

Contains Asbestos: 

ROOFING MASTICS: PATCHING MASTIC. (MII3) ASBESTOS?: YES 

• SPACE: ROOF 7 (S# 7) PENETRATIONS, PATCHES & FLASHING. 

No Asbestos Detected: 

IJU!LT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUI313ER CAP SHEET (FIELD) (MI/2) ASBESTOS?: ND 

• SPACE: ROOF 7 (S# 7) ROOF THROUGHOUT. 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGE). (MII4) ASBESTOS?: ND 

·SPACE: ROOF 7 (S# 7) EDGES OF ROOF. 

PLASTER: GRAY TROWELLED-ON METAL LA TI-l COARSE EXTERIOR STUCCO, PAINTED. (Mil 1) ASI3ESTOS?: ND 

• SPACE: ROOF 7 (S# 7) WIND W/<LLS AT ROOF LEVEL 

Nonhwest Envirocon, Inc. 
Environmental Consulting Services 

Page 34 of41 

150 SF 

SF 

SF 

6.350 SF 

Descr1 Fashion Plaza 
NWE 1105-001350 



Roof of Buildings EX-08 (Building # EX-08) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Significantly Damaged. 

Material Type: Material Description (l\1atcrial Number} Asbestos?: YES or ND 
• Space Name (Space Number) 

Contains Asbestos: 

ROOFING MASTICS: PATCHING MASTIC. (MII2) ASBESTOS?: YES 

• SPACE: ROOF 8 (S# 8) 

No Asbestos Detected: 

Material Location In Space and Notes about Material in Space 

PENETRATIONS, PATCHES & FLASHING. 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FIELD} (Mil I) ASBESTOS?: NO 

• SPACE: ROOF 8 (S# 8) ROOF THROUGHOUT. 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET(EDOE). (MI/3) ASBESTOS?: ND 

• SPACE: ROOF 8 (S# 8) EDGES OF ROOF. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 35 of41 

Quantity Units Cond. 

75 SF 

8,700 SF 

SF 

Desert Fashion Plaza 
NWE 1105-001350 



Roof of Buildings EX-09 (Building # EX-09) Appendix C 

Material Summary Report Condition Legen~: G=Good, D=Damaged, SD=Signlficantly Damaged. 
Material Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

Contains Asbestos: 

ROOFING MASTICS: PATCIUNG MASTIC. (Mil 3) ASI3ESTOS?: YES 

• SPACE: ROOF 9 (S# 9) 

Material Location In Space and Notes about Material in Space 

PENETRATIONS, PATCHES & FLASHING. 

PLASTER: GRAY TROWELLED-ON METAL LA Til, COARSE EXTERIOR STUCCO, PAINTED. (MI/2) ASBESTOS?: YES 

• SPACE: ROOF 9 (S# 9) PENTHOUSE WALL 

No Asbestos Detected: 
BUlL T-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FJELD) {Mil I) ASBESTOS?: ND 

• SPACE: ROOF 9 (S# 9) ROOF THROUGHOUT. 

!3UILT-UP ROOFING: MULTI-LAYERED FELT & TAR WfRUBBER CAP SHEET (EDGE). (Mil 4) ASBESTOS?: ND 

• SPACE: ROOF 9 (S# 9) EDGES OF ROOF. 

Nonhwest Envirocon, Inc. 
Environmental Consulling Services 

Pngc 36 of41 

Quantity Units Cond. 

75 SF 

7,000 SF 

SF 

SF 

Desert Fashion Plaza 
NWE #05-001350 



Roof of Buildings EX-10 (Building# EX-10) Appendix C 

Material Summary Report Condition LegenCJ: G=Good, D=Damaged, SD=Signlficantly Damaged. 
J\Jaterial Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Hame (Space Humber) 

Contains Asbestos: 

ROOFING MASTICS: PATCHING MASTIC. (MII2) ASBESTOS?: YES 
• SPACE: ROOF 10 (S# 10) 

No Asbestos Detected: 

Material location in Space and Notes about Material in Space 

PATCHES. 

BUlL T-UP ROOFING: WI-IlTE STYROFOAM BA TIING WIRUBGER CAP SHEET (Mil I) ASBESTOS?: ND 

• SPACE: ROOF 10 (S# 10) ROOF THROUGHOUT. 

Nonhwest Enviroeon, Inc. 
Environmental Consulting Services 

Page 37 of41 

Quantity Units Cond. 

50 SF 

SF 

Desert Fashion Plaza 
NWE 1105-001350 



Roof of Buildings EX-11 (Building # EX-11) Appendix C 

Material Summary Report Condition Legentl: G=Good, D=Damaged, SD=Signlficantly Damaged. 
1\.ta!erial Type: Ma!erial Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) 

Contain~ Asb~stos: 

ROOFING MASTICS: PATCHING MASTIC. (MI/2) ASBESTOS?: YES 

• SPACE: ROOF 11 (S# 11) 

No Asbestos Detected: 

Material Location in Space and Notes about Material in Space 

PATCHES. 

llUILT-UP ROOFING: WI·HTE STYROFOAM DA 1TING \VIR UDDER CAP SHEET. (Mil I) ASBESTOS?: ND 

• SPACE: ROOF 11(S# 11) ROOF THROUGHOUT. 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Page 38 of 41 

Quantity Units Cond. 

50 SF 

SF 

Desert Fashion Plaza 
NWE 1105-001350 



Roof of Buildings EXM12 (Building# EX-12) Appendix C 

Material Summary Report Condition Legenl:l: G=Good, D=Damaged, SD=Significantly Damaged. 
Material Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number) Material Location in Space and Notes about Material in Space 

Contains A~htstos: 

BUILT-UP ROOFrNG: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FIELD). (Mil I) ASBESTOS?: YES 

• SPACE: ROOF 12 (S# 12) ROOF THROUGHOUT. 

BUlL T-UP ROOFING: MULTI-LAYERED fELT & TAR W/RU!113ER CAP SHEET (EDGE). (Mil J) ASBESTOS?: YES 

·SPACE: ROOF 12 (S# 12) EDGES OF ROOF. 

ROOFrNG MASTICS: PATCHrNG MASTIC. (MI/2) ASBESTOS?: YES 

• SPACE: ROOF 12 (S# 12) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

PENETRATIONS, PATCHES & FLASHING. 

Page 39 of41 

Quantity Units Cond. 

3,800 SF 

270 SF 

50 SF 

Desert Fashion Plaza 
NWE #05-001350 



Roof of Buildings EX-13 (Building tt- EX-13) 

Material Summary_Report 
Material Type: Material Description (1\lntcrial Number) A~!Jrstos?: YES or NO 

• Space Name (Space Number) 

No Asbestos Uttcctcd: 

BUILT-UP ROOFING: FELT, TAR & WHITE PAINT WIELD) (Mil l) ASBESTOS?: ND 

·SPACE: ROOF 13 (S# 13) 

BUILT-UP ROOFING: FELT, TAR & WHITE PAINT (EDGE) (M/12) ASBESTOS?: NO 

·SPACE: ROOF 13 (St113) 

Northwest Envirocon, Inc. 
Environmcnlal Consulting Services 

Appendix C 

Condition Legertd: G=Good, D=Damage_d, SD=Signific:arillY_Damaged. 

Material Location In Space and Noles about Material In Space 

ROOF THROUGHOUT. PAINT IS PEELED AWAY DUE TO AGE. 

EDGES OF ROOF. PAINT IS PEELED AWAY DUE TO AGE. 

Quantity Units Cond. 

SF D 

SF D 

Desert Fashion Plaza 
NWE 1105-00IJSO 

Pagc40of41 



Roof of Buildings EX-14 (Building# EX-14) Appendix C 

.. 
Material Summary Report Condition Legend: G=Good, D=Damaged, SD=Signlficantly Damaged. 

1\Ialcrial Type: Material Description (Material Number) Asbestos?: YES or ND 

• Space Name (Space Number} 

No J\-shestns Detected: 

IJUILT·UP ROOFING: FELT, TAR & WHITE PAINT (FIELD). (Mil I) ASBESTOS?: ND 
• SPACE: ROOF 14 (S# 14) 

BUILT-UP ROOFING: FELT, TAR & WI·IITE PAINT (EDGE). (MI/2) ASBESTOS?: ND 

• SPACE: ROOF 14 (S# 14) 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Material Location in Space and Notes about Material In Space 

ROOF THROUGHOUT. PAINT IS PEELED AWAY DUE TO AGE. 

EDGES OF ROOF. PAINT IS PEELED AWAY DUE TO AGE. 

Page 41 of <II 

Quantity Units Cond. 

SF D 

SF D 

Desert Fashion Plaza 
NWE 1105-001350 



1 Bank of America (Building# 1) 

Sample Summary Report ~ 

FLOOR TILE: 121N X 12 IN GRAY MOTTLED W/MASTIC. (M# 1) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
1 1 1 ND 

BASEBOARD: 4 IN GRAY VINYL BASE COVE W/MASTIC. (M# 2) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
1 2 1 NO 
1 2 2 ND BASE COVE. 
1 2 2A YES <1% MASTIC. 

CEILING TILE: 1 FT X 1 FT WHITE MEDIUM FISSURE SPLINE. (M# 3) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosile Crocidoli!e Tremolite Actinolite Anthophyllite Sample Note 

1 3 1 NO 
1 3 2 NO 

SHEETROCK: 4FT X 8FT GYPSUM PANELS WIT APE & JOINT COMPOUND, PAINTED. (M# 4) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremollte Actinolite Anthophyllite Sample Note 
1 4 1 NO 

SHEETROCK: 4FT X 8 FT GYPSUM PANELS WIT APE & JOINT COMPOUND, PAINTED & UNPAINTED. {M# 5) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chryso!ile Amosi!e Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

1 5 1 YES <1% 1-2% IN JOINT COMPOUND. 

5 2 YES <1% 1-2% IN JOINT COMPOUND. 

1 5 3 ND 

OTHER: DARK BROWN CEILING TILE MASTIC. (M# 6) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
1 6 1 YES <1% 

FLOOR TILE: 121N X 121N BEIGE MOTILEDW/MASTIC. (M#7) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? 
1 7 1 NO 

7 2 NO 

7 2A YES 

Chryso!ile Amosite Crocidotite Tremotite Actinolite Anthophyllite Sample Note 

15% 

FLOOR TILE. 
MASTIC. 

FLOOR TILE: 12 IN X 12 IN OFF-WHITE W/MASTIC. (M# 8) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? 
1 8 1 ND 

8 1A YES 

Chrysoti!e Amosi!e Crocido!ite Tremolite Actinolite Anthophyllite Sample Note 
FLOOR TILE. 

2% MASTIC. 

Nonhwest Envirocon, Inc. 
Environmental Consulting Services 

Notos: "NO" = Nono Detected, "YES" = Asboslos Doteclcd, "NAP SP" = Not analyzed, prior sample pos~ivo. IMlero muMi·layor analysis results aro not shown for 
mu!ti-compol1!lnt motorial samplos, all sample layers were found to bo "NO". Mntcrials not sampled do not appear on tnis report seo Matorial Summary Report 
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1 Bank of America (Building# 1) 

Sample Summary Report ~ 

PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER W/SCRATCH COAT. {M# 10) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocido!ite Tremolite Actinolite Anthophyllite Sample Note 
1 10 1 NO 

10 2 NO 
1 10 3 NO 

PLASTER: GRAY TROWELLED-ON METAL LATH PLASTER W/SCRATCH COAT, PAINTED. {M# 11) ASBESTOS?: NO 

Build.ing# Material# Sample# Asbestos? Chrysoti!e Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
1 11 1 NO 

1 11 2 NO 

11 3 NO 
11 4 NO 
11 5 NO 
11 6 NO 
11 7 NO 

CEILING PANEL: 2FT X 2FT WHITE MEDIUM FISSURE T-SAR CEILING SYSTEM. (M# 12) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
1 12 1 ND 

OTHER: WHITE TROVVELLED-ON SCRATCH COAT (M# 13) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysolile Amosile Crocidolite Tremolite Actinolite Anthophyll1!e Sample Note 
1 13 1 YES 5% 
1 13 2 NAPSP 
1 13 3 NAPSP 

PLASTER: BEIGE TROWELLED-ON GYPSUM LATH SCRATCH COAT, PAINTED. (M# 14) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotife Amosite Crocidolite Tremoli!e Actinolite Anthophyllite Sample Note 

1 14 1 NO 

1 14 2 NO 

14 3 NO 
14 4 NO 
14 5 NO 
14 6 NO 
14 7 NO 

Northwest Env irocon, Inc. 
Environmental Consulting Services 

Nctcs: "ND" = Ncno Octcdod, "YES" = Asbestos Dctoc!cd, "NAPSP" = Not analyzed, prior sample positivo. Whoro muMi-loycr analysis rosults aro not shown for 
multi-component material samplos. an sample layers woro found to be '"ND". Materials not sampled do not appear on this report; soc Material Summary Ropcrt. 
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2 Retail (Building # 2) 

Sample Summary Report ~ 

SHEETROCK: 4 FT X 8FT GYPSUM PANELS WffAPE & JOINT COMPOUND, SMOOTH, DEMISING WALLS. (M# 1) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidotite Tremotite Actinome Anthophyllite Sample Note 
2 1 1 YES <1% 1-2% IN JOINT COMPOUND. 
2 1 2 YES <1% 1-2% IN JOINT COMPOUND. 
2 1 3 NO 

TEXTURING: WHITE WALL TEXTURE (DEMISING WALLS ONLY). (Mtt 2) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 2 1 NO 
2 2 2 NO 
2 2 3 NO 
2 2 4 NO 
2 2 5 NO 

SHEETROCK: 4 FT X 8 FT GYPSUM PANELS WfTAPE & JOINT COMPOUND, TEXTURED & PAINTEO, BUILT-OUT WALLS. (M# 3) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidoli!e Tremolite /\cUnolite Anthophyllite Sample Note 
2 3 1 NO 

TEXTURING: WHITE TEXTURE ON BUILT-OUT WALLS. (M# 4) ASBESTOS?: ND 

Building# 
2 
2 
2 
2 
2 

Material# Sample# 
4 1 
4 2 
4 3 
4 4 
4 5 

Asbestos? 
NO 
NO 
ND 
ND 
NO 

Chrysotile Amosite Crocidolite Tremolite i\ctinolite Anthophyllite Sample Note 

SHEETROCK: 4 FT X 8 FT GYPSUM PANELS WfTAPE & JOINT COMPOUND W/OUT TEXTURE, PAINTED, BUILT-OUT WALLS. (M# 5) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 5 1 NO 
2 5 2 NO 
2 5 3 NO 
2 5 4 NO 

PLASTER: GRAY TROWELLED-ON METAL LATH & PLASTER, COARSE, UNPAINTED. (M# 6) ASBESTOS?: NO 

Building# Material# 
2 6 
2 6 
2 6 

Nonhwest Envirocon, Inc. 
Environmental Consulting Services 

Sample# 
1 
2 
3 

Asbestos? 
NO 
NO 
NO 

Chrysolite Amosite Crocidolite Tremotite Actinolite Anthophyllite Sample Note 

Notos: '"ND" ~ Non!> Oatectod, "YES"" Asboslos Ooloctod, '"NAPSP"' =Not analyzod, ~>rior samplo positive. Whoro muNi-layor anolysis rosulls aro not shown for 
mulli-compononl material samplos. all somplo layors woro found to bo '"ND". Materials not samplod do nolnppoar on this report: soo Malorial Summary Roport. 
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2 Retail (Building # 2) 

Sample Summary Report ~ 

PLASTER: GRAY TROWELLED-ON METAL LATH & PLASTER W/SCRATCH COAT, PAINTED. (M# 7) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 7 1 ND 
2 7. 2 NO 
2 7 3 NO 
2 
2 

7 
7 

4 
5 

NO 
ND 

FLOOR TILE: 12 IN X 12 IN BEIGE W/BLACK STREAKS FLOOR TILE & MASTIC. (M# 8) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophylllte Sample Note 
2 8 1 NO 

FLOOR TILE: 12 IN X 12 IN GRAY W/WHITE & BROWN STREAKS FLOOR TILE & MASTIC. (M# 9) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 9 1 YES <1% TILE. 
2 9 1A ND MASTIC. 

FLOOR TILE: 121N X 121N CREAM W/BLACK STREAKS FLOOR TILE W/MASTIC. (M# 10) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 10 1 NO 

FLOOR TILE: 12 IN X 12 IN BEIGE W/GRA Y STREAKS FLOOR TILE & MASTIC. (M# 11) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolile Actinolite Anthophyllite Sample Note 
2 11 1 NO 

FLOOR TILE: 12 IN X 12 IN GRAY W/WHITE STREAKS FLOOR TILE & MASTIC. (M# 12) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 12 1 NO 

FLOOR TILE: 121N X 121N CREAM & GRAY MOTILED FLOOR TILE & MASTIC. (M# 13) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 13 1 NO 

FLOOR TILE: 12 IN X 121N BEIGE & WHITE MOTILED FLOOR TILE & MASTIC. (M# 14) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolile Actinolite Anthophyllite Sample Note 
2 14 1 NO 

OTHER: BLACK FLOOR TILE MASTIC. (M# 15) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? 
2 15 1 YES 

Chrysotile Amosite Crocidolile Tremolite _ Actinolite Anthophyllite Sample Note 
10% 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Noles: "NO"= None Dolectod, "YES"= A!lboslos Doleeled. "NAPSP" =Not analyzed. prior sample positivo. \'more mufti-layer analysis results are nol shOwn for 
mulli-eomponenl material samples, an sample layers wero found to bo "NO". Materials no! sampled do nol appoar on this rcpo<1; seo Material Summary Ropol1. 
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2 Retail (Building # 2) 

Sample Summary Report .. 
BASEBOARD: 4 IN BROWN VINYL BASE COVE W/MASTIC. (M# 16) ASBESTOS?: YES 

Building# Material# SamplefJ Asbestos? 
2 16 1 NO 

Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
BASE COVE. 

2 16 1A YES <1% MASTIC. 

BASEBOARD: 6 IN GRAY VINYL BASE COVE W/MASTIC. (M# 17) ASBESTOS?: ND 

Buildingt~ Material# Sample# Asbestos? Chrysotile Amosile Crocidoti!e Tremolite Actinolite Anthophyllite Sample Note 
· 2 17 1 NO 

BASEBOARD: 4 IN GRAY BASE COVE W/MASTIC. (M# 18) ASBESTOS?; ND 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremotite Actinolite Anthophyllite Sample Note 
2 18 1 NO 

BASEBOARD: 4 IN BLACK BASE COVE W/MASTIC. (M# 19) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosile Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 19 1 ND 

BASEBOARD: 4 IN BEIGE BASE COVE W/MASTIC. (M# 2_0) ASBESTOS?: NO 

Buildingfl Material# Sample# Asbestos? Chrysotile Amosile Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 20 1 NO 

BASEBOARD: 4 IN CREAM BASE COVE W/MASTIC. (M# 21) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 21 1 NO 

CEILING PANEL: 2 FT X 2 FT WHITE COARSE CEILING PANEL. (M# 22) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 22 1 NO -

OTHER: 4 FT X 10 FT YELLOW VINYL WAINSCOT W/MASTIC. (M# 23) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 23 1 NO 

CEILING PANEL: 2FT X 4 FTWHITE GYPSUM CEILING PANEL. (M# 24) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidotite Tremotite Actinolite Anthophyllite Sample Note 
2 24 1 ND 

CEILING PANEL: 2FT X 4FT MEDIUM FISSURE W/PINHOLE CEILING PANEL. (M# 25) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolile Tremolite Actinolite Anthophyllite Sample Note 
2 25 1 NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Nolos: "NO"= Nono Oetecte<i, "YES"= rub<Jstos Doteclod. "NAPSP" =NO! analyzed. prior sample pOsitive. 'Mloro muH~Iayer analysis results aro not shown for 
multi-mmpononl material samples. all somplo lnyors wero found to ba "NO". Materials not sampled do not oppoar on this ropart; sea Material Summary Report. 
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2 Retail (Building # 2) 

Sam.,te Summ<~_ry Report ~ 

FLOOR TILE: 1 FT X 3 FT TAN VINYL STAIR TREADS W/MASTIC. (M# 26) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidoli!e Tremolite Actinolite Anthophyllite Sample Note 
2 26 1 NO 

CEILING PANEL: 2 FT X 4 FT WHITE MEDIUM & LARGE FISSURE CEILING PANELS. (Mfl 27) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
2 27 1 NO 

CEILING PANEL: 2 FT X 2 FT WHITE MEDIUM FISSURE W/PINHOLE CEILING PANELS. (M# 28) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

2 28 1 NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Notes; "NO"" Nooo Detodod, "YES"= Asbestos Dotcdod. "NAPSP" = Not onaly:Zcd, prior samplo positivo. Whore muHj.layer analysis results oro not shown for 
mu!li..;omponDnt material samples, all samplo layers wore found to be ''NO". Materials not sampled do not appear on this report soo Material Summary Repo~. 
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3 Retail (Building # 3) 

Sample Summary Report .. 
SHEETROCK: BUILT-OUT GYPSUM PANELS WfTAPE & JOINT COMPOUND, TEXTURED. (M# 1) ASBESTOS?: ND 

Building# 
3 
3 
3 

Material# 
1 
1 

Sample# 
1 
2 
3 

Asbestos? 

ND 
ND 
ND 

Chrysotile Amosite Crocidolite Tremo!ite Actinolite Anthophyllite Sample Note 

TEXTURING: WHITE WALL TEXTURE. (M# 2) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 2 1 ND 
3 2 2 ND 
3 2 3 ND 
3 2 4 . ND 
3 2 5 NO 

SHEETROCK: 4FT X 8FT GYPSUM PANELS WfTAPE & JOINT COMPOUND, PATCHING. (Mtl3) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

3 3 1 ND 
3 3 2 ND 

SHEETROCK: BUlL T-OUT GYPSUM PANELS WfTAPE & JOINT COMPOUND W/OUT TEXTURE. (M# 4) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 4 1 YES <1% 1-2% IN JOINT COMPOUND. 
3 4 2 ND 
3 4 3 ND 

SHEETROCK: DEMISING GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 5) ASBE_STOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 5 1 ND 
3 5 2 ND 
3 5 3 ND 

SHEETROCK: 4 FT X 8FT GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 6) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 6 1 y~ <1% 1-2% IN JOINT COMPOUND. 

3 6 2 YES <1% 1-2% IN JOINT COMPOUND. 
3 6 3 ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Notes: ''NO" • Nono DolocliMI, "YES" c Asbestos Detoelod, "NAPSP"" Not analyZed. prior sample positive. \'more mulj.layor analysis results e.ro not shown lor 
multi.componont material samples, nll sample layers wom found to be "NO". Materials not sampled do not appear on this report: see Material Summary Report. 
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3 Retail (Building # 3) 

Sample Summary Report .. 
PLASTER: GRAY TROWELLED·ON METAL LATH UNFINISHED PLASTER. (M# 7) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolile Actinolite Anthophyllite Sample Note 
3 7 1 ND 
3 7 2 ND 
3 7 3 ND 

PLASTER: GRAY TROWELLED·ON METAL W/SCRATCH COAT, COARSE, EXTERIOR STUCCO. (M# 8) ASBESTOS?: ND 

Building# Materialfl Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 8 1 ND 
3 8 2 ND 
3 8 3 ND 

PLASTER: GRAY TROWELLED.ON METAL LATH PLASTER W/SCRATCH COAT. {M# 9) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 9 1 
3 9 2 
3 9 3 

NO 
ND 
NO 

SPRAY·ON: WHITE SPRAY ACOUSTICAL CEILING. (M# 11) ASBESTOS?: NO 

Building# 
3 

Material# 
11 

Sample# 
1 

Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

3 11 
3 11 

2 
3 

NO 
ND 
ND 

FLOOR SHEET: 6FT ROLLED BLACK VINYL SHEET W/BACKING PAPER & MASTIC. (M# 12) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tre_molite Actinolite Anthophyllite Sample Note 
3 12 1 ND 

FLOOR TILE: 121N X 121N CREAM FLOOR TILE W/MASTIC. (M# 14) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolile Actinolite Anthophyllite Sample Note 
3 14 1 YES ~ n~ 

3 14 1A ND MASTIC. 

FLOOR TILE: 12 IN X 12 IN BEIGE W/BLACK STREAKS FLOOR TILE & MASTIC. (M# 15) ASBESTOS?: NO 

Building# Materialfl. Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 15 1 NO 

FLOOR TILE: 12 IN X 121N BROWN MOTILED FLOOR TILE W/MASTJC. (M# 16) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite ·f\clinolite Anthophyllite Sample Note 
3 16 1 NO 

Northwest Envirocon, Inc. 
Environmental Consulting Scr\'iccs 

Notos: '"NO" ~ None Detected, "YES"" Asbostos Doloded, "NAPSP"" Not nnatyzed, prior sample positivo. Where mutti-layor analysis results aro not shown for 
mulli-«>mpon<>nt matcrialsamplos, all sample layers wore found to bo '"ND". Materials not sampled do not appear on this ropor'l: so~ Material Summary Ropor'l. 
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3 Retail (Building # 3) 

Sample Summary Report ~ 

FLOOR TILE: 12 IN X 121N RED BRICK PATIERN FLOOR TILE W/MASTIC. (M# 17) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 17 1 NO 

FLOOR TILE: 91N X 91N BEIGE WfTAN STREAKS FLOOR TILE W/MASTIC. (M# 18) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 18 1 YES 2% TILE . 

. 3 18 1A YES 15% MASTIC. 

FLOOR TILE: 91N X 91N BLACK & CREAM FLOOR TILES W/MASTIC. (M# 19) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 19 1 NO 
3 19 2 . NO 

OTHER: 12 IN X 36 IN BROWN RUBBER STAIR TREADS W/ADHESIVE. {M# 20) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 20 1 NO 

BASEBOARD: 3 IN BROWN VINYL BASE COVE W/MASTIC. (M# 21) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidoli!e Tremolite Actinolite Anthophyllite Sample Note 
3 21 1 ND 

BASEBOARD: 6 IN BROWN VINYL BASE COVE W/MASTIC. {M# 22) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolit~ Anthophyllite Sample Note 
3 ~ 1 NO 

BASEBOARD: 6 IN BLACK VINYL BASE COVE W/MASTIC. (M# 23) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Trehlolite Actinolite Anthophyllite Sample Note 
3 23 1 NO 

BASEBOARD: 4 IN BEIGE VINYL BASE COVE W/MASTIC. (M# 24) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 24 1 NO 

OTHER: BLACK MASTIC. (M# 25) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? 
3 25 1 YES 

Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
30% 

OTHER: BLACK FLOOR TILE MASTIC. (M# 26) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 26 1 YES 10% 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Nolos: "NO" = Nona Detected. "YES" =Asbestos Doloctod, "NAPSP" = Not analyzed, JXior sample positive. Whoro mu~Hayer analysis results aro net shown for 
multi-componcnl material samples, all samplo layers woro loond Ia bo "NO". Materials not snmplcd do not appear on this report; seo Material Summary Report. 
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3 Retail (Building # 3) 

Sample Summary Report .. 
OTHER: 3 IN WHITE DUCT TAPE. (M# 27) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremoli!e Actinolite Anthophyllite Sample Note 
3 27 1 ND 

CEILING PANEL: 2FT X 2FT WHITE LARGE FISSURE WIPINHOLE CEILING PANELS. (M# 28) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 28 1 ND . 

. 3 28 2 NO 

CEILING PANEL: 2 FT X 4FT WHITE MEDIUM FISSURE WfPINHOLE CEILING PANEL. (M# 29) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 29 1 ND 
3 29 2 . ND 

CEILING PANEL: 2FT X 4 FT WHITE COARSE FINISH CEILING PANELS, PAINTED RUST. (M# 30) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 30 1 ND 

3 30 2 ND 

CEILING PANEL: 2FT X 2FT WHITE COARSE CEILING PANELS. (M# 31) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

3 31 1 ND 

CEILING TILE: 1 FT X 1 FT WHITE MEDIUM FISSURE SPLINE CEILING TILES. (M# 32) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
3 32 1 ND 

OTHER: FILLED, WOOD FIREDOOR. (M# 33) ASBESTOS?: YES 

Building# Materia!# Sample# Asbestos? Chryso!ile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

3 33 1 YES 10% 2% 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Noles: "NO" ~ Nona Detected, "YES" ~Asbestos Dol octad, "NAPSP" ~ Not analyzed. prior sample pos~ive. Where mun~layer analysis results are not shown for 
mutll-componont material samples. all samplo layors wero foond to b<l "NO". Materials not sampled do not appear on this report; see Material Summary Repo<l. 
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. 4 Retail (Building # 4) 

Sample Summary Report ~ 

SHEETROCK: DEMISING GYPSUM PANELS WffAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 1 1 ND 
4 1 2 ND 
4 1 3 YES <1% 1-2% IN JOINT COMPOUND. 

BASEBOARD: 3 IN DARK BROWN VINYL BASE COVE W/MASTIC. (M# 2) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chryso!ile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 2 1 NO 

TEXTURING: MEDIUM WHITE WALL TEXTURE ON DEMISING WALLS. (M# 3) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 3 1 NO 
4 3 2 NO 
4 3 3 ND 
4 3 4 NO 
4 3 5 NO 
4 3 6 ND 
4 3 7 NO 

SHEETROCK: BUlL T-OUT GYPSUM PANELS WffAPE & JOINT COMPOUND, UNFINISHED. (M# 4) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 4 1 NO 
4 4 2 NO 

SHEETROCK: BUll T-OUT GYPSUM PANELS WffAPE & JOINT COMPOUND W/MEDIUM T!=XTURE. (M# 5) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 5 1 NO 
4 5 2 ND 
4 5 3 NO 

FLOOR TILE: 121N X 12 IN BLACK FLOOR TILE W/MASTIC. (M# 7) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 7 1 NO 

FLOOR TILE: 12 IN X 12 IN RUST MOTTLED FLOOR TILE W/MASTIC. (M# 8) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 8 1 YES 10% TILE. 
4 8 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

1A NO MASTIC. 

Nolos: "NO"~ None Oetoctod, "YES"= Asbeotos Oalocto<:l, "NAPSP" ~Not anatyzod, prior samplo positivo. Whoro mu~Hayor analysis rosutts nro not shown for 
mulli.a>mpononl motorial samples, all sampto tayats ware found to bo "NO". Matorials not samplo<:l do not appear on this roport; see Material Summary Report 
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4 Retail (Building # 4) Appendix D 

Sampte_j)ummary R:t;lJlOrt " 

CEILING PANEL: 2 FTX 4 FTWHITE, MEDIUM FISSURE CEILING PANELS, PAINTED GRAY. (M# 9) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 9 1 NO 

CEILING PANEL: 2 FT X 2 FT WHITE EXTRA COARSE CEILING PANELS. (M# 1 0) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 10 1 NO 

BASEBOARD: 3 IN CREAM & VINYL BASE COVE W/MASTIC. (M# 11) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 11 1 NO 

FLOOR SHEET: 6FT ROLLED CREAM W/RUST & YELLOW SPECKS VINYL SHEETS WIBACKING PAPER & MASTIC. (M# 12) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 12 1 NO 

CEILING PANEL: 2FT X 4 FTWHITE GYPSUM CEILING PANELS WNINYL FACING. (M# 13) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremoli!e Actinolite Anthophyllite Sample Note 
4 13 1 NO 

CEILING PANEL: 2FT X 4 FTWHITE MEDIUM FISSURE CEILING PANELS. (M# 14) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 14 1 NO 

BASEBOARD: 3 IN BLACK VINYL BASE COVE W/MASTIC. (M# 15) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 15 1 NO 

PLASTER: GRAY TROWELLED-ON METAL LATH W/SCRATCH COAT. (M# 16) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 16 1 NO 
4 16 2 NO 
4 16 3 NO 

FLOOR SHEET: 6 FT ROLLED BROWN GEOMETRICAL VINYL SHEETS W/MASTIC. (M# 17) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
4 17 1 NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Notes: "NO"= Nono Detected. "YES" =Asbestos Doleeled, "NAPSP" = Not analyzed, prior sample positive. Whore mufti-layer analysis results are not shown for 
mulli-a>mponont material samples, all samplo layers were found to bo "NO". Materials not sampled do not appear oolhis repor1; sec Material Summary Report. 
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5 Retail (Building # 5) 

Sample Summary_Report ~ 

SHEETROCK: DEMISING GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 1) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocldolite Tremolite Actinolite Anthophyllite Sample Note 
5 1 1 NO 

5 1 2 NO 
5 1 3 ND 

TEXTURING: WHITE MEDITERRANEAN WALL TEXTURE. (M# 2) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 2 1 NO 
5 2 2 ND 

5 2 3 ND 

5 2 4 NO 
5 2 5 NO 

SHEETROCK: BUILT-OUT GYPSUM PANELS WITAPE & JOINT COMPOUND, TEXTURED. (M# 3) ASBESTOS?: NO .. 

Building# Material# Sample# Asbestos? Chrysotife Amosire Crocidolite Tremolite Actinolite Anthophyllite Sampl~ Note 
5 3 1 ND 
5 3 2 NO 
5 3 3 NO 

TEXTURING: WHITE MEDIUM WALL TEXTURE. {M# 4) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 4 1 ND 
5 4 2 YES 2% 
5 4 3 YES 2% 
5 4 4 NO 
5 4 5 NO 
5 4 6 YES 2% 
5 4 7 YES 2% 

SHEETROCK: BUILT-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND. (M# 6) ASBESTOS?: YES 

Building# M<';lterial# Sample# Asbestos? Chryso!ile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 6 
5 6 
5 6 
5 6 
5 6 
5 6 
5 6 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

1 
2 
3 
4 

5 
6 
7 

ND 
ND 
NO 
ND 
ND 

YES <1% 1-2% IN JOINT COMPOUND. 
NO 

Nolos: '"NO"= Nono Doloctod, ""YES"= A:sboslos Ooloctod. '"NAPSP" = Nol analyzed. prior samplo posilivo. Vlhoro mufti-layor aoalysis rosulls aro nol shown for 
mulli-a>mpon<>nl malo rial samples, all somplo layors wero found lo bo "NO". Malo rials not samplod do nol appoar on lhis report: soe Malcrial Summary Report. 
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5 Retail (Building # 5) 

SampleSummary Report ~ 

PlASTER: GRAY TROWELLED-ON METAL lATH PlASTER, UNFINISHED. (M# 7) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 7 1 ND 
5 7 2 ND 
5 7 3 ND 

PlASTER: GRAY TROWELLED-ON METAL lATH PlASTER W/SCRATCH COAT. (M# 8) ASBESTOS?: ND 

Building# Material# 

5 8 
5 8 
5 8 

Samplel~ 

1 

2 
3 

Asbestos? 
ND 

ND 
ND 

Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

PlASTER: GRAY TROWELLED-ON METAL lATH EXTERIOR STUCCO W/COARSE SCRATCH COAT. (M# 10) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

5 10 1 ND 
5 10 2 ND 
5 10 3 ND 
5 10 4 ND 
5 10 5 ND 

CEILING PANEL: 2FT X 4 FT WHITE COARSE CEILING PANEL (MI112) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 12 1 ND 

CEILING PANEL: 2FT X 4 FT WHITE MEDIUM FISSURE CEILING PANEL (M# 14) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tre_molite Actinolite Anthophyllite Sample Note 

5 14 1 ND 
5 14 2 ND 

CEILING PANEL: 2 FT X 2 FT WHITE COARSE CEILING PANEL (M# 15) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

5 15 1 ND 

CEILING PANEL: 2FT X 4FT WHITE MEDIUM FISSURE W/PINHOLE CEILING PANEL. (M# 16) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 16 1 ND 

CEILING PANEL: 2FT X 2FT WHITE MEDIUM FISSURE CEILING PANEL. (M# 17) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite A~tinolite Anthophyllite Sample Note 
5 17 1 ND . 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Noles: "NO" = Nono Oo!cclcd, "YES" = Asboslos Oclectod, "NAPSP" = Nol analyzed, prior samp!o posilivo. Whom mu~Hayor analysis rusu!ls oro not shown for 
mulli-componon! motoria! samples, ell sample !eyers wcro found lobe "NO". Malcriols no! sampled do no! appear on lhis report; seo Material Summary Report 
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5 Retail (Building # 5) 

Sample Summary Report .. 
CEILING PANEL: 2 FT X 2FT WHITE MEDIUM FISSURE & PINHOLE CEILING PANELS. (M# 18) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 18 1 ND 

CEILING TILE: 1 FT X 1 FT WHITE EXTRA COARSE SPLINE CEILING TILE. (M# 19) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 19 1 ND 

SPRAY-ON-: WHITE SPRAY-ON ACOUSTICAL CEILING. (M# 20) ASBESTOS?: NO 

Building# Material# Sampletl Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

5 20 1 ND 
5 20 2 NO 

5 20 3 ND 
5 20 4 ND 
5 20 5 NO 

CEILING PANEL: 2FT X 2FT WHITE W/FISSURES & MEDIUM PERFORATIONS CEILING PANELS. (M# 21) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolile Tremolite Actinolite Anthophyllite Sample Note 
5 21 1 ND 

BASEBOARD: 3 IN CREAM VINYL BASE COVE W/MASTIC. (M# 22) ASBESTOS?: ND 

Building# Materialtl Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolit~ Actinolite Anthophyllite Sample Note 
5 22 1 ND 

BASEBOARD: 4 IN CREAM VINYL BASE COVE W/MASTIC. (M# 23) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 23 1 NO 

BASEBOARD: 4 IN BLACK VINYL BASE COVE W/MASTIC. (M# 24) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 24 1 ND 
5 24 2 ND 
5 24 3 NO 
5 24 4 ND 

BASEBOARD: 4 IN GRAY VINYL BASE COVE W/MASTIC. (M# 25) ASBESTOS?: NO 

Building# Material# Sample# 
1 

Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 25 
5 25 
5 25 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

2 
3 

ND 
ND 
ND 

Nates: ''NO"= None Detoctod, "YES"= Asbestos Dotoctod, "NAPSP" = Nol analyzed, prior sample pasilivo. \Nhoro muni-layor analysis rosulls ore nal shown lor 
mul!i.mmpanonl material samplos, an sample layorsworo found lobo "NO". Materials not samplod do nol appear on lhis repaf1; see Material Summary Report. 
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5 Retail (Building # 5) 

Sample Sun1mary ReJ!ort ~ 

BASEBOARD: 4 IN BLUE VINYL BASE COVE W/MASTIC. (M# 26) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocido!ite Tremolite Actinolite Anthophyllite Sample Note 
5 26 1 NO 

BASEBOARD: 4 IN BEIGE VINYL BASE COVE W/MASTIC. (Mit 27) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 27 1 ND 

. 5 27 2 ND 

BASEBOARD: 4 IN DARK BROWN VINYL BASE COVE W!MASTIC. (M# 28) ASBESTOS?: ND 

Building# 

5 
5 
5 

Material# 

28 
28 
28 

Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

1 ND 
2 ND 
3 ND 

BASEBOARD: 4 IN TAN VINYL BASE COVE W/MASTIC. (M# 29) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

5 ~ 1 ND 

BASEBOARD: 2 IN CREAM VINYL BASE COVE W/MASTIC. (M# 30) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremo!ite Actinolite Anthophyllite Sample Note 

5 30 1 ND 

FLOOR SHEET: 6FT ROLLED TAN SQUARE PATTERN VINYL SHEETW/BACKING PAPER & MASTIC. (M# 31) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

5 31 1 ND 
5 31 2 YES 25% ROLLED VINYL 
5 31 2A ND MASTIC. 

FLOOR TILE: 12 IN X 12 IN LIGHT GRAY WIWHITE STREAKS FLOOR TILE W!MASTIC. (M# 32) AS13ESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 ~ 2 ND 

FLOOR TILE: 12 IN X 12 IN BEIGE MARBLE & WOOD PATTERN FLOOR TILE W/MASTIC. (M# 33) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 33 1 ND 

FLOOR TILE: 12 IN X 12 IN TAN SQUARE PATTERN FLOOR TILE W/MASTIC. (M# 34) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocido!ite Tremolite Actinolite Anthophyllite Sample Note 
5 ~ 1 ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Noles: "NO" ~ None Delcctoo, "YES" ~ Asboslos Oeledcd, "NAPSP" ~ Nol analyzed, prior s~mplo posilive. Whero muni-layor analysis rosulls nre not shown for 
mulli-componont malarial samplos, oil sample layers woro found to bo "N 0". Materials not sampled do not appoar on this rcpor1; see Material Summaty Reporl 
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5 Retail (Building # 5) 

Sample Summary Report ' 

FLOOR TILE: 12 IN X 12 IN BROWN W/BROWN & WHITE STREAI<S FLOOR TILE & MASTIC. (Mil 35) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysolile Amosi!e Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 35 1 YES 2% FLOOR TILE. 
5 35 1A NO MASTIC. 

FLOOR TILE: 12 IN X 12 IN GREEN MOTTLED FLOOR TILE WIMASTIC. {M# 36) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? 
5 ~ 1 ND 

Chrysotile Amosite Crocidolite Tremolile Actinolite Anthophyllite Sample Note 
FLOOR TILE. 

5 36 1A YES 8% MASTIC. 

FLOOR TILE: 9 IN X 9 IN CREAM W/BEIGE STREAKS & MASTIC. (M# 37) ASBESTOS?: YES 

Building# Materiallt Sample# Asbestos? Chrysotile Amosite Crocidolite Tremoli!e Actinolite Anthophyllite Sample Note 
5 37 1 YES <:1% FLOOR TILE. 
5 37 1A YES 15% MASTIC. 
5 37 2 YES <:1% FLOOR TILE. 
5 37 2A YES 15% MASTIC. 

FLOOR TILE: 12 IN X 12 IN WHITE W/DARK GRAY STREAKS FLOOR TILE W/MASTIC. (M# 38) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolile Actinolite Anthophyllite Sample Note 
5 38 1 NO 

FLOOR TILE: 9 IN X 9 IN BLACK W/WHITE STREAKS FLOOR TILE & MASTIC. (M# 39) .A.SBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 39 1 YES 15% 

FLOOR TILE: 12 IN X 12 IN RUST W/BLACK FISSURES FLOOR TILE & MASTIC. (M# 40) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 40 1 YES <:1% FLOOR TILE. 
5 40 1A YES 15% MASTIC. 

FLOOR TILE: 12 IN X 12 IN BEIGE MARBLE FLOOR TILE WIMASTIC. (M# 41) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremqlite Actinolite Anthophyllite Sample Note 
5 41 1 ND 

OTHER: 121N X 361N BLACK STAIR TREAD W/MASTIC. (M# 42) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 42 1 ND 

BASEBOARD: 6 IN BLACK VINYL BASE COVE W/MASTIC. (M# 43) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolile Amosite Crocidolite Tremolite ·• "Actinolite Anthophyllite Sample Note 
5 43 1 ND 

Northwest Envirocon, Inc. 
Environmental Consul ling Services 

Noles: "NO"~ Nono Ooleded, "YES"~ Asboslos Deledod, "NAPSP" = Nol onaly:zod. prior sample positive. 'Mloro mu~j.layor onatysis resulls oro not s110wn lor 
mutti.componcnl mal erial samples, al!samplo layers wore found lobo "NO". Malorials nol sam plod do not appear on I his report; sco Material Summa!)' Report 
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5 Retail (Building # 5) 

Sample Summary Report .. 
FLOOR TILE: 121N X 121N BEIGE & BROWN MOTTLED FLOOR TILE W/MASTIC. (M# 44) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? 
5 44 1 NO 

Chrysotile Amosite Crocidolile Tremolite AcUnolite Anthophyllite Sample Note 
FLOOR TILE. 

5 44 1A YES 8% MASTIC. 

FLOOR TILE: 12 IN X 12 IN OFF-WHITE MOTTLED FLOOR TILE W/MASTJC. (M# 45) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 45 1 NO 
5 45 2 NO 

FLOOR TILE: 9 IN X 9 IN TAN W/BROWN FLECKS FLOOR TILE W/MASTIC. (M# 46) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 46 1 YES <1% FLOOR TILE. 
5 46 1A YES 15% MASTIC. 

FLOOR TILE: 9 IN X 91N BEIGE W/CREAM, BLACK & RUST STREAKS FLOOR TILE & MASTIC. (M# 47) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolile Tremolite Actinolite Anthophyllite Sample Note 
5 Q 1 NO 

OTHER: 12 IN X 36 IN BEIGE W/CREAM, BLACK & RUST STAIR TREAD & MASTIC. (M# 48) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 48 1 NO 

OTHER: BLACK FLOOR TILE MASTIC. (M# 49) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 49 1 YES 15% 

OTHER: WHITE LEVELING COMPOUND. (M# SO) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite _ Crocidolile Tremolite Actinolite Anthophyllite Sample Note 
5 50 1 NO 

OTHER: 3 IN WHITE DUCT TAPE. (M# 51) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5 51 1 NO 

Northwcs[ Envirocon, Inc. 
Environmental Consu [[ing Services 

Noles: "NO"= None Detected, "YES" ~Asbestos Ootoctod, "NAPSP" " Not analyzed. prior samplo posijivo. Whoro muft~layer analysis results ere not shoWn lor 
mul!i.component material samples. all sample layers wora found 10 be "ND". Materials not sampled do nalappear on this report """Material Summary Report. 
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6 Former 1-Magnum (Building # 6) 

Sample Summary Report 

SHEETROCK: DEMISING GYPSUM PANELS WfTAPE & JOINT COMPOUND. (M# 1) ASBESTOS?: ND 
Building# 

6 
6 
6 

Material# 
1 

1 
1 

Sample# 
1 

2 
3 

Asbestos? 
NO 
NO 
NO 

Chrysotile Amosite Crocidome Tremolile Actinolite Anthophyllite Sample Note 

BASEBOARD: 4 IN LIGHT BROWN VINYL BASE COVE W/MASTIC. (M# 2) ASBESTOS?: ND 

Building# Material!/ Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anlhorhyllite Sample Note 
6 2 1 NO 

SHEETROCK: BUll T-OUT GYPSUM PANELS WIT APE & JOINT COMPOUND, TEXTURED. (M# 5) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidollte Tremollte Actinolite Anthophyllite Sample Note 
6 5 1 YES <1% 1-2% IN JOINT COMPOUND. 
6 5 2 ND 
6 5 3 NO 

TEXTURING: WHITE WALL TEXTURE. (M# 6) ASBESTOS?: YES 

Building# 
6 
6 
6 

Material# 
6 
6 
6 

Sample# 
1 

2 
3 

Asbestos? 
YES 
YES 
NO 

Chrysotile Amoslte Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
5% 
2% 

FLOOR TILE: 121N X 12 IN BEIGE FLOOR TILE W/MASTIC. (M# 7) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
6 7 1 NO 

CEILING PANEL: 2FT X 2 FT WHITE COARSE SQUARE PATTERN CEILING PANELS. (M# 8) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
6 8 1 NO 

BASEBOARD: 4 IN CREAM VINYL BASE COVE W/MASTIC. (M# 9) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
6 9 1 NO 

OTHER: BEIGE SPRAY-ON STRUCTURAL FIREPROOFING. (M# 10) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
6 10 1 ND 
6 10 2 ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

No los: "NO"= Nona Dcloetcd. "YES"= Asbestos Ooteclcd. ·"NAPSP" = Not onalylod. prior samplo pos~iYo. Whore muni-layot analysis resulls 11r0 nol shown lor 
mulli..:ompononl malerial samples. all sample layers were found lobo •NO". Malo rials nol sam plod do nol appear on lhis topon: seo Malarial Summary Report, 
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7 Interior Corridors (Building # 7) 

Sample Summary Report ~ 

SHEETROCK: GYPSUM PANELS WfTAPE & JOINT COMPOUND, UNTEXTURED. (M# 1) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

7 1 1 NO 
7 1 2 NO 
7 1 3 NO 

PLASTER: GRAY TROWELLED-ON BRICK PLASTER W/SCRATCH COAT. (M# 2) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
7 2 1 NO 
7 2 2 NO 

7 2 3 NO 
7 2 4 NO 
7 2 5 NO 
7 2 6 NO 

7 2 7 NO 

BASEBOARD: 4 IN GRAY VINYL BASE COVE W/MASTI<;:. (M# 3) ASBESTOS?: NO 

Building# Materiallt Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

7 3 1 NO 
7 3 2 NO 

SHEETROCK: GYPSUM PANELS WIT APE & JOINT COMPOUND W/COARSE TEXTURE. (M# 4) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosi!e Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
7 4 1 NO 
7 4 2 NO 
7 4 3 NO 

TEXTURING: COARSE WALL TEXTURE (M# 5) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocido!ite Tremolite Actinolite Anthophyllite Sample Note 
7 5 1 NO 
7 5 2 NO 
7 5 3 NO 

PLASTER: GRAY TROWELLED-ON BRICK PLASTER W/ADOBE FINISH. (M# 6) ASBESTOS?: NO 

Building1t Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

7 6 1 NO 
7 6 2 NO 
7 6 3 NO 
7 6 4 NO 
7 6 5 NO 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Notes: "NO"" Nono Dotllclod, "YES"= Asbestos Ootectod, "NAPSP" =Not analyzed, priat sample positive. 'Mloro m~~i-lnyor analysis results nrc not shown for 
mulli.component matori<ll samples, all sample layers woro found to bo "NO". Matofiats not sampled do not appear on this report; soc Material Summary Report. 
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Exterior of Buildings-2 (Building # EB-2) 

Sample Summary Report " 

PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCOW/COARSE SCRATCH COAT. (M# 1) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidofite Tremolite Actinolite Anthophyllite Sample Nole 
EB-2 1 

EB-2 1 
EB-2 1 
EB-2 1 
EB-2 1 

EB-2 1 
EB-2 1 

Northwest Envirocon, Inc. 
Environmemnl Consul ling Services 

1 

2 
3 
4 
5 
6 
7 

ND 
ND 

ND 
ND 
ND 
ND 

ND 

Notes: '"NO"= Nona Oetoctod. "YES"= Asbostos Ootodod, "NAPSP" " Not snoly:zed. prior sample positivo. Where mutti-layer analysis rosulls oro not shown lor 
multi-<:Omponenl material samples. all sample layers woro found to bo '"NO". Materials not sam plod do not appear on this ropo/1; see Material Summary Rcpo/1. 
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Exterior of Buildings-3 (Building # EB-3) 

Sample Sunun~ry Re):!ort ~ 

PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH COAT. (M# 1) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EB-3 1 
EB-3 1 
EB-3 1 
EB-3 1 
EB-3 1 

Northwest Envirocon, Inc. 
Environmenl~l Consulting Services 

1 
2 
3 
4 

5 

NO 
ND 

YES 2% 
NO 
ND 

Nolos: '"NO"= None Doloctlld, "YES"= Asbestos Dctoeled, '"NAPSP" =Not analyzed. prior samplo positive. V'ohoro mufti-layer analysis rosulls oro not shown lor. 
multi-componenl malorialsamples. an sample layers woro round to bo '"NO". Materials nol sampled do nol oppoar on this report: see Material Summary Report. 
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Exterior of Buildings-4 (Building # EB-4) 

Sample Summa_ry J'teport ~ 

PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH COAT. (M# 1) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EB-4 1 
EB-4 1 
EB-4 1 
EB-4 1 
EB-4 1 

Northwest Envirocon, Inc. 
Environment~! Consulting Services 

1 
2 
3 
4 
5 

NO 
NO 

NO 
NO 
NO 

Notes: "NO" = Nona Oct<!Cied. "YES" = Asbestos Deteded, "NAPS?" = Not annlyzcd, prior sample pos~ive. \M'Icro muni-laycr analysis results are not shown for 
mul!i-componcnt m atcrial samples, all sample layers wore round lobo "NO". Materials not sampled do not appear on this report; soc Material Summary Report. 
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Exterior of Buildings-5 (Building # EB-5) 

Sample Summary Report ~ 

PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH COAT. (M# 1) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EB-5 1 1 ND 
EB-5 1 2 ND 
EB-5 
EB-5 
EB-5 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

3 
4 
5 

NO 
NO 
NO 

Notes: "NO"" Nono Oetoded, "YES" =Asbestos Ootodod, "NAPSP" =Not onaly>:od, prior sampto positive. Whero muni-tayor analysis results oro not shown for 
mutti-<::Omponont material samples, all sample layers woro fovnd to bo "NO". Materials not samplod do not appear on this rcporl; soo Material Summary Roporl. 
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Exterior of Buildings-6 (Building # EB-6) 

Sample Summary Report ~ 

PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO W/COARSE SCRATCH COAT. (M# 1) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolire Anthophyllite Sample Note 

EB-6 1 
EB-6 1 
EB-6 1 
EB-6 1 
EB-6 1 
EB-6 1 
EB-6 1 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

1 
2 

3 
4 
5 
6 
7 

NO 
NO 
ND 
ND 
NO 

ND 
ND 

Notes: "NO"~ None Ootoelod, "YES"= Asbestos Ootectod, "NAPSP"" Not analyzed, prior sample posilivo . .....,oro mufti-layer analysis resutls oro no\ shown for 
mulli-component material samples, ott sample layers wcro found to bo "NO". Matoriols nat sampled do not appear on this report; soo Material Summary Report. 
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Roof of Buildings EX-01 (Building # EX-01) 

Sample Summary Report 

BUILT-UP ROOFING: FELT, TAR & GRAVEL (FIELD). (M# 1) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-01 1 1 ND 
EX-01 1 2 NO 

BUILT-UP ROOFING: FELT, TAR & GRAVEL (EDGE). (M# 2) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremo!ite Actinolite Anthophyllite Sample Note 
· EX-01 2 1 YES 8% 
EX-01 2 2 YES 5% 

ROOFING MASTICS: PATCHING, PENETRATION & FLASHING MASTIC. (M# 3) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? 
EX-01 3 1 YES 

Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

15% 

PLASTER: GRAY TROWELLED-ON METAL LATH EXTERIOR STUCCO, PAINTED. (M# 4) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-01 4 
EX-01 4 
EX-01 4 
EX-01 4 
EX-01 4 
EX-01 4 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

1 
2 

3 
3A 
4 
5 

ND 
ND 
ND 

YES <1% 
NO 
NO 

Notos: "NO" = Nono Dol~od. "YES" • Asbos!os Dotoclcd, "NAPSP" • Not analyzed, prior samplo posilivo. 'M1cro muHi·layor analysis results aro not shown for 
mulli-<:ompononl motorial samplos, all somplo layers woro found Ia bo "NO". Materials not sampled do nol appear on lhis report: soc Material Summary Report. 
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Roof of Buildings EX~02 (Building # EX~02) 

Sample SUITII!I;)ry Report 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FIELD), (M# 1) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosi!e Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-02 1 1 NO 
EX-02 1 2 ND 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGES). (M# 3) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-02 3 1 NO 

· EX-02 3 2 NO 

Northwest Env irocon, Inc. 
Environmclllal Consulting Services 

Notes: "NO": Nona Doteclod, ''YES": Asbestos Detected, "NAPSP" =Not analyzed, prior sample posijivo. \'more mun~layor analysis rosulls are no! shown for 
mulli.a>mponont material samples, all sample layers were found to be "ND". Materials not sampled do not appear on tl1is report; sea Material Summary Report. 
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Roof of Buildings EX-03 (Building # EX-03) 

Sample Summary Report ~ 

BUlL T-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FIELD). (M# 1) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysolite Amosile Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX~3 1 1 NO 
EX~3 1 2 NO 

BUlL T -UP ROOFING: MUL TJ-LA YERED FELT & TAR W/RUBBER CAP SHEET (EDGES) (M# 3) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-03 3 1 NO 
·EX-03 3 2 ND 

Northwest Enviroeon, Inc. 
Environmental Consulting Services 

Noles: "NO"~ None Oclectl!d, "YES"= A$boslos Doloclod, "NAPSP" =Not analyzed, prior sample posijivo. Whore muni-tayor analysis results are not shown lor 
multi-component matcriatsamples, a!lsampto toyer$ wore found to be "NO". Materials not sampled do not appear on this roport: soo Material Summary Report. 
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Hoof of Buildings EX-04 (Building # EX-04) 

Sample Summary R9port ~ 

BUlL T -UP ROOFING: MUL Tl-lA YERED FELT & TAR W/RUBBER CAP SHEET (FIELD). (M# 1) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-04 1 1 
EX-04 1 2 
EX-04 3 

NO 
NO 
NO 

EX-04 1 4 ND 

PlASTER: GRAY TROWELLED-ON METAL LATH, COARSE EXTERIOR STUCCO, PAINTED. {M# 2) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amoslte Crocidolite Tremolite Actrnolite Anthophyllite Sample Note . 
. EX-04 2 1 ND 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR WIRUBBER CAP SHEET (EDGE). (M#4) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysolile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-04 4 1 NO 
EX-04 
EX-04 

4 
4 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

2 
3 

NO 
NO 

Noles: 'llD"" Nono Oelaclod, "YES"" Asbeslos Oelected. 'llAPSP" ~ Nol analyzed, prior sample posilivo. Whero muHl-layor analysis rBsulls are nol shown lor 
mulli-componont mal erial samples, all somplo layers wore found lobe "NO". Maleria!s not sam plod do nol appear on this report see Malarial Summary Report. 
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Roof of Buildings EX-05 (Building # EX-05) 

Sample$ummary.Report ~ 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR WIRUBBER CAP SHEET (FIELD). (M# 1) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-05 1 1 ND 
EX-05 1 2 ND 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TARWIRUBBER CAP SHEET (EDGES). (M# 3) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
. EX-05 3 1 ND 

EX-05 3 2 ND 

Northwest Envirocon, Inc. 
Environrncntnl Consulting Services 

Noles: "NO" = None Dctoctlld. 'YES"= Asbestos Dolcdod, "NAPSP" ~ Not analyzed, prior samplo positive. Where mu~i-layor analysis wsults arc nor shown for 
mulli-compot>Ont material samples, all sample layers woro rouM to be "NO". Malorials nol sampled do no! appear on !his report: soc Malerial Summary Report 
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Roof of Buildings EX~06 (Building # EX-06) 

Sample Summary Report ~ 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET {FIELD). {M# 1) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremollte Actinolite Anthophyllite Sample Note 
EX-06 1 1 YES 30% BLACK. 
EX-06 1 1A NO YELLOW. 
EX-06 1 2 YES 25% BLACK. 
EX-06 1 2A NO YELLOW. 

PLASTER: GRAY TROWELLED-ON METAL LATH COARSE EXTERIOR STUCCO, PAINTED. (M#2) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
'E.X-06 2 1 ND 

EX-06 2 2 ND 
EX-06 2 3 NO 
EX-06 2 4 NO 
EX-06 2 5 NO 

EX-06 2 6 NO 
EX-06 2 7 ND 

BUlL T-UP ROOFING: MULTI-LA YEREO FELT & TAR W/Rt,JBBER CAP SHEET {EDGES). (M# 4) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 

EX-06 4 

EX-06 4 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

1 

2 
YES 20% 
YES 10% 

Notes: "NO" = No no Detected, "YES" =Asbestos OotectOd, "NAPSP" = Not analyzed, prior sample positive. Whoro munHayer analysis rosults aro not shown for 
mul1i-componcnt malarial samples. all sample layers were found to bo "ND". Materials no! sampled do not appenr on this report: soe Material Summary Report. 
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Roof of Buildings EX~07 (Building # EX~07) 

Sampl~ Summary R~port _ _ _ ~ 

PLASTER: GRAY TROWELLED-ON METAL LATH COARSE EXTERIOR STUCCO, PAINTED. (M# 1) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidoli!e Tremolite Actinolite Anthophyllite Sample Note 
EX-07 1 1 NO 
EX~7 1 2 NO 
EX-07 1 3 NO 

EX~7 1 4 NO 
EX-07 1 5 NO 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FIELD) (M# 2) ASBESTOS?: NO 

Building# Materia!# Sample# Asbestos? Chrysotile Amosite Crocidoli!e Tremolite Actinolite Anthophyllite Sample Note 
EX-07 2 1 NO 
EX-07 2 2 NO 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGE). (Mft 4) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-07 4 1 NO 
EX-07 4 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

2 NO 

Notos: "NO" = Nono Oeloctod. "YES" = Asbostos Ootodod, "NAPSP" = Nat anQiyzod, prior sample posijivo. Whoro mun~tayer analysis rosulls aro not shown for 
muni-componcm material samples. all samplo layers wcro found to bo "NO". Materials not sampled do not appear on this report; seo Material Summary Report. 
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Roof of Buildings EX-08 (Building # EX-08) 

SampiQSllmiTl~ry_Re__l!or!_ _ _ _ _ _ _ • 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TARW/RUBBER CAP SHEET (FIELD) (M# 1) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-08 1 1 NO 
EX-08 1 2 NO 

BUILT-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGE). (M# 3) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-08 3 1 ND 
EX-08 3 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

2 NO 

Nolos: 'liD"= None Dclodoo, 'YES"= Asoostos Doloc!ed, '1-IAPSP" = Nol analyzed, ptior samplo posiliYo. V'moro mu~~layer analysis rosulls are not shown lot 
mu!li-eompononl material samples, all sample layors wero round to oo·ND". Materials not sampled do nor llppoar on !his report; soo Material Summary Report. 
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Roof of Buildings EX-09 (Building # EX-09) 

Sample Summary Report ~ 

BUlL T-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (FIELD) (M# 1) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolile Actinolite Anthophyllite Sample Note 
EX-09 1 1 NO 
EX-09 1 2 NO 

PLASTER: GRAY TROWELLED-ON METAL LATH, COARSE EXTERIOR STUCCO, PAINTED. (M# 2) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chryso!lle Amosite Crocidolite Tremolite Actinolite Anthophyllfte Sample Note 
EX-09 2 1 YES <1% 
EX-09 2 2 YES <1% 
EX-09 2 3 YES <1% 
EX-09 2 4 YES <1% 
EX~9 2 5 ND 
EX-09 2 6 ND 
EX-09 2 7 YES <1% 

BUlL T-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET (EDGE). (M# 4) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-09 4 1 NO 
EX-09 4 2 ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Notes: "NO" • Nona Oa\edad, "YES"" Asbostos Oatec\ocl, "NAPSP" "No!Mnlyzocl, prior sample positive. Wlaro mu~~!ayor analysis results are not shown for 
mullio(;(lmponcnl material samples, all sample layers wero found to bo "NO". Materials not sampled do not appear on this report: seo Material Summary Report. 
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Roof of Buildings EX-12 (Building# EX-12) 

Sample Summary Repc:~rt_. _ _ _ _ _ _ _ _ _ _ _ _ _ _ 

BUlL T-UP ROOFING: MULTI-LAYERED FELT & TAR W/RUBBER CAP SHEET {FIELD). (M# 1) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-12 1 1 YES 10% 
EX-12 1 2 YES 15% 

BUlL T-UP ROOFING: MULTI-LAYERED FELT & TAR WIRUBBER CAP SHEET (EDGE). (M# 3) ASBESTOS?: YES 

Building# Material# Sample# Asbestos? Chrysotlle Amosite Crocidolile Tremoli!e Actinolite Anthophyllite Sample Note 
EX-12 3 1 YES 15% 
EX-12 3 2 YES 15% 

PLASTER: GRAY TROWELLED-ON METAL LATH COARSE EXTERIOR STUCCO, PAINTED. (M# 4) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-12 4 
EX-12 4 
EX-12 4 
EX-12 4 
EX-12 4 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

1 
2 
3 
4 
5 

NO 
NO 
NO 
ND 
NO 

Notes: "NO": None OotoctOd. "YES"= Asbostos Oetectod. "NAPSP" ~ Not analyzed. prior sample positive. 'M!ore mu~i-layer analysis resulis are not shown for 
mulli-<:amponent material samples. a» sample layers woro round to bo "ND". Materials not sampled do not appear on this report; soe Material Summary Report. 
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Roof of Buildings EX-13 (Building# EX-13) 

Sample Summary Report 

BUll T-UP ROOFING: FELT, TAR & WHITE PAINT (FIELD) (M# 1) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysorile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-13 1 1 ND 

BUll T-UP ROOFING: FELT, TAR & WHITE PAINT (EDGE) (M# 2) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX-13 2 1 ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Notes: ""NO"= No no Doledod, "YES"= Asbestos Ootoclod, ""NAPSP" = Nol analyzed, pri<>r sample posilivo. Where muftj.layer analysis results oro no\ shOwn lor 
multi-<:empononl material somplos. oil samplo layers wore round to bo "NO". Malorials not sampled do no! appear on this report: soo Molerial Summary Report 
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r<oof of Buildings EX-14 (Building# EX-14) 

~ample _Suf!JmC)ry Be~ort ~ 

BUll T·UP ROOFING: FELT, TAR & WHITE PAINT (FIELD). (M# 1) ASBESTOS?: NO 

Building# Material# Sample# Asbestos? Chrysotile Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX·14 1 1 NO 
EX·14 1 2 ND 

BUlL T·UP ROOFING: FELT, TAR & WHITE PAINT {EDGE). (M# 2) ASBESTOS?: ND 

Building# Material# Sample# Asbestos? Chrysolite Amosite Crocidolite Tremolite Actinolite Anthophyllite Sample Note 
EX·14 2 1 ND 
EX·14 2 2 ND 

Northwest Envirocon, Inc. 
Environmental Consulting Services 

Notes: "NO"" Nono Dotoctod, "YES": Asoostos Dotodod, "NAPSP': Not analyzed, prior somp!o positivo. 'Mloro mu~~lsyor analysis rosuns oro not shown for 
mutti-<;Omponcnt material samples. all sample layers wcro round to be "ND". Molcrials not sampkld do not appear on this report; sco Material Summary Report 
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